Tested textiles for:

Textiles are a critical component of our seating and screen products. The following list is intended to facilitate selection of textiles for use on our products.

COM Selections
Stylex is pleased to accept COM selections, but they must be approved. Stylex reserves the right to reject textiles to ensure that quality and construction are satisfactory for intended use. Once COM is approved, Stylex assumes no responsibility
for its overall appearance, durability, colorfastness, or any other quality issues after upholstered on a Stylex product.

Textile Orientation

Textile orientation is determined by Stylex on a per product basis. Yardage requirements shown in the Stylex price list are calculated based on the product’s default orientation. Yardage requirements may increase for COM’s that require an
orientation differing from the default. Please see textile orientation explanations below:

1. Railroaded (RR) — The textile is applied to the unit perpendicular to the direction of the roll.

2. Up the Roll (UTR) - The textile is applied to the unit parallel to the direction of the roll.

Textile Maintenance
Please note that the below textiles identified as bleach cleanable were indicated as such by the textile supplier as of 6/1/2020. Detailed cleaning instructions and confirmation of disinfecting processes are provided by the textile supplier. As always,
failure to follow cleaning instructions may result in damage to textiles. Stylex is not responsible for any damage that may occur from cleaning or maintenance.

Approvals
Please be advised that all approvals listed here are provisional. We reserve the right to withdraw approval at any time, including after an order has been placed. While we attempt to ensure that our approved textile lists are up to date, our upholstery
methods do change on an ongoing basis. Such changes may impact the suitability of a given textile for a particular product.

Pricing
All pricing quotes should be obtained from your local Sales Rep or Stylex Customer Service.

Textile Manufacturer Pattern Name Bleach Cleanable Grade Chair Arm Chair Armless  Stool

Absecon Adler CcoM Approved Approved Approved UTR
Absecon Backgammon CcoM Approved Approved Approved UTR
Absecon Corridor CcoM Approved Approved Approved UTR
Absecon Enzo CcoM Approved Approved Approved UTR
Absecon Incline CcoM Approved Approved Approved UTR
Absecon Sidestep CcoM Approved Approved Approved UTR
AlS Prospect CcoM Not Tested Not Tested Not Tested UTR
Allsteel Florence Leather coL Not Tested Not Tested Not Tested LEATHER
Allsteel Inertia COoM Not Tested Not Tested Not Tested UTR
Allsteel Parker COoM Not Tested Not Tested Not Tested UTR
Allsteel Purl CcoM Approved Approved Approved UTR
Anzea Textiles A New Twist COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Alameda COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles April CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Baby Bear CcoM Approved Approved Approved UTR
Anzea Textiles Bacci CcoM Approved Approved Approved UTR
Anzea Textiles Baltic-o COoM Denied Denied Denied UTR
Anzea Textiles Beach Blanket COoM Not Tested Not Tested Not Tested RR
Anzea Textiles Big Bang CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Bob CcoM Approved Approved Approved UTR
Anzea Textiles Bonnie CcoM Approved Approved Approved UTR
Anzea Textiles Boomerang CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Brigadoon CcoM Not Tested Not Tested Not Tested UTR
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Anzea Textiles Bronte COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Bubbles COoM Denied Denied Denied UTR
Anzea Textiles Buckaroo COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Bull's Eye CcoM Denied Denied Denied UTR
Anzea Textiles Bye Bye Birdie CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Calf A Lot COoM Denied Denied Denied UTR
Anzea Textiles Calf Crazy CcoM Denied Denied Denied UTR
Anzea Textiles Cheap Seats CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Chimera COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles City Slicker CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Copy Cow CcoM Approved Approved Approved UTR
Anzea Textiles Corrugation CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Cowtown COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Cross Hatch COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Cryptons Are Coming CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Cubism COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Cuddle COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Damask COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Dash of Color CcoM Approved Approved Approved UTR
Anzea Textiles Dazzler COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Dodge City CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Ebb & Flow COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Essex CcoM Approved Approved Approved UTR
Anzea Textiles Extra Celestial COoM Denied Denied Denied UTR
Anzea Textiles Fionna CcoM Approved Approved Approved UTR
Anzea Textiles Fishnets COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Focus COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Fowl Play CcoM Denied Denied Denied UTR
Anzea Textiles Frames COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Fulton CcoM Approved Approved Approved UTR
Anzea Textiles Garden Gems COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Gazebo COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Glaze COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Grass Party CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Greenville COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Grit CcoM Approved Approved Approved UTR
Anzea Textiles Halsey CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Haywire CcoM Denied Denied Denied UTR
Anzea Textiles Hemp Canvas CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Highland CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Hobnob COoM Not Tested Not Tested Not Tested RR

Anzea Textiles Hold The Line COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Horizon CoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Hula Hoop CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Impulse CcoM Approved Approved Approved UTR
Anzea Textiles Jigsaw CcoM Approved Approved Approved UTR
Anzea Textiles Just Kidding CcoM Denied Denied Denied UTR
Anzea Textiles Kapow CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Kashmir COoM Not Tested Not Tested Not Tested UTR
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Anzea Textiles Kazam COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Kildare COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles La Piazza COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Lafayette CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Landfall COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Laughing Cow CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Lewitt Pleats COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Limerick COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Linette COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Llama's Pajamas CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Looking Glass CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Ludlow CcoM Approved Approved Approved UTR
Anzea Textiles Lumber Jack CcoM Approved Approved Approved UTR
Anzea Textiles Lumber Jane CcoM Approved Approved Approved UTR
Anzea Textiles Lunar Landing CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Magnetic Fields CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Mammoth Deception CcoM Denied Denied Denied UTR
Anzea Textiles Memories CcoM Approved Approved Approved UTR
Anzea Textiles Metro CcoM Approved Approved Approved UTR
Anzea Textiles Miragi-o CcoM Approved Approved Approved UTR
Anzea Textiles Mirrored Images CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Mock Croc COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles My Way CcoM Approved Approved Approved UTR
Anzea Textiles Neutral Ground COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Nightingale CcoM Denied Denied Denied UTR
Anzea Textiles Not-A-Hide CcoM Approved Approved Approved UTR
Anzea Textiles Opening Night CcoM Denied Denied Denied UTR
Anzea Textiles Out & About COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Outer Limits COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Pacific-o CcoM Approved Approved Approved UTR
Anzea Textiles Painted Desert COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Palms CcoM Approved Approved Approved UTR
Anzea Textiles Parley CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Party Boat CcoM Approved Approved Approved UTR
Anzea Textiles Patina Glaze COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Persuasion CcoM Approved Approved Approved UTR
Anzea Textiles Phantasea CcoM Approved Approved Approved UTR
Anzea Textiles Picnic In The Park COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Plastic Basket COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Pop CcoM Denied Denied Denied UTR
Anzea Textiles Renna COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Ripple In Time CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Ritzi CcoM Approved Approved Approved UTR
Anzea Textiles Roadster CcoM Approved Approved Approved UTR
Anzea Textiles Rock Candy CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Room Service COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Shagreen CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Shiki Silk COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Shiny Hide CcoM Not Tested Not Tested Not Tested UTR
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Anzea Textiles Silicon Grid COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Silicon Mountain CcoM Approved Approved Approved UTR
Anzea Textiles Silicone Slopes CcoM Approved Approved Approved UTR
Anzea Textiles Simply Chenille CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Simply Gabardine CcoM Approved Approved Approved UTR
Anzea Textiles Simply Hyde CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Simply Strie CcoM Denied Denied Denied UTR
Anzea Textiles Sistine COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Sketchy Flower CcoM Denied Denied Denied UTR
Anzea Textiles Sky Writing CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Sleek COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Snake Escape CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Space Cow CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Splash CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Static Energy CcoM Approved Approved Approved UTR
Anzea Textiles Sticks & Strings CcoM Approved Approved Approved UTR
Anzea Textiles Swoop CcoM Denied Denied Denied UTR
Anzea Textiles Tartan CcoM Approved Approved Approved UTR
Anzea Textiles Taurus CcoM Approved Approved Approved UTR
Anzea Textiles Technohound COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Techy CcoM Denied Denied Denied UTR
Anzea Textiles Top Coats CcoM Approved Approved Approved UTR
Anzea Textiles Travel Roadies CcoM Approved Approved Approved UTR
Anzea Textiles Tuscany CcoM Denied Denied Denied UTR
Anzea Textiles Twinkle Sky CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Twinkle Tapestry CcoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Udderly Perfected CcoM Approved Approved Approved UTR
Anzea Textiles Ultra Air CcoM Approved Approved Approved UTR
Anzea Textiles Undercover COoM Denied Denied Denied UTR
Anzea Textiles Varick CcoM Approved Approved Approved UTR
Anzea Textiles Vellum COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Velvet Gloves COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Vintage Glaze CcoM Denied Denied Denied UTR
Anzea Textiles Western Willie COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Windows COoM Denied Denied Denied UTR
Anzea Textiles Wishes COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Wow COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Zoots COoM Not Tested Not Tested Not Tested UTR
Anzea Textiles Zyon CcoM Not Tested Not Tested Not Tested UTR
Appian Textiles Morton CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Alpha CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Alpine CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Ambiance CoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Angle CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Apex CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Apollo CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Arashi COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Astral CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Atlas COoM Not Tested Not Tested Not Tested UTR
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Arc-Com Fabrics, Inc Atmosphere CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Atomic COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Aura CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Axis COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Bali COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Block Petal COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Boardwalk CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Bocce COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Brayer Flower CcoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Bronco CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Burkina CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Cadence COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Calais Stripe CcoM Not Tested Not Tested Not Tested RR

Arc-Com Fabrics, Inc Caress CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Carnival COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Cascade COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Cavo CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Centring Stripe CcoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Ceramica COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Channel COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Coastline CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Column CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Compass CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Contour COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Cosmos COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Crescendo CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Crystal CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Cutting Edge CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Dakota / Dakota 2 COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Dante COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Daytona CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Delphi CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Drifter CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Durango CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Elementary CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Elevado CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Embrace COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Emerson CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Empress CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Encore CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Engrave CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Equinox CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Etch CoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Everest COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Evolution CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Fiji CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Flora COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Fragment CcoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Francesca Wool Il COoM Not Tested Not Tested Not Tested UTR
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Arc-Com Fabrics, Inc Frontier CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Gamma COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Gardenia COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Gatsby CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Gem COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Geostitch COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Glam COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Glo CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Great Wall COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Grid COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Hanji CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Harlequin CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc High Rise CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Highlands CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Hush CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc i Pattern COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Illusion / Illusion 2 COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Infrastructure CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Insight CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Intaglio / Intalgio 2 CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Intersect COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc lona CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Isabella CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Itajime CcoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Jive COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Journey CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Kaolin CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Katano COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Key CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Kinetic COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Kirigami CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Kuba CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Kumo COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Legacy CcoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Legend CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Leonardo COoM Not Tested Not Tested Not Tested RR

Arc-Com Fabrics, Inc Linea COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Loara COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Lore COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Lyre CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Majorca CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Mason CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Mason Stripe CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Meadow COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Montage CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Moon Beam / Moon Beam 2 CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Morgan CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Mustang CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Nahouri CcoM Approved Approved Approved UTR
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Arc-Com Fabrics, Inc Network COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Oculus CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Odyssey CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Ombre Petal COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Omega CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Orion COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Palatine / Paltine 2 COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Paragon CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Patina COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Paxton COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Perspective CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Pinnacle CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Pixel COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Plateau COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Polished CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Quest CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Radius COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Raya CcoM Approved Approved Approved RR

Arc-Com Fabrics, Inc Reality Check CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Rodeo CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Rogue CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Santa Fe COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Santorini CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Saxon COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Sea Willow COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Sedona CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Sherlock / Sherlock 2 CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Shift COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Shimmer COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Shimmer 2 CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Silverado CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Skye CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Soho COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Solitude COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Sonata Stripe CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Speckle CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Spectrum CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Speedway CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Spin CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Spirit CcoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Splash CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Square One CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Staccato CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Stallion CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Streamline COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Sukhala CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Summit CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Sundial COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Sync CcoM Approved Approved Approved UTR
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Arc-Com Fabrics, Inc Tailored COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Talavera CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Tally CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Tectonic COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc The Plaid COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Tiebele CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Transform CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Traverse CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Tritik COoM Denied Denied Denied UTR
Arc-Com Fabrics, Inc Typography CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Vault COoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Velocity CcoM Not Tested Not Tested Not Tested UTR
Arc-Com Fabrics, Inc Venture CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Vivo CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Volt CcoM Approved Approved Approved RR

Arc-Com Fabrics, Inc Wanderer CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Watson CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Welsh Check CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Windlass CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc X Pattern CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc York Plaid CcoM Approved Approved Approved UTR
Arc-Com Fabrics, Inc Zip Line CcoM Not Tested Not Tested Not Tested RR

Architex 57 Chevron COoM Not Tested Not Tested Not Tested RR

Architex 78 RPM CcoM Approved Approved Approved UTR
Architex Abbey Road CcoM Not Tested Not Tested Not Tested UTR
Architex Adare Manor COoM Denied Denied Denied UTR
Architex Adlon COoM Not Tested Not Tested Not Tested UTR
Architex Admiral COoM Not Tested Not Tested Not Tested UTR
Architex Affinity CcoM Not Tested Not Tested Not Tested UTR
Architex Aficionado CcoM Approved Approved Approved UTR
Architex After Party CcoM Denied Denied Denied UTR
Architex Allandale COoM Not Tested Not Tested Not Tested UTR
Architex Amagansett CcoM Not Tested Not Tested Not Tested UTR
Architex Amenity CcoM Not Tested Not Tested Not Tested UTR
Architex Andromeda COoM Not Tested Not Tested Not Tested UTR
Architex Angora Mohair CcoM Approved Approved Approved UTR
Architex Animal COoM Not Tested Not Tested Not Tested UTR
Architex Annual COoM Not Tested Not Tested Not Tested UTR
Architex Anodized COoM Not Tested Not Tested Not Tested UTR
Architex Aperture CcoM Not Tested Not Tested Not Tested UTR
Architex Aphrodisiac CcoM Not Tested Not Tested Not Tested UTR
Architex Array CcoM Denied Denied Denied UTR
Architex Artesima CoM Not Tested Not Tested Not Tested UTR
Architex Astronomy CcoM Not Tested Not Tested Not Tested UTR
Architex Aura COoM Not Tested Not Tested Not Tested UTR
Architex Autobahn COoM Not Tested Not Tested Not Tested UTR
Architex Avion COoM Not Tested Not Tested Not Tested RR

Architex Badlands COoM Not Tested Not Tested Not Tested RR

Architex Balcony CcoM Not Tested Not Tested Not Tested UTR
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Architex Bamboozled COoM Not Tested Not Tested Not Tested UTR
Architex Bargello CcoM Not Tested Not Tested Not Tested UTR
Architex Baxter COoM Not Tested Not Tested Not Tested UTR
Architex Beachcomb COoM Not Tested Not Tested Not Tested UTR
Architex Beanstalk COoM Not Tested Not Tested Not Tested RR

Architex Bedrock COoM Not Tested Not Tested Not Tested UTR
Architex Beehive COoM Not Tested Not Tested Not Tested UTR
Architex Bellevue COoM Not Tested Not Tested Not Tested UTR
Architex Ben Day CcoM Not Tested Not Tested Not Tested UTR
Architex Bergerac CcoM Approved Approved Approved UTR
Architex Berkshire COoM Not Tested Not Tested Not Tested UTR
Architex Bermuda COoM Not Tested Not Tested Not Tested UTR
Architex Big Bird CcoM Not Tested Not Tested Not Tested UTR
Architex Big Game CcoM Not Tested Not Tested Not Tested UTR
Architex Big Sur CcoM Not Tested Not Tested Not Tested UTR
Architex Billow COoM Denied Denied Denied RR

Architex Bittersweet COoM Not Tested Not Tested Not Tested RR

Architex Bloom COoM Not Tested Not Tested Not Tested UTR
Architex Bluff COoM Not Tested Not Tested Not Tested UTR
Architex Bobbin COoM Not Tested Not Tested Not Tested UTR
Architex Born And Bred COoM Not Tested Not Tested Not Tested UTR
Architex Boston COoM Not Tested Not Tested Not Tested UTR
Architex Boucle COoM Not Tested Not Tested Not Tested UTR
Architex Boudoir COoM Not Tested Not Tested Not Tested UTR
Architex Boyle CcoM Not Tested Not Tested Not Tested UTR
Architex Brick And Mortar COoM Not Tested Not Tested Not Tested UTR
Architex Brigantine CcoM Not Tested Not Tested Not Tested UTR
Architex Brook COoM Not Tested Not Tested Not Tested UTR
Architex Brushed Metallic COoM Not Tested Not Tested Not Tested UTR
Architex Buccaneer COoM Not Tested Not Tested Not Tested UTR
Architex Buenos Aires COoM Not Tested Not Tested Not Tested UTR
Architex Burlington CcoM Not Tested Not Tested Not Tested UTR
Architex Cabriolet COoM Not Tested Not Tested Not Tested UTR
Architex Cadillac COoM Not Tested Not Tested Not Tested UTR
Architex Calabasas COoM Not Tested Not Tested Not Tested UTR
Architex Cancan COoM Not Tested Not Tested Not Tested UTR
Architex Cape Town CcoM Not Tested Not Tested Not Tested UTR
Architex Caracas COoM Denied Denied Denied RR

Architex Carat COoM Not Tested Not Tested Not Tested UTR
Architex Cardiff CcoM Approved Approved Approved UTR
Architex Cardigan CcoM Not Tested Not Tested Not Tested UTR
Architex Carnegie Hill CcoM Not Tested Not Tested Not Tested UTR
Architex Casco CoM Not Tested Not Tested Not Tested UTR
Architex Catch Me If You Can COoM Not Tested Not Tested Not Tested UTR
Architex Catwalk COoM Not Tested Not Tested Not Tested UTR
Architex Chain Link COoM Not Tested Not Tested Not Tested UTR
Architex Chambray CcoM Not Tested Not Tested Not Tested UTR
Architex Champagne CcoM Not Tested Not Tested Not Tested UTR
Architex Charleston CcoM Approved Approved Approved UTR
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Architex Chaucer COoM Not Tested Not Tested Not Tested UTR
Architex Chenille Waistcoat COoM Not Tested Not Tested Not Tested UTR
Architex Chesham CcoM Approved Approved Approved UTR
Architex Chetlenham CcoM Approved Approved Approved UTR
Architex Chronicle COoM Not Tested Not Tested Not Tested UTR
Architex Cirrus COoM Not Tested Not Tested Not Tested UTR
Architex Clam Digger CcoM Not Tested Not Tested Not Tested RR

Architex Classic COoM Not Tested Not Tested Not Tested UTR
Architex Cleo COoM Not Tested Not Tested Not Tested UTR
Architex Clique CcoM Not Tested Not Tested Not Tested UTR
Architex Clydesdale CcoM Not Tested Not Tested Not Tested UTR
Architex Coachella COoM Not Tested Not Tested Not Tested UTR
Architex Coconut Grove COoM Not Tested Not Tested Not Tested UTR
Architex Code COoM Not Tested Not Tested Not Tested UTR
Architex Coexist COoM Not Tested Not Tested Not Tested UTR
Architex Community CcoM Not Tested Not Tested Not Tested UTR
Architex Composed CcoM Denied Denied Denied UTR
Architex Cool Comfort COoM Not Tested Not Tested Not Tested UTR
Architex Cooper CcoM Not Tested Not Tested Not Tested UTR
Architex Coral Gables CcoM Approved Approved Approved UTR
Architex Corddry CcoM Denied Denied Denied UTR
Architex Core COoM Not Tested Not Tested Not Tested UTR
Architex Corinthian COoM Denied Denied Denied UTR
Architex Corrales COoM Not Tested Not Tested Not Tested UTR
Architex Court COoM Not Tested Not Tested Not Tested UTR
Architex Couture CcoM Approved Approved Approved UTR
Architex Cowboy CcoM Not Tested Not Tested Not Tested UTR
Architex Crazy Horse CcoM Not Tested Not Tested Not Tested UTR
Architex Crepon CcoM Not Tested Not Tested Not Tested UTR
Architex Crescendo COoM Not Tested Not Tested Not Tested UTR
Architex Crew COoM Not Tested Not Tested Not Tested UTR
Architex Crossover COoM Not Tested Not Tested Not Tested RR

Architex Cupertino CcoM Not Tested Not Tested Not Tested UTR
Architex Cupid CcoM Approved Approved Approved UTR
Architex Cutting Edge CcoM Not Tested Not Tested Not Tested RR

Architex Dakar COoM Not Tested Not Tested Not Tested UTR
Architex Dakota COoM Not Tested Not Tested Not Tested UTR
Architex Dapple CcoM Not Tested Not Tested Not Tested UTR
Architex Dash CcoM Approved Approved Approved UTR
Architex Daydream CcoM Not Tested Not Tested Not Tested UTR
Architex Debonair COoM Not Tested Not Tested Not Tested UTR
Architex Debutante CcoM Approved Approved Approved UTR
Architex Delight CcoM Not Tested Not Tested Not Tested UTR
Architex District COoM Not Tested Not Tested Not Tested UTR
Architex Doodle COoM Not Tested Not Tested Not Tested UTR
Architex Dorian COoM Not Tested Not Tested Not Tested UTR
Architex Draper CcoM Not Tested Not Tested Not Tested UTR
Architex Drizzle CcoM Approved Approved Approved UTR
Architex Dublin COoM Not Tested Not Tested Not Tested UTR
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Architex Dumbo COoM Not Tested Not Tested Not Tested UTR
Architex Duotone COoM Not Tested Not Tested Not Tested UTR
Architex Dupioni CcoM Not Tested Not Tested Not Tested UTR
Architex East Village CcoM Not Tested Not Tested Not Tested UTR
Architex Echelon COoM Not Tested Not Tested Not Tested UTR
Architex Edge CcoM Not Tested Not Tested Not Tested UTR
Architex Editor COoM Not Tested Not Tested Not Tested UTR
Architex Elite COoM Not Tested Not Tested Not Tested UTR
Architex Elvis COoM Denied Denied Denied UTR
Architex Emergent CcoM Approved Approved Approved UTR
Architex Enamored COoM Not Tested Not Tested Not Tested UTR
Architex English Leather CcoM Not Tested Not Tested Not Tested UTR
Architex English Suede CcoM Not Tested Not Tested Not Tested UTR
Architex Entangle CcoM Not Tested Not Tested Not Tested UTR
Architex Epingle CcoM Not Tested Not Tested Not Tested UTR
Architex Equestrian CcoM Not Tested Not Tested Not Tested UTR
Architex Estoile COoM Denied Denied Denied UTR
Architex Etch COoM Not Tested Not Tested Not Tested UTR
Architex Etienne COoM Not Tested Not Tested Not Tested UTR
Architex Evolution CcoM Approved Approved Approved UTR
Architex Excursion COoM Not Tested Not Tested Not Tested UTR
Architex Fedora COoM Not Tested Not Tested Not Tested UTR
Architex Fibonacci COoM Not Tested Not Tested Not Tested UTR
Architex Filly CcoM Not Tested Not Tested Not Tested UTR
Architex Fine Point Velvet COoM Not Tested Not Tested Not Tested UTR
Architex First Class COoM Not Tested Not Tested Not Tested UTR
Architex Fit COoM Not Tested Not Tested Not Tested UTR
Architex Flagship CcoM Not Tested Not Tested Not Tested UTR
Architex Flannela CcoM Approved Approved Approved UTR
Architex Flatiron COoM Not Tested Not Tested Not Tested UTR
Architex Flex COoM Not Tested Not Tested Not Tested RR

Architex Flights Of Fancy CcoM Not Tested Not Tested Not Tested UTR
Architex Florida COoM Not Tested Not Tested Not Tested UTR
Architex Flourish COoM Denied Denied Denied UTR
Architex Flower Market COoM Not Tested Not Tested Not Tested UTR
Architex Foiled COoM Not Tested Not Tested Not Tested UTR
Architex Folio COoM Not Tested Not Tested Not Tested UTR
Architex Follow The Leader COoM Not Tested Not Tested Not Tested RR

Architex Free Hand COoM Not Tested Not Tested Not Tested UTR
Architex Friendship CcoM Not Tested Not Tested Not Tested RR

Architex Frolic COoM Not Tested Not Tested Not Tested UTR
Architex Frond COoM Not Tested Not Tested Not Tested UTR
Architex Front Desk CoM Not Tested Not Tested Not Tested RR

Architex Gecko COoM Not Tested Not Tested Not Tested UTR
Architex Gia COoM Not Tested Not Tested Not Tested UTR
Architex Glazed N Confused COoM Not Tested Not Tested Not Tested UTR
Architex Glint COoM Not Tested Not Tested Not Tested UTR
Architex Glitz COoM Not Tested Not Tested Not Tested UTR
Architex Gloucester COoM Denied Denied Denied UTR
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Architex Good Day Sunshine CcoM Denied Denied Denied UTR
Architex Grafton CcoM Approved Approved Approved UTR
Architex Grasscloth COoM Not Tested Not Tested Not Tested UTR
Architex Great Dane COoM Not Tested Not Tested Not Tested UTR
Architex Greenwich COoM Not Tested Not Tested Not Tested UTR
Architex Haberdasher COoM Not Tested Not Tested Not Tested UTR
Architex Hampstead CcoM Approved Approved Approved UTR
Architex Happy CcoM Not Tested Not Tested Not Tested UTR
Architex Harbor Lights CcoM Not Tested Not Tested Not Tested UTR
Architex Hashtag CcoM Not Tested Not Tested Not Tested UTR
Architex Hathaway CcoM Not Tested Not Tested Not Tested UTR
Architex Haute Seat COoM Not Tested Not Tested Not Tested UTR
Architex Havana COoM Not Tested Not Tested Not Tested UTR
Architex Healthy CcoM Approved Approved Approved UTR
Architex Heritage CcoM Not Tested Not Tested Not Tested UTR
Architex Hero CcoM Approved Approved Approved UTR
Architex Hidden Hills COoM Not Tested Not Tested Not Tested UTR
Architex High Line CcoM Denied Denied Denied UTR
Architex High Noon CcoM Approved Approved Approved UTR
Architex Highway CcoM Not Tested Not Tested Not Tested UTR
Architex Himalayan CcoM Approved Approved Approved UTR
Architex Hint COoM Not Tested Not Tested Not Tested UTR
Architex Hit Parade CcoM Approved Approved Approved UTR
Architex Hive COoM Not Tested Not Tested Not Tested RR

Architex Homespun CcoM Not Tested Not Tested Not Tested UTR
Architex Honeycomb CcoM Not Tested Not Tested Not Tested UTR
Architex Hook COoM Not Tested Not Tested Not Tested UTR
Architex Hoop CcoM Not Tested Not Tested Not Tested UTR
Architex Hopsack CcoM Not Tested Not Tested Not Tested UTR
Architex How Dashing CcoM Not Tested Not Tested Not Tested UTR
Architex Hurlingham CcoM Approved Approved Approved UTR
Architex Hush COoM Not Tested Not Tested Not Tested UTR
Architex Hyde CcoM Not Tested Not Tested Not Tested UTR
Architex Icon COoM Denied Denied Denied UTR
Architex Ikat COoM Not Tested Not Tested Not Tested UTR
Architex In Rio COoM Not Tested Not Tested Not Tested UTR
Architex Insideout COoM Not Tested Not Tested Not Tested UTR
Architex Inspire CcoM Not Tested Not Tested Not Tested RR

Architex Interlock COoM Not Tested Not Tested Not Tested UTR
Architex Intricato COoM Not Tested Not Tested Not Tested UTR
Architex Irresistible COoM Not Tested Not Tested Not Tested UTR
Architex Irving CcoM Denied Denied Denied UTR
Architex Isla CoM Not Tested Not Tested Not Tested UTR
Architex Jump For Joy CcoM Not Tested Not Tested Not Tested UTR
Architex Kettering CcoM Not Tested Not Tested Not Tested UTR
Architex Kindred COoM Not Tested Not Tested Not Tested UTR
Architex Kingham CcoM Approved Approved Approved UTR
Architex Kips Bay CcoM Not Tested Not Tested Not Tested UTR
Architex Laceum CcoM Approved Approved Approved UTR
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Architex Lakota COoM Not Tested Not Tested Not Tested UTR
Architex Lavish CcoM Approved Approved Approved UTR
Architex Layers CcoM Not Tested Not Tested Not Tested UTR
Architex Leatheretta COoM Not Tested Not Tested Not Tested UTR
Architex Legacy CcoM Not Tested Not Tested Not Tested UTR
Architex Legend CcoM Not Tested Not Tested Not Tested UTR
Architex Leisure COoM Denied Denied Denied UTR
Architex Lennon COoM Not Tested Not Tested Not Tested UTR
Architex Lex COoM Denied Denied Denied UTR
Architex Liege CcoM Not Tested Not Tested Not Tested UTR
Architex Line Dance COoM Not Tested Not Tested Not Tested UTR
Architex Line Drive COoM Not Tested Not Tested Not Tested UTR
Architex Lodge CcoM Not Tested Not Tested Not Tested UTR
Architex Lombard COoM Not Tested Not Tested Not Tested UTR
Architex Long Play CcoM Not Tested Not Tested Not Tested UTR
Architex Loose Ends COoM Not Tested Not Tested Not Tested UTR
Architex Los Altos COoM Not Tested Not Tested Not Tested UTR
Architex Luca COoM Not Tested Not Tested Not Tested UTR
Architex Lucy in the Sky CcoM Approved Approved Approved UTR
Architex Lusso COoM Not Tested Not Tested Not Tested UTR
Architex Luster COoM Not Tested Not Tested Not Tested UTR
Architex Mademoiselle COoM Not Tested Not Tested Not Tested UTR
Architex Malham COoM Not Tested Not Tested Not Tested UTR
Architex Mammoth COoM Not Tested Not Tested Not Tested UTR
Architex Manhattan Valley CcoM Not Tested Not Tested Not Tested UTR
Architex Manzanita COoM Not Tested Not Tested Not Tested RR

Architex Marqueyssac CcoM Not Tested Not Tested Not Tested UTR
Architex Marquisette CcoM Not Tested Not Tested Not Tested UTR
Architex Marylebone CcoM Not Tested Not Tested Not Tested UTR
Architex Matrix COoM Not Tested Not Tested Not Tested UTR
Architex Mcqueen CcoM Approved Approved Approved UTR
Architex Melange CcoM Not Tested Not Tested Not Tested UTR
Architex Membership CcoM Not Tested Not Tested Not Tested UTR
Architex Merchant COoM Not Tested Not Tested Not Tested UTR
Architex Meridian COoM Not Tested Not Tested Not Tested UTR
Architex Merrill COoM Not Tested Not Tested Not Tested UTR
Architex Mic Mac CcoM Approved Approved Approved UTR
Architex Midday CcoM Not Tested Not Tested Not Tested UTR
Architex Middleton COoM Not Tested Not Tested Not Tested UTR
Architex Midlands COoM Not Tested Not Tested Not Tested UTR
Architex Midtown COoM Not Tested Not Tested Not Tested UTR
Architex Mineral COoM Not Tested Not Tested Not Tested UTR
Architex Minimal CoM Not Tested Not Tested Not Tested UTR
Architex Moda COoM Not Tested Not Tested Not Tested UTR
Architex Modena COoM Not Tested Not Tested Not Tested UTR
Architex Monarchy CcoM Approved Approved Approved UTR
Architex Monolith COoM Not Tested Not Tested Not Tested UTR
Architex Montauk COoM Not Tested Not Tested Not Tested UTR
Architex Montecito COoM Denied Denied Denied UTR
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Architex Monterey CcoM Not Tested Not Tested Not Tested UTR
Architex Montmartre COoM Not Tested Not Tested Not Tested UTR
Architex Moonglow CcoM Not Tested Not Tested Not Tested UTR
Architex Moors COoM Not Tested Not Tested Not Tested UTR
Architex Morin COoM Not Tested Not Tested Not Tested UTR
Architex Mount McKinley CcoM Not Tested Not Tested Not Tested UTR
Architex Mountaineer COoM Not Tested Not Tested Not Tested UTR
Architex Moxie COoM Not Tested Not Tested Not Tested UTR
Architex Mr Eddie COoM Not Tested Not Tested Not Tested UTR
Architex Muslin COoM Not Tested Not Tested Not Tested UTR
Architex Mustang CcoM Not Tested Not Tested Not Tested UTR
Architex Nakoda CcoM Approved Approved Approved UTR
Architex Nest CcoM Approved Approved Approved UTR
Architex New Deal CcoM Approved Approved Approved UTR
Architex Night Code CcoM Not Tested Not Tested Not Tested UTR
Architex Nili COoM Not Tested Not Tested Not Tested UTR
Architex No Strings Attached CcoM Not Tested Not Tested Not Tested UTR
Architex Noble COoM Not Tested Not Tested Not Tested UTR
Architex Olympus CcoM Not Tested Not Tested Not Tested UTR
Architex Orchestra COoM Not Tested Not Tested Not Tested RR

Architex Organza CcoM Not Tested Not Tested Not Tested UTR
Architex Otto CcoM Approved Approved Approved UTR
Architex Outfit CcoM Approved Approved Approved UTR
Architex Oxide COoM Not Tested Not Tested Not Tested UTR
Architex Paddle Leaf COoM Not Tested Not Tested Not Tested UTR
Architex Pagoda CcoM Not Tested Not Tested Not Tested UTR
Architex Palo Alto COoM Not Tested Not Tested Not Tested UTR
Architex Paola CcoM Approved Approved Approved UTR
Architex Paragon CcoM Not Tested Not Tested Not Tested UTR
Architex Paramour CcoM Approved Approved Approved UTR
Architex Pastimes COoM Not Tested Not Tested Not Tested UTR
Architex Patent COoM Not Tested Not Tested Not Tested UTR
Architex Pathway CcoM Not Tested Not Tested Not Tested UTR
Architex Pearlescent COoM Not Tested Not Tested Not Tested UTR
Architex Pelle CcoM Approved Approved Approved UTR
Architex Pendlesome CcoM Approved Approved Approved UTR
Architex Peony CcoM Approved Approved Approved UTR
Architex Pinkerton COoM Not Tested Not Tested Not Tested UTR
Architex Pinna COoM Denied Denied Denied RR

Architex Pipeline CcoM Not Tested Not Tested Not Tested RR

Architex Pivot COoM Not Tested Not Tested Not Tested UTR
Architex Plaid All Over COoM Not Tested Not Tested Not Tested UTR
Architex Plaited CoM Not Tested Not Tested Not Tested UTR
Architex Plenty CcoM Approved Approved Approved UTR
Architex Pollux COoM Not Tested Not Tested Not Tested UTR
Architex Poof COoM Not Tested Not Tested Not Tested UTR
Architex Poplin CcoM Approved Approved Approved UTR
Architex Positano COoM Not Tested Not Tested Not Tested UTR
Architex Posy CcoM Approved Approved Approved UTR
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Architex Prescription CcoM Not Tested Not Tested Not Tested UTR
Architex Pretty CcoM Not Tested Not Tested Not Tested UTR
Architex Printemps CcoM Denied Denied Denied UTR
Architex Privateer CcoM Approved Approved Approved UTR
Architex Progress CcoM Not Tested Not Tested Not Tested UTR
Architex Pumice COoM Not Tested Not Tested Not Tested UTR
Architex Puppytooth CcoM Not Tested Not Tested Not Tested UTR
Architex Pureasana CcoM Approved Approved Approved UTR
Architex Purebrindle COoM Not Tested Not Tested Not Tested UTR
Architex Purechenille COoM Not Tested Not Tested Not Tested UTR
Architex Purecoco COoM Not Tested Not Tested Not Tested UTR
Architex Purecorduroy CcoM Not Tested Not Tested Not Tested UTR
Architex Purecurlicue CcoM Approved Approved Approved UTR
Architex Purefelt COoM Not Tested Not Tested Not Tested UTR
Architex Purefleece COoM Not Tested Not Tested Not Tested UTR
Architex Pureflow COoM Not Tested Not Tested Not Tested UTR
Architex Pureglint CcoM Not Tested Not Tested Not Tested UTR
Architex Pureherringbone CcoM Not Tested Not Tested Not Tested UTR
Architex Purehopsack CcoM Not Tested Not Tested Not Tested UTR
Architex Puremeditation COoM Not Tested Not Tested Not Tested UTR
Architex Puremod COoM Not Tested Not Tested Not Tested UTR
Architex Puremontrose CcoM Approved Approved Approved UTR
Architex Purenubuck COoM Not Tested Not Tested Not Tested UTR
Architex Purepoint CcoM Approved Approved Approved UTR
Architex Puretwill COoM Not Tested Not Tested Not Tested UTR
Architex Purevelour COoM Not Tested Not Tested Not Tested UTR
Architex Purevelvet CcoM Approved Approved Approved UTR
Architex Quilt COoM Not Tested Not Tested Not Tested UTR
Architex Radius COoM Not Tested Not Tested Not Tested UTR
Architex Razzle Dazzle COoM Not Tested Not Tested Not Tested UTR
Architex Rebel CcoM Approved Approved Approved UTR
Architex Reed COoM Not Tested Not Tested Not Tested UTR
Architex Reel Leather COoM Not Tested Not Tested Not Tested UTR
Architex Relax COoM Not Tested Not Tested Not Tested UTR
Architex Relic COoM Denied Denied Denied UTR
Architex Reptile CcoM Not Tested Not Tested Not Tested UTR
Architex Ring Toss CcoM Not Tested Not Tested Not Tested UTR
Architex Ripples CcoM Not Tested Not Tested Not Tested UTR
Architex Rocky Mountain CcoM Not Tested Not Tested Not Tested UTR
Architex Rolling Hills CcoM Not Tested Not Tested Not Tested UTR
Architex Roman COoM Not Tested Not Tested Not Tested UTR
Architex Royale CcoM Not Tested Not Tested Not Tested UTR
Architex Rugged CcoM Not Tested Not Tested Not Tested UTR
Architex Ruth COoM Not Tested Not Tested Not Tested UTR
Architex Ryder CcoM Approved Approved Approved UTR
Architex Sag Harbor CcoM Not Tested Not Tested Not Tested UTR
Architex Salt Spring CcoM Not Tested Not Tested Not Tested UTR
Architex Sandbox COoM Not Tested Not Tested Not Tested UTR
Architex Sandwashed CcoM Approved Approved Approved UTR
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Architex Savant COoM Not Tested Not Tested Not Tested UTR
Architex Scottie COoM Not Tested Not Tested Not Tested UTR
Architex Scottsdale COoM Denied Denied Denied UTR
Architex Seabed COoM Denied Denied Denied UTR
Architex Seamstress COoM Not Tested Not Tested Not Tested UTR
Architex Seaside COoM Not Tested Not Tested Not Tested UTR
Architex Semi Precious COoM Not Tested Not Tested Not Tested UTR
Architex Sequence CcoM Not Tested Not Tested Not Tested UTR
Architex Shabby And Chic CcoM Denied Denied Denied UTR
Architex Sharkskin COoM Not Tested Not Tested Not Tested UTR
Architex Shetland CcoM Approved Approved Approved UTR
Architex Shilling CcoM Not Tested Not Tested Not Tested UTR
Architex Shoreline COoM Not Tested Not Tested Not Tested UTR
Architex Shower COoM Denied Denied Denied UTR
Architex Shuttle COoM Not Tested Not Tested Not Tested UTR
Architex Silicone Swayed CcoM Approved Approved Approved UTR
Architex Simplicity CcoM Not Tested Not Tested Not Tested UTR
Architex Skyway CcoM Not Tested Not Tested Not Tested UTR
Architex Slick COoM Denied Denied Denied UTR
Architex Slow Dance CcoM Approved Approved Approved UTR
Architex Smoothie COoM Not Tested Not Tested Not Tested UTR
Architex So Square CcoM Not Tested Not Tested Not Tested UTR
Architex Soho COoM Not Tested Not Tested Not Tested UTR
Architex Sole COoM Not Tested Not Tested Not Tested UTR
Architex Somersault COoM Not Tested Not Tested Not Tested UTR
Architex Sound Bite COoM Not Tested Not Tested Not Tested UTR
Architex Spoonful CcoM Not Tested Not Tested Not Tested UTR
Architex Sport Jacket CcoM Not Tested Not Tested Not Tested RR

Architex St Barts COoM Not Tested Not Tested Not Tested UTR
Architex Stagecoach CcoM Not Tested Not Tested Not Tested UTR
Architex Static COoM Not Tested Not Tested Not Tested UTR
Architex Steed CcoM Approved Approved Approved UTR
Architex Straight Talk CcoM Approved Approved Approved UTR
Architex Straight Up CcoM Not Tested Not Tested Not Tested RR

Architex Stuyvesant CcoM Not Tested Not Tested Not Tested UTR
Architex Stylist CcoM Not Tested Not Tested Not Tested UTR
Architex Suite COoM Denied Denied Denied UTR
Architex Sultan CcoM Approved Approved Approved UTR
Architex Sundance COoM Not Tested Not Tested Not Tested UTR
Architex Sunnyvale CcoM Not Tested Not Tested Not Tested UTR
Architex Surface COoM Not Tested Not Tested Not Tested UTR
Architex Sutherland CcoM Approved Approved Approved UTR
Architex Swayed CcoM Not Tested Not Tested Not Tested UTR
Architex Swerve COoM Not Tested Not Tested Not Tested UTR
Architex Sybarite CcoM Not Tested Not Tested Not Tested UTR
Architex Sylk CcoM Not Tested Not Tested Not Tested UTR
Architex Tailor Made COoM Not Tested Not Tested Not Tested UTR
Architex Tampa Bay CcoM Denied Denied Denied UTR
Architex Tannery CcoM Not Tested Not Tested Not Tested UTR
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Architex Tapatio CcoM Not Tested Not Tested Not Tested UTR
Architex Tattered Tale COoM Not Tested Not Tested Not Tested UTR
Architex Telegraph CcoM Denied Denied Denied UTR
Architex Templeton CcoM Not Tested Not Tested Not Tested UTR
Architex Tenacious COoM Not Tested Not Tested Not Tested UTR
Architex Terra COoM Not Tested Not Tested Not Tested UTR
Architex Terroir COoM Not Tested Not Tested Not Tested UTR
Architex Tessellation CcoM Approved Approved Approved UTR
Architex Tetris COoM Not Tested Not Tested Not Tested UTR
Architex Textura CcoM Approved Approved Approved UTR
Architex Thalys CcoM Not Tested Not Tested Not Tested RR

Architex The Find COoM Denied Denied Denied UTR
Architex Theorem COoM Not Tested Not Tested Not Tested UTR
Architex Thespian CcoM Not Tested Not Tested Not Tested UTR
Architex Thornton COoM Not Tested Not Tested Not Tested UTR
Architex Thoroughbred CcoM Not Tested Not Tested Not Tested UTR
Architex Thrive COoM Not Tested Not Tested Not Tested UTR
Architex Tickle COoM Not Tested Not Tested Not Tested UTR
Architex Timberline COoM Not Tested Not Tested Not Tested RR

Architex Timeless COoM Not Tested Not Tested Not Tested UTR
Architex Tonic COoM Not Tested Not Tested Not Tested UTR
Architex Topsy Turvy CcoM Approved Approved Approved UTR
Architex Toulouse CcoM Approved Approved Approved UTR
Architex Treble COoM Not Tested Not Tested Not Tested UTR
Architex Tribeca COoM Not Tested Not Tested Not Tested UTR
Architex Triumph CcoM Not Tested Not Tested Not Tested UTR
Architex Turnabout CcoM Approved Approved Approved UTR
Architex Tussar CcoM Approved Approved Approved UTR
Architex Tweed COoM Not Tested Not Tested Not Tested UTR
Architex Tweedledee COoM Not Tested Not Tested Not Tested UTR
Architex Tweedsmuir COoM Not Tested Not Tested Not Tested UTR
Architex Twentieth Century CcoM Not Tested Not Tested Not Tested UTR
Architex Twilleries COoM Not Tested Not Tested Not Tested UTR
Architex Twinkle CcoM Approved Approved Approved UTR
Architex Twist Again CcoM Not Tested Not Tested Not Tested UTR
Architex Tycoon CcoM Not Tested Not Tested Not Tested UTR
Architex Ultrachevron COoM Not Tested Not Tested Not Tested UTR
Architex Ultracrush CcoM Approved Approved Approved UTR
Architex Ultraflannel CcoM Approved Approved Approved UTR
Architex Ultraposh CcoM Approved Approved Approved UTR
Architex Undersea COoM Not Tested Not Tested Not Tested UTR
Architex Unite COoM Not Tested Not Tested Not Tested UTR
Architex Valais CoM Not Tested Not Tested Not Tested UTR
Architex Valencia COoM Not Tested Not Tested Not Tested UTR
Architex Valloires CcoM Approved Approved Approved UTR
Architex Vanish COoM Not Tested Not Tested Not Tested UTR
Architex Vaulted COoM Not Tested Not Tested Not Tested UTR
Architex Veloce COoM Denied Denied Denied UTR
Architex Verve COoM Not Tested Not Tested Not Tested UTR
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Architex Voila COoM Not Tested Not Tested Not Tested UTR
Architex Wade COoM Denied Denied Denied UTR
Architex Waistcoat COoM Not Tested Not Tested Not Tested UTR
Architex Waiuku COoM Not Tested Not Tested Not Tested UTR
Architex Wales CcoM Approved Approved Approved UTR
Architex Wardrobe CcoM Approved Approved Approved UTR
Architex Waterford COoM Not Tested Not Tested Not Tested UTR
Architex Wellness COoM Not Tested Not Tested Not Tested UTR
Architex Westminster CcoM Approved Approved Approved UTR
Architex What The Fray CcoM Denied Denied Denied UTR
Architex Whitehall COoM Not Tested Not Tested Not Tested UTR
Architex Wiggle CcoM Not Tested Not Tested Not Tested UTR
Architex Wind Wave COoM Denied Denied Denied UTR
Architex Wisdom COoM Not Tested Not Tested Not Tested RR
Architex Wish CcoM Approved Approved Approved UTR
Architex Wisteria CcoM Approved Approved Approved UTR
Architex Wormwood CcoM Approved Approved Approved UTR
Architex Worsted COoM Not Tested Not Tested Not Tested UTR
Architex Yavapai CcoM Not Tested Not Tested Not Tested RR
Architex Yellowstone COoM Not Tested Not Tested Not Tested UTR
Architex Yorkville COoM Not Tested Not Tested Not Tested UTR
Architex You Are A Gem COoM Not Tested Not Tested Not Tested UTR
Architex Your Bird Can Sing CcoM Not Tested Not Tested Not Tested UTR
Architex Urban CcoM Approved Approved Approved UTR
Barbarossa Leather Matador Glazed coL Approved Approved Approved LEATHER
Barbarossa Leather Riviera coL Not Tested Not Tested Not Tested LEATHER
Barbarossa Leather Wildflower coL Not Tested Not Tested Not Tested LEATHER
Bernhardt Abstract COoM Not Tested Not Tested Not Tested UTR
Bernhardt Ace COoM Not Tested Not Tested Not Tested UTR
Bernhardt Align CcoM Approved Approved Approved UTR
Bernhardt Allude CcoM Approved Approved Approved UTR
Bernhardt Array CcoM Approved Approved Approved UTR
Bernhardt Ashayer CcoM Denied Denied Denied UTR
Bernhardt Aspire CcoM Approved Approved Approved UTR
Bernhardt Babayee CcoM Approved Approved Approved UTR
Bernhardt Baft COoM Not Tested Not Tested Not Tested UTR
Bernhardt Bella CcoM Approved Approved Approved UTR
Bernhardt Block COoM Not Tested Not Tested Not Tested UTR
Bernhardt Bomber Jacket COoM Not Tested Not Tested Not Tested UTR
Bernhardt Brisa CcoM Approved Approved Approved UTR
Bernhardt Cadence CcoM Approved Approved Approved UTR
Bernhardt Cameo CcoM Approved Approved Approved UTR
Bernhardt Canvas CoM Not Tested Not Tested Not Tested UTR
Bernhardt Capture CcoM Approved Approved Approved UTR
Bernhardt Cherish CcoM Approved Approved Approved UTR
Bernhardt Chunky CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Cielo CcoM Approved Approved Approved UTR
Bernhardt Classic Fit CcoM Approved Approved Approved UTR
Bernhardt Coast COoM Not Tested Not Tested Not Tested UTR
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Bernhardt Cross Stitch COoM Not Tested Not Tested Not Tested UTR
Bernhardt Cue CcoM Approved Approved Approved UTR
Bernhardt Dani COoM Not Tested Not Tested Not Tested UTR
Bernhardt Dash COoM Not Tested Not Tested Not Tested UTR
Bernhardt Daybreak CcoM Approved Approved Approved UTR
Bernhardt Diffuse CcoM Approved Approved Approved UTR
Bernhardt Drift COoM Not Tested Not Tested Not Tested UTR
Bernhardt Elan coL Approved Approved Approved LEATHER
Bernhardt Element CcoM Approved Approved Approved UTR
Bernhardt Emerge CcoM Approved Approved Approved UTR
Bernhardt Endure CcoM Approved Approved Approved UTR
Bernhardt Envoy CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Essential coL Approved Approved Approved LEATHER
Bernhardt Excel CcoM Approved Approved Approved UTR
Bernhardt Feather COoM Not Tested Not Tested Not Tested UTR
Bernhardt Flicker COoM Not Tested Not Tested Not Tested UTR
Bernhardt Flight CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Focus CcoM Approved Approved Approved UTR
Bernhardt Forte CcoM Approved Approved Approved UTR
Bernhardt Fresca COoM Not Tested Not Tested Not Tested UTR
Bernhardt Grid CcoM Approved Approved Approved UTR
Bernhardt Groove COoM Not Tested Not Tested Not Tested UTR
Bernhardt Haven COoM Not Tested Not Tested Not Tested UTR
Bernhardt Hendese CcoM Approved Approved Approved UTR
Bernhardt Hero COoM Denied Denied Denied UTR
Bernhardt Hitch COoM Not Tested Not Tested Not Tested UTR
Bernhardt Image CcoM Denied Denied Denied UTR
Bernhardt Imprint CcoM Denied Denied Denied UTR
Bernhardt Istanbul COoM Not Tested Not Tested Not Tested UTR
Bernhardt Kaleidoscope CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Kavir CcoM Approved Approved Approved UTR
Bernhardt Link COoM Not Tested Not Tested Not Tested UTR
Bernhardt Live Wire COoM Not Tested Not Tested Not Tested UTR
Bernhardt Longshot CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Loop CcoM Approved Approved Approved UTR
Bernhardt Lustre COoM Not Tested Not Tested Not Tested UTR
Bernhardt Maven COoM Not Tested Not Tested Not Tested UTR
Bernhardt Maverick COoM Not Tested Not Tested Not Tested UTR
Bernhardt Merit COoM Not Tested Not Tested Not Tested UTR
Bernhardt Mesh COoM Not Tested Not Tested Not Tested UTR
Bernhardt Midnight CcoM Approved Approved Approved UTR
Bernhardt Mingle CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Mirage CcoM Approved Approved Approved UTR
Bernhardt Monarch COoM Not Tested Not Tested Not Tested UTR
Bernhardt Muse COoM Denied Denied Denied UTR
Bernhardt Net CcoM Approved Approved Approved UTR
Bernhardt Network COoM Not Tested Not Tested Not Tested UTR
Bernhardt Nightfall CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Nova CcoM Approved Approved Approved UTR
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Bernhardt Oasis CcoM Approved Approved Approved UTR
Bernhardt Opal CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Palette COoM Not Tested Not Tested Not Tested UTR
Bernhardt Parlay CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Patina CcoM Approved Approved Approved UTR
Bernhardt Pavement COoM Denied Denied Denied UTR
Bernhardt Pearl CcoM Approved Approved Approved UTR
Bernhardt Perfect Plaid CcoM Approved Approved Approved UTR
Bernhardt Pinball COoM Not Tested Not Tested Not Tested UTR
Bernhardt Pix COoM Not Tested Not Tested Not Tested UTR
Bernhardt Plain | COoM Not Tested Not Tested Not Tested UTR
Bernhardt Plush COoM Not Tested Not Tested Not Tested UTR
Bernhardt Pocket Square CcoM Approved Approved Approved UTR
Bernhardt Posh COoM Not Tested Not Tested Not Tested UTR
Bernhardt Precision COoM Not Tested Not Tested Not Tested UTR
Bernhardt Prize COoM Not Tested Not Tested Not Tested UTR
Bernhardt Quake COoM Not Tested Not Tested Not Tested UTR
Bernhardt Radar COoM Not Tested Not Tested Not Tested UTR
Bernhardt Random COoM Not Tested Not Tested Not Tested UTR
Bernhardt Rapina CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Rogue coL Denied Denied Denied LEATHER
Bernhardt Roulette COoM Not Tested Not Tested Not Tested UTR
Bernhardt Rumor CcoM Approved Approved Approved UTR
Bernhardt Savvy CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Seeing Stars CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Sequence CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Sereno CcoM Approved Approved Approved UTR
Bernhardt Sheridan COoM Not Tested Not Tested Not Tested UTR
Bernhardt Shift CcoM Approved Approved Approved UTR
Bernhardt Shimmer COoM Not Tested Not Tested Not Tested UTR
Bernhardt Shuffle COoM Not Tested Not Tested Not Tested UTR
Bernhardt Sketch COoM Not Tested Not Tested Not Tested UTR
Bernhardt Smooth CcoM Approved Approved Approved UTR
Bernhardt Snap CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Snug CcoM Approved Approved Approved UTR
Bernhardt Soft COoM Not Tested Not Tested Not Tested UTR
Bernhardt Soft Spun CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Solo CcoM Approved Approved Approved UTR
Bernhardt Spark CcoM Approved Approved Approved UTR
Bernhardt Spree CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Still CcoM Approved Approved Approved UTR
Bernhardt Stitch COoM Not Tested Not Tested Not Tested UTR
Bernhardt Time CoM Not Tested Not Tested Not Tested UTR
Bernhardt Touch CcoM Approved Approved Approved UTR
Bernhardt Trophy CcoM Denied Denied Denied UTR
Bernhardt Twilight CcoM Approved Approved Approved UTR
Bernhardt Urban COoM Not Tested Not Tested Not Tested UTR
Bernhardt Valencia CcoM Approved Approved Approved UTR
Bernhardt Vella COoM Not Tested Not Tested Not Tested UTR
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Bernhardt Venture CcoM Approved Approved Approved UTR
Bernhardt Vignette CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Vista CcoM Approved Approved Approved UTR
Bernhardt Vivid CcoM Approved Approved Approved UTR
Bernhardt Weave COoM Not Tested Not Tested Not Tested UTR
Bernhardt Wing CcoM Denied Denied Denied UTR
Bernhardt Wing Il CcoM Denied Denied Denied UTR
Bernhardt Zig Zag CcoM Not Tested Not Tested Not Tested UTR
Bernhardt Zoom COoM Not Tested Not Tested Not Tested UTR
Blu Dot Toohey CcoM Denied Denied Denied UTR
Boltaflex ColorGuard COoM Not Tested Not Tested Not Tested UTR
Brentano Abracadabra COoM Not Tested Not Tested Not Tested UTR
Brentano Aerial COoM Not Tested Not Tested Not Tested UTR
Brentano Alloy CcoM Not Tested Not Tested Not Tested UTR
Brentano Anthem COoM Not Tested Not Tested Not Tested UTR
Brentano Apex CcoM Not Tested Not Tested Not Tested UTR
Brentano Archipelago CcoM Denied Denied Denied UTR
Brentano Arrow COoM Not Tested Not Tested Not Tested UTR
Brentano Astral COoM Not Tested Not Tested Not Tested UTR
Brentano Atelier COoM Not Tested Not Tested Not Tested UTR
Brentano Atlas CcoM Approved Approved Approved UTR
Brentano Azlin CcoM Approved Approved Approved UTR
Brentano Bamboo Cloth COoM Not Tested Not Tested Not Tested UTR
Brentano Barkcloth COoM Not Tested Not Tested Not Tested UTR
Brentano Basketry CcoM Denied Denied Denied UTR
Brentano Bhramari COoM Denied Denied Denied UTR
Brentano Big Band CcoM Not Tested Not Tested Not Tested UTR
Brentano Bijou CcoM Not Tested Not Tested Not Tested UTR
Brentano Bravo COoM Not Tested Not Tested Not Tested UTR
Brentano Bricolage CcoM Not Tested Not Tested Not Tested UTR
Brentano Bubbly CcoM Not Tested Not Tested Not Tested UTR
Brentano Cabana COoM Not Tested Not Tested Not Tested UTR
Brentano Cable Knit COoM Denied Denied Denied UTR
Brentano Cadence COoM Not Tested Not Tested Not Tested UTR
Brentano Calligraphy CcoM Not Tested Not Tested Not Tested UTR
Brentano Camelot COoM Not Tested Not Tested Not Tested UTR
Brentano Canyon CcoM Not Tested Not Tested Not Tested UTR
Brentano Capri CcoM Denied Denied Denied UTR
Brentano Caravan COoM Not Tested Not Tested Not Tested UTR
Brentano Carrick COoM Not Tested Not Tested Not Tested UTR
Brentano Casbah COoM Not Tested Not Tested Not Tested UTR
Brentano Casita COoM Not Tested Not Tested Not Tested UTR
Brentano Catai CoM Not Tested Not Tested Not Tested UTR
Brentano Cavetto COoM Not Tested Not Tested Not Tested UTR
Brentano Celebration CcoM Approved Approved Approved UTR
Brentano Ceylon CcoM Not Tested Not Tested Not Tested UTR
Brentano Charade COoM Not Tested Not Tested Not Tested UTR
Brentano Chatter CcoM Approved Approved Approved UTR
Brentano Chicago CcoM Not Tested Not Tested Not Tested UTR
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Brentano City Block CcoM Denied Denied Denied UTR
Brentano Cityscape CcoM Not Tested Not Tested Not Tested UTR
Brentano Clockwork CcoM Approved Approved Approved UTR
Brentano Cocktail COoM Not Tested Not Tested Not Tested UTR
Brentano Coloratura COoM Not Tested Not Tested Not Tested UTR
Brentano Comfort Zone COoM Not Tested Not Tested Not Tested UTR
Brentano Compass CcoM Not Tested Not Tested Not Tested UTR
Brentano Confetti COoM Not Tested Not Tested Not Tested UTR
Brentano Connection COoM Not Tested Not Tested Not Tested UTR
Brentano Construct COoM Not Tested Not Tested Not Tested UTR
Brentano Coquette CcoM Not Tested Not Tested Not Tested UTR
Brentano Coquillage CcoM Not Tested Not Tested Not Tested UTR
Brentano Corinthian CcoM Approved Approved Approved UTR
Brentano Cosmos COoM Not Tested Not Tested Not Tested UTR
Brentano Couture Quilt COoM Not Tested Not Tested Not Tested UTR
Brentano Cozy CcoM Not Tested Not Tested Not Tested UTR
Brentano Crossword COoM Not Tested Not Tested Not Tested UTR
Brentano Cubist COoM Not Tested Not Tested Not Tested UTR
Brentano Current COoM Not Tested Not Tested Not Tested UTR
Brentano D.LY. COoM Denied Denied Denied UTR
Brentano Dahlia COoM Not Tested Not Tested Not Tested UTR
Brentano Dancehall COoM Not Tested Not Tested Not Tested UTR
Brentano Dapple CcoM Not Tested Not Tested Not Tested UTR
Brentano Daydream CcoM Not Tested Not Tested Not Tested UTR
Brentano De-Vine COoM Not Tested Not Tested Not Tested UTR
Brentano Dizzy CcoM Not Tested Not Tested Not Tested UTR
Brentano Dorado COoM Not Tested Not Tested Not Tested UTR
Brentano Drift COoM Not Tested Not Tested Not Tested UTR
Brentano Duet COoM Not Tested Not Tested Not Tested UTR
Brentano Dynamo CcoM Not Tested Not Tested Not Tested UTR
Brentano Eco Flannel COoM Not Tested Not Tested Not Tested UTR
Brentano Eco Satin COoM Denied Denied Denied UTR
Brentano Eco Stripe CcoM Not Tested Not Tested Not Tested UTR
Brentano Element CcoM Approved Approved Approved UTR
Brentano Elixer COoM Not Tested Not Tested Not Tested UTR
Brentano Elixir COoM Not Tested Not Tested Not Tested UTR
Brentano Elsa COoM Not Tested Not Tested Not Tested UTR
Brentano Embrace COoM Not Tested Not Tested Not Tested UTR
Brentano Empire CcoM Not Tested Not Tested Not Tested UTR
Brentano Essence COoM Not Tested Not Tested Not Tested UTR
Brentano Festival Stripe CcoM Not Tested Not Tested Not Tested UTR
Brentano Field Day CcoM Approved Approved Approved UTR
Brentano Filigree CcoM Not Tested Not Tested Not Tested UTR
Brentano Finesse COoM Not Tested Not Tested Not Tested UTR
Brentano Floating Leaves CcoM Not Tested Not Tested Not Tested UTR
Brentano Flourish COoM Not Tested Not Tested Not Tested UTR
Brentano Forte COoM Denied Denied Denied UTR
Brentano Freehand CcoM Approved Approved Approved UTR
Brentano Frontier COoM Not Tested Not Tested Not Tested UTR
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Brentano Fuse CcoM Approved Approved Approved UTR
Brentano Gaia COoM Not Tested Not Tested Not Tested UTR
Brentano Galaxy CcoM Not Tested Not Tested Not Tested UTR
Brentano Garcon COoM Not Tested Not Tested Not Tested UTR
Brentano Gatsby CcoM Not Tested Not Tested Not Tested UTR
Brentano Gentry CcoM Denied Denied Denied UTR
Brentano Gliss COoM Not Tested Not Tested Not Tested UTR
Brentano Graph-ic CcoM Not Tested Not Tested Not Tested UTR
Brentano Gridlock COoM Not Tested Not Tested Not Tested UTR
Brentano Groove COoM Denied Denied Denied UTR
Brentano Groundwork COoM Not Tested Not Tested Not Tested UTR
Brentano Hard Candy CcoM Denied Denied Denied UTR
Brentano Heavy Metal CcoM Denied Denied Denied UTR
Brentano Hill And Dale COoM Not Tested Not Tested Not Tested UTR
Brentano Himalaya CcoM Approved Approved Approved UTR
Brentano Hocus Pocus COoM Not Tested Not Tested Not Tested UTR
Brentano Homestead COoM Not Tested Not Tested Not Tested UTR
Brentano Hoopla CcoM Not Tested Not Tested Not Tested UTR
Brentano Horizon COoM Not Tested Not Tested Not Tested UTR
Brentano House Party CcoM Not Tested Not Tested Not Tested UTR
Brentano Hula COoM Not Tested Not Tested Not Tested UTR
Brentano Imagine CcoM Not Tested Not Tested Not Tested UTR
Brentano Infinity CcoM Not Tested Not Tested Not Tested UTR
Brentano Ink COoM Not Tested Not Tested Not Tested UTR
Brentano Inlet COoM Not Tested Not Tested Not Tested UTR
Brentano Instinct COoM Not Tested Not Tested Not Tested UTR
Brentano Invader CcoM Approved Approved Approved UTR
Brentano 1znik COoM Not Tested Not Tested Not Tested UTR
Brentano Jetset COoM Not Tested Not Tested Not Tested UTR
Brentano Jinx CcoM Approved Approved Approved UTR
Brentano Jordan CcoM Approved Approved Approved UTR
Brentano Journal COoM Not Tested Not Tested Not Tested UTR
Brentano Jubilee COoM Not Tested Not Tested Not Tested UTR
Brentano Jukebox COoM Not Tested Not Tested Not Tested UTR
Brentano Junction COoM Not Tested Not Tested Not Tested UTR
Brentano Kaleidoscope CcoM Not Tested Not Tested Not Tested UTR
Brentano Kinetic COoM Not Tested Not Tested Not Tested UTR
Brentano Komodo COoM Not Tested Not Tested Not Tested UTR
Brentano Kudos CcoM Approved Approved Approved UTR
Brentano Landscape CcoM Approved Approved Approved UTR
Brentano Leger CcoM Not Tested Not Tested Not Tested UTR
Brentano Lexington CcoM Not Tested Not Tested Not Tested UTR
Brentano Loch CcoM Approved Approved Approved UTR
Brentano Lodge CcoM Not Tested Not Tested Not Tested UTR
Brentano Longevity CcoM Not Tested Not Tested Not Tested UTR
Brentano Longitude CcoM Not Tested Not Tested Not Tested UTR
Brentano Longji CcoM Not Tested Not Tested Not Tested UTR
Brentano Loop 2 Loop CcoM Not Tested Not Tested Not Tested UTR
Brentano Lullaby CcoM Denied Denied Denied UTR
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Brentano Lumen COoM Not Tested Not Tested Not Tested UTR
Brentano Luna COoM Not Tested Not Tested Not Tested UTR
Brentano Lutra CcoM Approved Approved Approved UTR
Brentano Maestro COoM Not Tested Not Tested Not Tested UTR
Brentano Majalis CcoM Approved Approved Approved UTR
Brentano Manderley CcoM Not Tested Not Tested Not Tested UTR
Brentano Manderly CcoM Not Tested Not Tested Not Tested UTR
Brentano Marble COoM Not Tested Not Tested Not Tested UTR
Brentano Marvel COoM Not Tested Not Tested Not Tested UTR
Brentano Matrix COoM Not Tested Not Tested Not Tested UTR
Brentano Meander COoM Not Tested Not Tested Not Tested UTR
Brentano Memento COoM Not Tested Not Tested Not Tested UTR
Brentano Mineral COoM Not Tested Not Tested Not Tested UTR
Brentano Mohair COoM Not Tested Not Tested Not Tested UTR
Brentano Mojave CcoM Not Tested Not Tested Not Tested UTR
Brentano Mosaique CcoM Not Tested Not Tested Not Tested UTR
Brentano Mr. Sandman COoM Not Tested Not Tested Not Tested UTR
Brentano Mum's The Word COoM Not Tested Not Tested Not Tested UTR
Brentano Nara COoM Not Tested Not Tested Not Tested UTR
Brentano Newton COoM Not Tested Not Tested Not Tested UTR
Brentano Nirvana COoM Not Tested Not Tested Not Tested UTR
Brentano Notes CcoM Approved Approved Approved UTR
Brentano Nova COoM Not Tested Not Tested Not Tested UTR
Brentano Numayla CcoM Approved Approved Approved UTR
Brentano Oasis COoM Not Tested Not Tested Not Tested UTR
Brentano Odyssey CcoM Denied Denied Denied UTR
Brentano Ooh La La COoM Not Tested Not Tested Not Tested UTR
Brentano Oracle COoM Not Tested Not Tested Not Tested UTR
Brentano Palais COoM Not Tested Not Tested Not Tested UTR
Brentano Paparazzi CcoM Not Tested Not Tested Not Tested UTR
Brentano Parfait COoM Not Tested Not Tested Not Tested UTR
Brentano Passerella COoM Not Tested Not Tested Not Tested UTR
Brentano Pastel COoM Not Tested Not Tested Not Tested UTR
Brentano Pave COoM Denied Denied Denied UTR
Brentano Peinture COoM Not Tested Not Tested Not Tested UTR
Brentano Penang CcoM Not Tested Not Tested Not Tested UTR
Brentano Perspective CcoM Not Tested Not Tested Not Tested UTR
Brentano Phoenix CcoM Approved Approved Approved UTR
Brentano Pinnacle CcoM Approved Approved Approved UTR
Brentano Playground CcoM Not Tested Not Tested Not Tested UTR
Brentano Plot CcoM Approved Approved Approved UTR
Brentano Plume COoM Not Tested Not Tested Not Tested UTR
Brentano Polka CoM Not Tested Not Tested Not Tested UTR
Brentano Polo COoM Not Tested Not Tested Not Tested UTR
Brentano Pompadour CcoM Not Tested Not Tested Not Tested UTR
Brentano Pondicherry CcoM Not Tested Not Tested Not Tested UTR
Brentano Portico COoM Not Tested Not Tested Not Tested UTR
Brentano Prague CcoM Not Tested Not Tested Not Tested UTR
Brentano Presto COoM Denied Denied Denied UTR
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Brentano Primal COoM Not Tested Not Tested Not Tested UTR
Brentano Pukka Shells COoM Not Tested Not Tested Not Tested UTR
Brentano Pullman CcoM Approved Approved Approved UTR
Brentano Pulse COoM Not Tested Not Tested Not Tested UTR
Brentano Quadro COoM Not Tested Not Tested Not Tested UTR
Brentano Query CcoM Not Tested Not Tested Not Tested UTR
Brentano Quest COoM Not Tested Not Tested Not Tested UTR
Brentano Quill COoM Not Tested Not Tested Not Tested UTR
Brentano Rajah CcoM Not Tested Not Tested Not Tested UTR
Brentano Raku CcoM Approved Approved Approved UTR
Brentano Rapunzel CcoM Not Tested Not Tested Not Tested UTR
Brentano Ray CcoM Not Tested Not Tested Not Tested UTR
Brentano Ready To Wear CcoM Not Tested Not Tested Not Tested UTR
Brentano Regalia CcoM Not Tested Not Tested Not Tested UTR
Brentano Regiment CcoM Not Tested Not Tested Not Tested UTR
Brentano Remix COoM Not Tested Not Tested Not Tested UTR
Brentano Royalsuede CcoM Not Tested Not Tested Not Tested UTR
Brentano Running Stitch CcoM Not Tested Not Tested Not Tested UTR
Brentano Sassafras CcoM Approved Approved Approved UTR
Brentano Satin COoM Not Tested Not Tested Not Tested UTR
Brentano Sauganash CcoM Not Tested Not Tested Not Tested UTR
Brentano Savanna COoM Not Tested Not Tested Not Tested UTR
Brentano Savoy CcoM Not Tested Not Tested Not Tested UTR
Brentano Scene CcoM Approved Approved Approved UTR
Brentano Schematic COoM Denied Denied Denied UTR
Brentano Scuba COoM Not Tested Not Tested Not Tested UTR
Brentano Second Chance COoM Not Tested Not Tested Not Tested UTR
Brentano Secret Garden COoM Not Tested Not Tested Not Tested UTR
Brentano Seine CcoM Approved Approved Approved UTR
Brentano Selfridge CcoM Not Tested Not Tested Not Tested UTR
Brentano Sequence CcoM Not Tested Not Tested Not Tested UTR
Brentano Serape CcoM Not Tested Not Tested Not Tested UTR
Brentano Seville COoM Not Tested Not Tested Not Tested UTR
Brentano Shade And Shadow COoM Not Tested Not Tested Not Tested UTR
Brentano Shangri La CcoM Not Tested Not Tested Not Tested UTR
Brentano Sigma CcoM Not Tested Not Tested Not Tested UTR
Brentano Simplicity CcoM Not Tested Not Tested Not Tested UTR
Brentano Soiree COoM Not Tested Not Tested Not Tested UTR
Brentano Sol CcoM Approved Approved Approved UTR
Brentano Solo COoM Not Tested Not Tested Not Tested UTR
Brentano Solstice COoM Not Tested Not Tested Not Tested UTR
Brentano Songbird CcoM Not Tested Not Tested Not Tested UTR
Brentano Speckle CcoM Not Tested Not Tested Not Tested UTR
Brentano Splash CcoM Not Tested Not Tested Not Tested UTR
Brentano Splint CcoM Not Tested Not Tested Not Tested UTR
Brentano Spritz CcoM Not Tested Not Tested Not Tested UTR
Brentano Squiggle CcoM Not Tested Not Tested Not Tested UTR
Brentano Staccato COoM Not Tested Not Tested Not Tested UTR
Brentano Stippling CcoM Approved Approved Approved UTR
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Brentano Strata COoM Not Tested Not Tested Not Tested UTR
Brentano Straw Mat COoM Not Tested Not Tested Not Tested UTR
Brentano Streamers COoM Not Tested Not Tested Not Tested UTR
Brentano Streetcar COoM Not Tested Not Tested Not Tested UTR
Brentano Stripe Tease CcoM Not Tested Not Tested Not Tested UTR
Brentano Sultan Stripe CcoM Not Tested Not Tested Not Tested UTR
Brentano Summer Garden COoM Not Tested Not Tested Not Tested UTR
Brentano Swing CcoM Not Tested Not Tested Not Tested UTR
Brentano Tamara COoM Not Tested Not Tested Not Tested UTR
Brentano Taurus CcoM Approved Approved Approved UTR
Brentano Tectonic COoM Not Tested Not Tested Not Tested UTR
Brentano Tenderness COoM Not Tested Not Tested Not Tested UTR
Brentano Theater Cloth COoM Not Tested Not Tested Not Tested UTR
Brentano Theo CcoM Approved Approved Approved UTR
Brentano Thicket COoM Not Tested Not Tested Not Tested UTR
Brentano Tombolo COoM Not Tested Not Tested Not Tested UTR
Brentano Trace CcoM Approved Approved Approved UTR
Brentano Treasure COoM Not Tested Not Tested Not Tested UTR
Brentano Triton COoM Not Tested Not Tested Not Tested UTR
Brentano Tuxedo COoM Not Tested Not Tested Not Tested UTR
Brentano Untitled COoM Not Tested Not Tested Not Tested UTR
Brentano Upbeat CcoM Not Tested Not Tested Not Tested UTR
Brentano Uptown CcoM Not Tested Not Tested Not Tested UTR
Brentano Vapor CcoM Denied Denied Denied UTR
Brentano Varsity CcoM Not Tested Not Tested Not Tested UTR
Brentano Velocity CcoM Not Tested Not Tested Not Tested UTR
Brentano Velvet Rope CcoM Not Tested Not Tested Not Tested UTR
Brentano Vibe COoM Not Tested Not Tested Not Tested UTR
Brentano Victor COoM Not Tested Not Tested Not Tested UTR
Brentano Viva COoM Denied Denied Denied UTR
Brentano Voila COoM Denied Denied Denied UTR
Brentano Volume COoM Not Tested Not Tested Not Tested UTR
Brentano Voyage CcoM Approved Approved Approved UTR
Brentano Waltz CcoM Approved Approved Approved UTR
Brentano Wave Hill COoM Not Tested Not Tested Not Tested UTR
Brentano Windsor CcoM Approved Approved Approved UTR
Brentano Wonderland COoM Not Tested Not Tested Not Tested UTR
Brentano Xanadu COoM Not Tested Not Tested Not Tested UTR
Brentano Yotta COoM Not Tested Not Tested Not Tested UTR
Brentano Zetta COoM Not Tested Not Tested Not Tested UTR
Brentano Zigzag CcoM Not Tested Not Tested Not Tested UTR
Brentato Chatoyance CcoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Billiard CoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Bungalow CcoM Denied Denied Denied UTR
Burch Fabrics Candid CcoM Approved Approved Approved UTR
Burch Fabrics Chroma CcoM Approved Approved Approved UTR
Burch Fabrics Classic CcoM Approved Approved Approved UTR
Burch Fabrics Crosshatch COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Enchanted CcoM Approved Approved Approved UTR
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Burch Fabrics Fleur CcoM Approved Approved Approved UTR
Burch Fabrics Folio CcoM Approved Approved Approved UTR
Burch Fabrics Glamour COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics High Line CcoM Not Tested Not Tested Not Tested RR

Burch Fabrics Ikat COoM Not Tested Not Tested Not Tested RR

Burch Fabrics Illusion COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Labyrinth CcoM Not Tested Not Tested Not Tested RR

Burch Fabrics Landscape CcoM Approved Approved Approved UTR
Burch Fabrics Meander CcoM Approved Approved Approved UTR
Burch Fabrics Mohair COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Morse Code COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Motley CcoM Approved Approved Approved UTR
Burch Fabrics Nexus COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Notion CcoM Approved Approved Approved UTR
Burch Fabrics Origami CcoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Origin CcoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Outback CcoM Approved Approved Approved UTR
Burch Fabrics Pashmina COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Phoenix CcoM Approved Approved Approved UTR
Burch Fabrics Portfolio CcoM Approved Approved Approved UTR
Burch Fabrics Portico COoM Denied Denied Denied UTR
Burch Fabrics Prep School CcoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Shockwave CcoM Approved Approved Approved RR

Burch Fabrics Silvertex CcoM Approved Approved Approved UTR
Burch Fabrics Soho CcoM Approved Approved Approved UTR
Burch Fabrics Syllabus CcoM Approved Approved Approved UTR
Burch Fabrics Tabloid COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Tagline CcoM Approved Approved Approved UTR
Burch Fabrics Triton CcoM Approved Approved Approved UTR
Burch Fabrics Valet CcoM Approved Approved Approved UTR
Burch Fabrics Vellum COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Verge CcoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Vintage CcoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Watercolor COoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Wayfarer CcoM Not Tested Not Tested Not Tested UTR
Burch Fabrics Whisper CcoM Not Tested Not Tested Not Tested UTR
Buzzi Space Buzzitartan CcoM Not Tested Not Tested Not Tested UTR
Camira 24/7 Flax F Approved Approved Approved UTR
Camira Blazer C Approved Approved Approved UTR
Camira Blazer Lite COoM Denied Denied Denied UTR
Camira Carlow X A Denied Denied Denied UTR
Camira Craggan Flax H Approved Approved Approved UTR
Camira Era X A Approved Approved Approved UTR
Camira Era 66 Cc Approved Approved Approved UTR
Camira Gravity Cc Approved Approved Approved UTR
Camira Halcyon - Aspen X F Approved Approved Approved UTR
Camira Halcyon - Blossom X F Approved Approved Approved UTR
Camira Halcyon Cedar X CcoM Not Tested Not Tested Not Tested UTR
Camira Hemp F Approved Approved Approved UTR
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Camira Kyoto E Approved Approved Approved UTR
Camira Lucia Cc Denied Denied Denied UTR
Camira Main Line Flax Cc Approved Approved Approved UTR
Camira Main Line Twist Cc Approved Approved Approved UTR
Camira Manhattan Cc Approved Approved Approved UTR
Camira Monochrome Sett #1 C Approved Approved Approved UTR
Camira Monochrome Sett #2 C Approved Approved Approved UTR
Camira Monochrome Sett #3 C Approved Approved Approved UTR
Camira Monochrome Sett #4 C Approved Approved Approved UTR
Camira Monochrome Sett #5 C Approved Approved Approved UTR
Camira Monochrome Sett #6 Cc Approved Approved Approved UTR
Camira Monochrome Sett #7 C Approved Approved Approved UTR
Camira Nexus COoM Not Tested Not Tested Not Tested UTR
Camira Oceanic C Approved Approved Approved UTR
Camira Penta E Not Tested Not Tested Not Tested UTR
Camira Port B Approved Approved Approved UTR
Camira Quest B Approved Approved Approved UTR
Camira RePlay Zero C Approved Approved Approved UTR
Camira Revolutionary D Not Tested Not Tested Not Tested UTR
Camira Rivet A Denied Denied Denied UTR
Camira Silk G Approved Approved Approved UTR
Camira Sonus Cc Denied Denied Denied UTR
Camira Sprint CcoM Denied Denied Denied UTR
Camira Sumi D Approved Approved Approved UTR
Camira Synergy C Approved Approved Approved UTR
Camira Synergy 66 F Approved Approved Approved UTR
Camira Synergy Quilt Channel CcoM Not Tested Not Tested Not Tested UTR
Camira Synergy Quilt Chevron CcoM Not Tested Not Tested Not Tested UTR
Camira Synergy Quilt Hourglass CcoM Not Tested Not Tested Not Tested UTR
Camira Touch E Approved Approved Approved UTR
Camira Track G Approved Approved Approved UTR
Camira Vintage coL Not Tested Not Tested Not Tested LEATHER
Camira Yoredale E Approved Approved Approved UTR
Carnegie 360 CcoM Not Tested Not Tested Not Tested UTR
Carnegie Abacus Embroider CcoM Denied Denied Denied UTR
Carnegie Acapella CcoM Not Tested Not Tested Not Tested UTR
Carnegie Alex CcoM Approved Approved Approved UTR
Carnegie Allure CcoM Not Tested Not Tested Not Tested UTR
Carnegie Amplify CcoM Approved Approved Approved UTR
Carnegie Anagram CcoM Not Tested Not Tested Not Tested UTR
Carnegie Aria CcoM Approved Approved Approved UTR
Carnegie Article CcoM Approved Approved Approved UTR
Carnegie Artisan Embroider CcoM Denied Denied Denied UTR
Carnegie Avenue CcoM Not Tested Not Tested Not Tested UTR
Carnegie Axiom CcoM Approved Approved Approved UTR
Carnegie Axis Embroider CcoM Denied Denied Denied UTR
Carnegie Bangle CcoM Not Tested Not Tested Not Tested UTR
Carnegie Barre CcoM Denied Denied Denied RR
Carnegie Basket CcoM Approved Approved Approved UTR
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Carnegie Bauble CcoM Not Tested Not Tested Not Tested UTR
Carnegie Beam CcoM Not Tested Not Tested Not Tested UTR
Carnegie Bedrock CcoM Approved Approved Approved UTR
Carnegie Bespoke CcoM Not Tested Not Tested Not Tested UTR
Carnegie Bijoux CcoM Not Tested Not Tested Not Tested UTR
Carnegie Bliss CcoM Not Tested Not Tested Not Tested UTR
Carnegie Boggle CcoM Not Tested Not Tested Not Tested UTR
Carnegie Bolt CcoM Not Tested Not Tested Not Tested UTR
Carnegie Boomerang CcoM Approved Approved Approved UTR
Carnegie Boomerang Print CcoM Approved Approved Approved UTR
Carnegie Brick Lane CcoM Not Tested Not Tested Not Tested UTR
Carnegie Brimfield CcoM Not Tested Not Tested Not Tested UTR
Carnegie Brushstroke CcoM Approved Approved Approved UTR
Carnegie Buff CcoM Approved Approved Approved UTR
Carnegie Buzz CcoM Not Tested Not Tested Not Tested UTR
Carnegie Camden CcoM Approved Approved Approved UTR
Carnegie Casanova CcoM Not Tested Not Tested Not Tested RR

Carnegie Choreography CcoM Not Tested Not Tested Not Tested UTR
Carnegie Chroma CcoM Not Tested Not Tested Not Tested UTR
Carnegie Collage CcoM Not Tested Not Tested Not Tested UTR
Carnegie Color Riot CcoM Approved Approved Approved UTR
Carnegie Colorado CcoM Approved Approved Approved UTR
Carnegie Constant CcoM Approved Approved Approved UTR
Carnegie Countryside CcoM Approved Approved Approved UTR
Carnegie Covet CcoM Approved Approved Approved UTR
Carnegie Cross Stitch CcoM Not Tested Not Tested Not Tested UTR
Carnegie Crossing CcoM Not Tested Not Tested Not Tested UTR
Carnegie Dance Floor CcoM Not Tested Not Tested Not Tested UTR
Carnegie Dash CcoM Denied Denied Denied UTR
Carnegie Dazzle CcoM Not Tested Not Tested Not Tested UTR
Carnegie Dotty Print CcoM Not Tested Not Tested Not Tested UTR
Carnegie Echo CcoM Not Tested Not Tested Not Tested UTR
Carnegie Elite CcoM Not Tested Not Tested Not Tested UTR
Carnegie Entwine CcoM Not Tested Not Tested Not Tested UTR
Carnegie Equinox CcoM Approved Approved Approved UTR
Carnegie Escapade CcoM Not Tested Not Tested Not Tested UTR
Carnegie Fizzy CcoM Not Tested Not Tested Not Tested UTR
Carnegie Flex CcoM Not Tested Not Tested Not Tested UTR
Carnegie Formation CcoM Approved Approved Approved UTR
Carnegie Four Square CcoM Not Tested Not Tested Not Tested UTR
Carnegie Fractal Emboss CcoM Denied Denied Denied UTR
Carnegie Fresco CcoM Not Tested Not Tested Not Tested UTR
Carnegie Fusion CcoM Approved Approved Approved UTR
Carnegie Genome Embroider CcoM Denied Denied Denied UTR
Carnegie Groove CcoM Approved Approved Approved UTR
Carnegie Gumption CcoM Approved Approved Approved UTR
Carnegie Hashtag CcoM Not Tested Not Tested Not Tested UTR
Carnegie Havana CcoM Denied Denied Denied UTR
Carnegie Hepburn CcoM Not Tested Not Tested Not Tested UTR
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Carnegie Herald CcoM Not Tested Not Tested Not Tested UTR
Carnegie Hide CcoM Approved Approved Approved UTR
Carnegie High Line CcoM Approved Approved Approved UTR
Carnegie Hinge CcoM Approved Approved Approved UTR
Carnegie Hive CcoM Approved Approved Approved UTR
Carnegie Honeycomb CcoM Approved Approved Approved UTR
Carnegie Hue CcoM Denied Denied Denied UTR
Carnegie Icon CcoM Not Tested Not Tested Not Tested UTR
Carnegie Impress CcoM Not Tested Not Tested Not Tested UTR
Carnegie Improv CcoM Approved Approved Approved UTR
Carnegie Index CcoM Approved Approved Approved UTR
Carnegie Infinity Plush CcoM Not Tested Not Tested Not Tested UTR
Carnegie Instinct CcoM Approved Approved Approved UTR
Carnegie Jigsaw CcoM Not Tested Not Tested Not Tested RR

Carnegie Journey CcoM Approved Approved Approved UTR
Carnegie Keystone CcoM Approved Approved Approved UTR
Carnegie Kid CcoM Not Tested Not Tested Not Tested UTR
Carnegie Kinetic CcoM Not Tested Not Tested Not Tested UTR
Carnegie Labyrinth CcoM Approved Approved Approved UTR
Carnegie Lexicon CcoM Not Tested Not Tested Not Tested UTR
Carnegie Low Line CcoM Not Tested Not Tested Not Tested UTR
Carnegie Lush CcoM Not Tested Not Tested Not Tested UTR
Carnegie Maxim CcoM Not Tested Not Tested Not Tested UTR
Carnegie Maxwell Print CcoM Approved Approved Approved UTR
Carnegie Maxwell Street CcoM Approved Approved Approved UTR
Carnegie Maze CcoM Denied Denied Denied UTR
Carnegie Maze Print CcoM Approved Approved Approved UTR
Carnegie Melody CcoM Approved Approved Approved UTR
Carnegie Meraki Stripe CcoM Not Tested Not Tested Not Tested UTR
Carnegie Merge CcoM Not Tested Not Tested Not Tested UTR
Carnegie Meteor CcoM Denied Denied Denied UTR
Carnegie Mineral CcoM Approved Approved Approved UTR
Carnegie Monocle Embroider CcoM Denied Denied Denied UTR
Carnegie Moto CcoM Denied Denied Denied UTR
Carnegie Mustang CcoM Not Tested Not Tested Not Tested UTR
Carnegie Nexus CcoM Denied Denied Denied UTR
Carnegie Odyssey CcoM Approved Approved Approved UTR
Carnegie Orenda Plaid CcoM Not Tested Not Tested Not Tested UTR
Carnegie Origin CcoM Approved Approved Approved UTR
Carnegie Outline CcoM Not Tested Not Tested Not Tested UTR
Carnegie Oxford CcoM Not Tested Not Tested Not Tested UTR
Carnegie Page Turner CcoM Approved Approved Approved UTR
Carnegie Panorama CcoM Not Tested Not Tested Not Tested UTR
Carnegie Parade CcoM Not Tested Not Tested Not Tested UTR
Carnegie Paramour CcoM Not Tested Not Tested Not Tested UTR
Carnegie Petal CcoM Not Tested Not Tested Not Tested UTR
Carnegie Pigment CcoM Approved Approved Approved UTR
Carnegie Pivot CcoM Denied Denied Denied UTR
Carnegie Ponte CcoM Denied Denied Denied UTR
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Carnegie Pony CcoM Not Tested Not Tested Not Tested UTR
Carnegie Pop Emboss CcoM Denied Denied Denied UTR
Carnegie Precision CcoM Not Tested Not Tested Not Tested UTR
Carnegie Primary CcoM Approved Approved Approved UTR
Carnegie Prime CcoM Not Tested Not Tested Not Tested UTR
Carnegie Prism CcoM Denied Denied Denied UTR
Carnegie Proof CcoM Approved Approved Approved UTR
Carnegie Pulse CcoM Denied Denied Denied UTR
Carnegie Puzzle CcoM Denied Denied Denied UTR
Carnegie Quarry CcoM Denied Denied Denied UTR
Carnegie Quartz CcoM Denied Denied Denied UTR
Carnegie Reef CcoM Denied Denied Denied UTR
Carnegie Relay CcoM Approved Approved Approved UTR
Carnegie Repose CcoM Not Tested Not Tested Not Tested UTR
Carnegie Reverb CcoM Not Tested Not Tested Not Tested UTR
Carnegie Reverie CcoM Not Tested Not Tested Not Tested UTR
Carnegie Revolve CcoM Approved Approved Approved UTR
Carnegie Revolve Print CcoM Not Tested Not Tested Not Tested UTR
Carnegie Rhythm CcoM Not Tested Not Tested Not Tested UTR
Carnegie Rise CcoM Approved Approved Approved UTR
Carnegie Roxy CcoM Not Tested Not Tested Not Tested UTR
Carnegie Savile CcoM Not Tested Not Tested Not Tested UTR
Carnegie Scholar CcoM Approved Approved Approved UTR
Carnegie Semblance CcoM Denied Denied Denied UTR
Carnegie Siltech Grain CcoM Not Tested Not Tested Not Tested UTR
Carnegie Siltech Press CcoM Approved Approved Approved UTR
Carnegie Slide CcoM Denied Denied Denied UTR
Carnegie Soiree Print CcoM Not Tested Not Tested Not Tested UTR
Carnegie Solstice CcoM Not Tested Not Tested Not Tested UTR
Carnegie Sonata CcoM Approved Approved Approved UTR
Carnegie Sonnet CcoM Approved Approved Approved UTR
Carnegie Spark CcoM Not Tested Not Tested Not Tested UTR
Carnegie Spice CcoM Not Tested Not Tested Not Tested UTR
Carnegie Stride CcoM Denied Denied Denied UTR
Carnegie Strie CcoM Not Tested Not Tested Not Tested UTR
Carnegie Sumi CcoM Not Tested Not Tested Not Tested UTR
Carnegie Sway Embroider CcoM Denied Denied Denied UTR
Carnegie Switch Embroider CcoM Denied Denied Denied UTR
Carnegie Tandem CcoM Approved Approved Approved UTR
Carnegie Tartan CcoM Not Tested Not Tested Not Tested UTR
Carnegie Theory CcoM Approved Approved Approved UTR
Carnegie Tilt CcoM Approved Approved Approved UTR
Carnegie Topknot CcoM Not Tested Not Tested Not Tested UTR
Carnegie Touch CcoM Approved Approved Approved UTR
Carnegie Triad CcoM Approved Approved Approved RR

Carnegie Triad Stripe CcoM Not Tested Not Tested Not Tested RR

Carnegie Triathlon CcoM Not Tested Not Tested Not Tested RR

Carnegie Ultra CcoM Not Tested Not Tested Not Tested UTR
Carnegie Vector CcoM Approved Approved Approved UTR
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Carnegie Vestige CcoM Not Tested Not Tested Not Tested UTR
Carnegie Whirlybird CcoM Not Tested Not Tested Not Tested UTR
Carnegie Xorel Comet CcoM Not Tested Not Tested Not Tested UTR
Carnegie Xorel Sahara Matte CcoM Not Tested Not Tested Not Tested UTR
Carnegie Zest CcoM Not Tested Not Tested Not Tested UTR
Carroll Leather Cheyenne coL Not Tested Not Tested Not Tested LEATHER
Carroll Leather Colours coL Not Tested Not Tested Not Tested LEATHER
Casamance Metissage CcoM Approved Approved Approved UTR
Casamance Milonga CcoM Not Tested Not Tested Not Tested UTR
Casamance Parisette COoM Denied Denied Denied UTR
Casamance Structure COoM Not Tested Not Tested Not Tested UTR
CF Stinson Ace C Approved Approved Approved UTR
CF Stinson Acrobat X H Approved Approved Approved UTR
CF Stinson Adagio E Approved Approved Approved UTR
CF Stinson Aerie B Denied Denied Denied UTR
CF Stinson Aero X B Approved Approved Approved UTR
CF Stinson Affinity / Affinity 2.0 X F Approved Approved Approved UTR
CF Stinson Alamo B Approved Approved Approved UTR
CF Stinson Alfresco X F Approved Approved Approved UTR
CF Stinson Ally B Denied Denied Denied UTR
CF Stinson Amplify X B Approved Approved Approved UTR
CF Stinson Antigua H Not Tested Not Tested Not Tested UTR
CF Stinson Aperture B Denied Denied Denied UTR
CF Stinson Apprentice B Approved Approved Approved UTR
CF Stinson Archer Cc Not Tested Not Tested Not Tested UTR
CF Stinson Ardent X Cc Approved Approved Approved UTR
CF Stinson Arioso X F Approved Approved Approved UTR
CF Stinson Armature X G Approved Approved Approved UTR
CF Stinson Array X B Denied Denied Denied UTR
CF Stinson Artisan C Approved Approved Approved UTR
CF Stinson Attaché Cc Not Tested Not Tested Not Tested UTR
CF Stinson Avant X Cc Denied Denied Denied UTR
CF Stinson Backdrop B Denied Denied Denied UTR
CF Stinson Bandwidth H Not Tested Not Tested Not Tested UTR
CF Stinson Banyan X Cc Approved Approved Approved UTR
CF Stinson Bari / Bari 2.0 X F Approved Approved Approved UTR
CF Stinson Baxter D Not Tested Not Tested Not Tested UTR
CF Stinson Bespoke D Approved Approved Approved UTR
CF Stinson Bijou E Approved Approved Approved UTR
CF Stinson Binary C Denied Denied Denied UTR
CF Stinson Blink Ombre E Approved Approved Approved UTR
CF Stinson Blip Cc Not Tested Not Tested Not Tested UTR
CF Stinson Bond E Approved Approved Approved UTR
CF Stinson Boomerang K Approved Approved Approved UTR
CF Stinson Borderline X | Approved Approved Approved RR
CF Stinson Boucle Two Way E Approved Approved Approved UTR
CF Stinson Box Chain B Not Tested Not Tested Not Tested UTR
CF Stinson Breton X H Approved Approved Approved UTR
CF Stinson Brilliant X Cc Approved Approved Approved UTR
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CF Stinson Broadband X J Approved Approved Approved UTR
CF Stinson Brushwork X G Approved Approved Approved UTR
CF Stinson Bubblerake / Bubblerake 2.0 X | Approved Approved Approved UTR
CF Stinson Burkshire X D Not Tested Not Tested Not Tested UTR
CF Stinson Cannon Beach X J Approved Approved Approved UTR
CF Stinson Caspian H Not Tested Not Tested Not Tested UTR
CF Stinson Cassidy / Cassidy 2.0 X B Approved Approved Approved UTR
CF Stinson Catalina X F Approved Approved Approved UTR
CF Stinson Ceremony J Approved Approved Approved UTR
CF Stinson Channel / Channel 2.0 X D Approved Approved Approved UTR
CF Stinson Chaos X J Denied Denied Denied UTR
CF Stinson Charlotte X C Approved Approved Approved UTR
CF Stinson Cinema X | Approved Approved Approved UTR
CF Stinson Cirque / Cirque 2.0 X D Approved Approved Approved UTR
CF Stinson Citadel / Citadel 2.0 X Cc Approved Approved Approved UTR
CF Stinson Cityscape F Not Tested Not Tested Not Tested UTR
CF Stinson Clarity G Not Tested Not Tested Not Tested UTR
CF Stinson Clean Slate / Clean Slate 2.0 X D Not Tested Not Tested Not Tested UTR
CF Stinson Coastline Cc Not Tested Not Tested Not Tested UTR
CF Stinson Color Block X H Approved Approved Approved RR

CF Stinson Concourse G Approved Approved Approved RR

CF Stinson Connect / Connect 2.0 Cc Not Tested Not Tested Not Tested UTR
CF Stinson Core / Core 2.0 B Denied Denied Denied UTR
CF Stinson Corium X F Approved Approved Approved UTR
CF Stinson Criss Cross / Criss Cross 2.0 X C Approved Approved Approved UTR
CF Stinson Current J Approved Approved Approved UTR
CF Stinson Cush Cc Not Tested Not Tested Not Tested UTR
CF Stinson Cycle F Not Tested Not Tested Not Tested UTR
CF Stinson Dapple X B Denied Denied Denied UTR
CF Stinson Dart C Approved Approved Approved UTR
CF Stinson Detail X B Approved Approved Approved UTR
CF Stinson Didi E Approved Approved Approved UTR
CF Stinson District E Not Tested Not Tested Not Tested UTR
CF Stinson Divvy | Approved Approved Approved UTR
CF Stinson Drift X E Approved Approved Approved UTR
CF Stinson Duet E Approved Approved Approved UTR
CF Stinson Dynamic G Not Tested Not Tested Not Tested UTR
CF Stinson Eddy | Approved Approved Approved UTR
CF Stinson Effervescense / Effervescense 2.0 X G Approved Approved Approved UTR
CF Stinson Eli / Eli 2.0 X C Approved Approved Approved UTR
CF Stinson English Pub X D Not Tested Not Tested Not Tested UTR
CF Stinson Entrada X B Approved Approved Approved UTR
CF Stinson Equator G Not Tested Not Tested Not Tested RR

CF Stinson Essential X B Approved Approved Approved UTR
CF Stinson Etch X F Approved Approved Approved UTR
CF Stinson Euclid X Cc Approved Approved Approved UTR
CF Stinson Excursion X A Approved Approved Approved UTR
CF Stinson Faux Bois J Not Tested Not Tested Not Tested UTR
CF Stinson Feature CcoM Approved Approved Approved UTR
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CF Stinson Fenestra Too! H Not Tested Not Tested Not Tested UTR
CF Stinson Fiddlesticks L Not Tested Not Tested Not Tested UTR
CF Stinson Figment X F Approved Approved Approved UTR
CF Stinson Finley D Approved Approved Approved UTR
CF Stinson Fizz / Fizz 2.0 X E Denied Denied Denied UTR
CF Stinson Flanders X C Approved Approved Approved UTR
CF Stinson Flare | Not Tested Not Tested Not Tested UTR
CF Stinson Flex X B Not Tested Not Tested Not Tested UTR
CF Stinson Focus B Denied Denied Denied UTR
CF Stinson Fractal X G Approved Approved Approved UTR
CF Stinson Frequency / Frequency 2.0 X F Approved Approved Approved UTR
CF Stinson Fuse / Fuse 2.0 B Not Tested Not Tested Not Tested UTR
CF Stinson Gabby B Not Tested Not Tested Not Tested UTR
CF Stinson Galileo / Galileo 2.0 X F Approved Approved Approved UTR
CF Stinson Genesis X B Denied Denied Denied UTR
CF Stinson GeoMet X C Approved Approved Approved UTR
CF Stinson Gesture X K Approved Approved Approved UTR
CF Stinson Glimpse H Not Tested Not Tested Not Tested UTR
CF Stinson Graffiti | Not Tested Not Tested Not Tested UTR
CF Stinson Graph D Approved Approved Approved UTR
CF Stinson Gravity X D Approved Approved Approved UTR
CF Stinson Grille / Grille 2.0 X D Not Tested Not Tested Not Tested UTR
CF Stinson Handwork X H Approved Approved Approved RR

CF Stinson Harrison - MB D Not Tested Not Tested Not Tested UTR
CF Stinson Hashtag X E Approved Approved Approved UTR
CF Stinson Hexie J Approved Approved Approved UTR
CF Stinson Hi-Fi X C Approved Approved Approved UTR
CF Stinson Hive X C Approved Approved Approved UTR
CF Stinson Honeycomb Shag G Not Tested Not Tested Not Tested UTR
CF Stinson Hopsack X D Approved Approved Approved UTR
CF Stinson Hush X G Approved Approved Approved UTR
CF Stinson Impress w/StaKleen™ X D Approved Approved Approved UTR
CF Stinson Imprint B Denied Denied Denied UTR
CF Stinson Infinity Plush | Denied Denied Denied UTR
CF Stinson Intermix B Denied Denied Denied UTR
CF Stinson Intersect H Not Tested Not Tested Not Tested UTR
CF Stinson Juxy / Juxy 2.0 X G Approved Approved Approved UTR
CF Stinson Kalahari G Approved Approved Approved UTR
CF Stinson Kennebunk X H Not Tested Not Tested Not Tested UTR
CF Stinson Kid X E Approved Approved Approved UTR
CF Stinson Kinetic X E Approved Approved Approved UTR
CF Stinson Kusari / Kusari 2.0 X D Denied Denied Denied UTR
CF Stinson La Scalina H Not Tested Not Tested Not Tested UTR
CF Stinson Lara B Approved Approved Approved UTR
CF Stinson Laredo X Cc Approved Approved Approved UTR
CF Stinson Lateral X Cc Approved Approved Approved UTR
CF Stinson Latitude X A Approved Approved Approved UTR
CF Stinson Lattice Cc Not Tested Not Tested Not Tested UTR
CF Stinson Lava / Lava 2.0 X | Approved Approved Approved UTR
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CF Stinson Level / Level 2.0 X D Approved Approved Approved UTR
CF Stinson Linea Cc Denied Denied Denied UTR
CF Stinson Live Wire X F Approved Approved Approved UTR
CF Stinson Loophole / Loophole 2.0 X G Approved Approved Approved UTR
CF Stinson Lorelai - MB E Approved Approved Approved UTR
CF Stinson Lulu X B Denied Denied Denied UTR
CF Stinson Lunaria G Approved Approved Approved UTR
CF Stinson Luster X E Approved Approved Approved UTR
CF Stinson Luther Il B Denied Denied Denied UTR
CF Stinson Mandala X H Approved Approved Approved UTR
CF Stinson Mantra L Approved Approved Approved UTR
CF Stinson Marquetry X F Approved Approved Approved UTR
CF Stinson Martini / Martini 2.0 X F Approved Approved Approved UTR
CF Stinson Mason X B Denied Denied Denied UTR
CF Stinson Matrix X Cc Approved Approved Approved UTR
CF Stinson Maze X H Approved Approved Approved UTR
CF Stinson Median X G Approved Approved Approved UTR
CF Stinson Mesa X | Approved Approved Approved UTR
CF Stinson Metropolis CcoM Not Tested Not Tested Not Tested UTR
CF Stinson Mica / Mica 2.0 X D Not Tested Not Tested Not Tested UTR
CF Stinson Mixed Media C Approved Approved Approved UTR
CF Stinson Moby B Approved Approved Approved UTR
CF Stinson Moccasin / Moccasin 2.0 X B Approved Approved Approved UTR
CF Stinson Mod | Not Tested Not Tested Not Tested UTR
CF Stinson Modena / Modena 2.0 X F Approved Approved Approved UTR
CF Stinson Modernist J Approved Approved Approved UTR
CF Stinson Monhegan X H Approved Approved Approved UTR
CF Stinson Montage E Approved Approved Approved UTR
CF Stinson Montana / Montana 2.0 X Cc Not Tested Not Tested Not Tested UTR
CF Stinson Natural World / Natural World 2.0 X G Approved Approved Approved UTR
CF Stinson Naugasoft Cc Approved Approved Approved UTR
CF Stinson Network X F Approved Approved Approved UTR
CF Stinson New Hempstead C Approved Approved Approved UTR
CF Stinson Nikko X B Denied Denied Denied UTR
CF Stinson Nishiki / Nishiki 2.0 X Cc Approved Approved Approved UTR
CF Stinson Nubbly F Not Tested Not Tested Not Tested UTR
CF Stinson Odeon J Not Tested Not Tested Not Tested UTR
CF Stinson Offset H Approved Approved Approved UTR
CF Stinson Olivia B Approved Approved Approved UTR
CF Stinson Olympus / Olympus 2.0 X F Approved Approved Approved UTR
CF Stinson Orbit / Orbit 2.0 X D Approved Approved Approved UTR
CF Stinson Origami G Not Tested Not Tested Not Tested UTR
CF Stinson Outlander X C Approved Approved Approved UTR
CF Stinson Overlay X D Approved Approved Approved UTR
CF Stinson Oxford / Oxford 2.0 X Cc Not Tested Not Tested Not Tested UTR
CF Stinson Pacifica X | Approved Approved Approved RR

CF Stinson Painted Moon F Not Tested Not Tested Not Tested UTR
CF Stinson Paradox X H Approved Approved Approved UTR
CF Stinson Perspective / Perspective 2.0 X G Approved Approved Approved RR
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CF Stinson Pinball X F Approved Approved Approved UTR
CF Stinson Plaid-itude F Not Tested Not Tested Not Tested UTR
CF Stinson Pod G Approved Approved Approved UTR
CF Stinson Polka X Cc Approved Approved Approved UTR
CF Stinson Polygon G Not Tested Not Tested Not Tested UTR
CF Stinson Posh D Approved Approved Approved UTR
CF Stinson Power Grid | Not Tested Not Tested Not Tested UTR
CF Stinson Premier D Not Tested Not Tested Not Tested UTR
CF Stinson Prime A Denied Denied Denied UTR
CF Stinson Prisma X C Approved Approved Approved UTR
CF Stinson Prodigy K Not Tested Not Tested Not Tested UTR
CF Stinson Profile X B Denied Denied Denied UTR
CF Stinson Promenade / Promenade 2.0 X G Approved Approved Approved RR

CF Stinson Queue X G Approved Approved Approved RR

CF Stinson Raffia / Raffia 2.0 X D Approved Approved Approved UTR
CF Stinson Rain Pool | Not Tested Not Tested Not Tested UTR
CF Stinson Rally X C Approved Approved Approved UTR
CF Stinson Reef E Approved Approved Approved UTR
CF Stinson Retrograde X C Approved Approved Approved RR

CF Stinson Revolve / Revolve 2.0 X H Approved Approved Approved UTR
CF Stinson Rhythm L Denied Denied Denied UTR
CF Stinson Rialto X Cc Approved Approved Approved UTR
CF Stinson Riddle X C Approved Approved Approved UTR
CF Stinson Ripple / Ripple 2.0 X H Approved Approved Approved UTR
CF Stinson Ritz D Approved Approved Approved UTR
CF Stinson River J Not Tested Not Tested Not Tested UTR
CF Stinson Rivera X Cc Not Tested Not Tested Not Tested UTR
CF Stinson Roadmap F Not Tested Not Tested Not Tested UTR
CF Stinson Rogue Il X C Approved Approved Approved UTR
CF Stinson Round Trip | Approved Approved Approved UTR
CF Stinson Route Cc Approved Approved Approved UTR
CF Stinson Rubric H Not Tested Not Tested Not Tested UTR
CF Stinson Runway C Approved Approved Approved UTR
CF Stinson Salinas X J Approved Approved Approved UTR
CF Stinson San Simeon X H Approved Approved Approved UTR
CF Stinson Sarto E Not Tested Not Tested Not Tested UTR
CF Stinson Satchel Cc Approved Approved Approved UTR
CF Stinson Scoprena | Not Tested Not Tested Not Tested UTR
CF Stinson Scout / Scout 2.0 X C Approved Approved Approved UTR
CF Stinson Script / Script 2.0 X D Approved Approved Approved UTR
CF Stinson Sea of Clouds F Not Tested Not Tested Not Tested UTR
CF Stinson Season | Not Tested Not Tested Not Tested UTR
CF Stinson Sedona X | Approved Approved Approved UTR
CF Stinson Sensor F Approved Approved Approved UTR
CF Stinson Sentiero D Not Tested Not Tested Not Tested UTR
CF Stinson Sentry - HC / Sentry - HC 2.0 X Cc Approved Approved Approved UTR
CF Stinson Sequence Cc Approved Approved Approved UTR
CF Stinson Serene K Not Tested Not Tested Not Tested UTR
CF Stinson Shantung / Shantung 2.0 X Cc Approved Approved Approved UTR
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CF Stinson Shift Cc Approved Approved Approved UTR
CF Stinson Shimmy D Approved Approved Approved UTR
CF Stinson Shuffle J Approved Approved Approved UTR
CF Stinson Sight Line X B Denied Denied Denied UTR
CF Stinson Silicone-Avail G Approved Approved Approved UTR
CF Stinson Sirocco X | Approved Approved Approved UTR
CF Stinson Sleek / Sleek 2.0 X C Approved Approved Approved UTR
CF Stinson Sleeping Bear Dunes X H Approved Approved Approved UTR
CF Stinson Smoothie / Smoothie 2.0 X C Approved Approved Approved UTR
CF Stinson Soft Spot C Not Tested Not Tested Not Tested UTR
CF Stinson Solitaire X B Approved Approved Approved UTR
CF Stinson Splice J Approved Approved Approved UTR
CF Stinson Spree B Denied Denied Denied UTR
CF Stinson Sprint B Approved Approved Approved UTR
CF Stinson Square One X Cc Approved Approved Approved UTR
CF Stinson Stage D Not Tested Not Tested Not Tested UTR
CF Stinson Stallion F Not Tested Not Tested Not Tested UTR
CF Stinson Staple X B Approved Approved Approved UTR
CF Stinson Stat-Con F Denied Denied Denied UTR
CF Stinson Stellar C Approved Approved Approved UTR
CF Stinson Stitch In Time X B Approved Approved Approved UTR
CF Stinson Storyboard X J Approved Approved Approved UTR
CF Stinson Strand X D Approved Approved Approved UTR
CF Stinson Stratford L Approved Approved Approved UTR
CF Stinson Stride X D Approved Approved Approved UTR
CF Stinson Studio D Not Tested Not Tested Not Tested UTR
CF Stinson Stuff L Not Tested Not Tested Not Tested UTR
CF Stinson Swipe X | Approved Approved Approved UTR
CF Stinson Swivel X | Approved Approved Approved UTR
CF Stinson Sylvan K Not Tested Not Tested Not Tested UTR
CF Stinson Sync X G Approved Approved Approved UTR
CF Stinson Tally C Denied Denied Denied UTR
CF Stinson Tangram X E Approved Approved Approved UTR
CF Stinson Tender X | Approved Approved Approved UTR
CF Stinson Tendril / Tendril 2.0 X Cc Approved Approved Approved UTR
CF Stinson Terra F Not Tested Not Tested Not Tested UTR
CF Stinson Tessuto / Tessuto 2.0 X Cc Not Tested Not Tested Not Tested UTR
CF Stinson Tidbit F Approved Approved Approved UTR
CF Stinson Tides J Not Tested Not Tested Not Tested UTR
CF Stinson Tilt Cc Not Tested Not Tested Not Tested UTR
CF Stinson Tinker G Not Tested Not Tested Not Tested UTR
CF Stinson Torus X F Approved Approved Approved UTR
CF Stinson Touch Base X D Approved Approved Approved UTR
CF Stinson Touchstone Cc Approved Approved Approved UTR
CF Stinson Tranquility X H Denied Denied Denied UTR
CF Stinson Trio X H Approved Approved Approved UTR
CF Stinson Truss J Not Tested Not Tested Not Tested UTR
CF Stinson Tuft F Not Tested Not Tested Not Tested UTR
CF Stinson Tussah X B Denied Denied Denied UTR
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CF Stinson Twist | Not Tested Not Tested Not Tested UTR
CF Stinson Valise X B Approved Approved Approved UTR
CF Stinson Vapor X K Not Tested Not Tested Not Tested UTR
CF Stinson Vector D Approved Approved Approved UTR
CF Stinson Verge | Not Tested Not Tested Not Tested UTR
CF Stinson Volterra-HC X | Approved Approved Approved UTR
CF Stinson Vortexia / Vortexia 2.0 X H Approved Approved Approved UTR
CF Stinson Walk The Line / Walk The Line 2.0 X J Approved Approved Approved RR

CF Stinson Waterwand / Waterwand 2.0 F Approved Approved Approved UTR
CF Stinson Weft Cc Not Tested Not Tested Not Tested UTR
CF Stinson Whirl X H Approved Approved Approved UTR
CF Stinson Wicker / Wicker 2.0 X F Approved Approved Approved UTR
CF Stinson Winnly X D Approved Approved Approved UTR
CF Stinson Wyatt X C Approved Approved Approved UTR
CF Stinson Ybor X Cc Approved Approved Approved UTR
CF Stinson Ziggy / Ziggy 2.0 X C Approved Approved Approved UTR
Chivasso / Jab My Love CcoM Denied Denied Denied UTR
Concertex Aberdeen CcoM Approved Approved Approved UTR
Concertex Affinity F Not Tested Not Tested Not Tested UTR
Concertex Allegory CcoM Not Tested Not Tested Not Tested UTR
Concertex Andes COoM Not Tested Not Tested Not Tested UTR
Concertex Apex CcoM Not Tested Not Tested Not Tested UTR
Concertex Argon CcoM Not Tested Not Tested Not Tested UTR
Concertex Ascend COoM Not Tested Not Tested Not Tested UTR
Concertex Asteria COoM Not Tested Not Tested Not Tested UTR
Concertex Baubles COoM Not Tested Not Tested Not Tested UTR
Concertex Bliss COoM Not Tested Not Tested Not Tested UTR
Concertex Brilliant COoM Denied Denied Denied UTR
Concertex Cambridge CcoM Approved Approved Approved UTR
Concertex Chester COoM Not Tested Not Tested Not Tested UTR
Concertex Contexture Kreta COoM Not Tested Not Tested Not Tested UTR
Concertex Core COoM Not Tested Not Tested Not Tested UTR
Concertex Crushed CcoM Approved Approved Approved UTR
Concertex Cubist COoM Not Tested Not Tested Not Tested UTR
Concertex Dakar COoM Not Tested Not Tested Not Tested UTR
Concertex Dalliance COoM Not Tested Not Tested Not Tested UTR
Concertex Delirium CcoM Approved Approved Approved UTR
Concertex Divergent CcoM Not Tested Not Tested Not Tested UTR
Concertex Dresden CcoM Approved Approved Approved UTR
Concertex Drive COoM Not Tested Not Tested Not Tested UTR
Concertex Dublin COoM Not Tested Not Tested Not Tested UTR
Concertex Eclat CcoM Approved Approved Approved UTR
Concertex Emu CcoM Approved Approved Approved UTR
Concertex Eos CcoM Approved Approved Approved UTR
Concertex Essential CcoM Approved Approved Approved UTR
Concertex Falling Stars CcoM Approved Approved Approved UTR
Concertex Flash COoM Denied Denied Denied UTR
Concertex Flow COoM Not Tested Not Tested Not Tested UTR
Concertex Flux CcoM Approved Approved Approved UTR
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Concertex Gaia COoM Not Tested Not Tested Not Tested UTR
Concertex Granite CcoM Approved Approved Approved UTR
Concertex Grove COoM Not Tested Not Tested Not Tested UTR
Concertex Heritage CcoM Approved Approved Approved UTR
Concertex Hidalgo CcoM Approved Approved Approved UTR
Concertex Highlands CcoM Not Tested Not Tested Not Tested UTR
Concertex Inception CcoM Approved Approved Approved UTR
Concertex Interlock COoM Not Tested Not Tested Not Tested UTR
Concertex Lorie COoM Denied Denied Denied UTR
Concertex Lumiere CcoM Approved Approved Approved UTR
Concertex Luxe CcoM Approved Approved Approved UTR
Concertex Maze COoM Not Tested Not Tested Not Tested UTR
Concertex Meru COoM Not Tested Not Tested Not Tested UTR
Concertex Napoli CcoM Not Tested Not Tested Not Tested UTR
Concertex Natuur COoM Denied Denied Denied UTR
Concertex Nuance CcoM Approved Approved Approved UTR
Concertex Oasis CcoM Approved Approved Approved UTR
Concertex Parallel CcoM Approved Approved Approved UTR
Concertex Pascal CcoM Approved Approved Approved UTR
Concertex Pebbled CcoM Approved Approved Approved UTR
Concertex Perret COoM Not Tested Not Tested Not Tested UTR
Concertex Pixel COoM Not Tested Not Tested Not Tested UTR
Concertex Quadrant COoM Not Tested Not Tested Not Tested UTR
Concertex Rendezvous COoM Not Tested Not Tested Not Tested UTR
Concertex Revive COoM Not Tested Not Tested Not Tested UTR
Concertex Rise CcoM Approved Approved Approved UTR
Concertex Rustique CcoM Not Tested Not Tested Not Tested UTR
Concertex Sebago CcoM Not Tested Not Tested Not Tested UTR
Concertex Serpent CcoM Not Tested Not Tested Not Tested UTR
Concertex Sirocco COoM Not Tested Not Tested Not Tested UTR
Concertex Solitaire COoM Not Tested Not Tested Not Tested UTR
Concertex Spectra CcoM Not Tested Not Tested Not Tested UTR
Concertex Tangier CcoM Not Tested Not Tested Not Tested UTR
Concertex Thalia COoM Not Tested Not Tested Not Tested UTR
Concertex Trove COoM Not Tested Not Tested Not Tested UTR
Concertex Valiant COoM Not Tested Not Tested Not Tested UTR
Concertex Versa COoM Not Tested Not Tested Not Tested UTR
Concertex Verve CcoM Approved Approved Approved UTR
Concertex Vibrato CcoM Approved Approved Approved UTR
Concertex Vita CcoM Approved Approved Approved UTR
Concertex Voltage CcoM Not Tested Not Tested Not Tested UTR
Concertex Voyager CcoM Not Tested Not Tested Not Tested UTR
Concertex Wander CoM Not Tested Not Tested Not Tested UTR
Concertex Zenus Hybrid Vibrato CcoM Approved Approved Approved UTR
Coral Fabrics Valencia CcoM Approved Approved Approved UTR
Coral Fabrics Vivid CcoM Approved Approved Approved UTR
Coral Fabrics Vortex CcoM Approved Approved Approved UTR
Cortina Leathers Athene coL Not Tested Not Tested Not Tested LEATHER
Creation Baumann Cavallo Coco COoM Not Tested Not Tested Not Tested UTR
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Creation Baumann Cavallo Piu COoM Not Tested Not Tested Not Tested UTR

CTL Leather Inc Classic Madras coL Approved Approved Approved LEATHER
CTL Leather Inc Meridian coL Not Tested Not Tested Not Tested LEATHER
CTL Leather Inc Paradiso coL Denied Denied Denied LEATHER
CTL Leather Inc Preston coL Approved Approved Approved LEATHER
Culp Cantina CcoM Approved Approved Approved UTR
Culp Dillon CcoM Not Tested Not Tested Not Tested UTR
Culp Hathaway CcoM Approved Approved Approved UTR
Culp Truman CcoM Approved Approved Approved UTR
Culp Winslow CcoM Approved Approved Approved UTR
Culp Contract Dillon CcoM Approved Approved Approved UTR
Culp Contract Rushmore CcoM Not Tested Not Tested Not Tested UTR

Dani Leather Costarica W Approved Approved Approved LEATHER
Dani Leather Florida coL Not Tested Not Tested Not Tested LEATHER
Dani Leather Nabuk coL Not Tested Not Tested Not Tested LEATHER
Dedar Eero COoM Not Tested Not Tested Not Tested UTR
Designers Guild Arona CcoM Not Tested Not Tested Not Tested UTR
Designtex 625/3004656-3 coL Not Tested Not Tested Not Tested LEATHER
Designtex 625/30046997-7 coL Not Tested Not Tested Not Tested LEATHER
Designtex 9416 Blossom CcoM Not Tested Not Tested Not Tested UTR
Designtex Adler E Not Tested Not Tested Not Tested UTR
Designtex Airy | Denied Denied Denied UTR
Designtex Alcazar D Approved Approved Approved UTR
Designtex Alphabet Cc Not Tested Not Tested Not Tested UTR
Designtex Amwell CcoM Not Tested Not Tested Not Tested UTR
Designtex Angle J Denied Denied Denied RR
Designtex Appleseed F Approved Approved Approved UTR
Designtex Arne D Approved Approved Approved UTR
Designtex Aspect C Approved Approved Approved UTR
Designtex Atria | Not Tested Not Tested Not Tested UTR
Designtex Barcelona Crypton D Approved Approved Approved UTR
Designtex Bark Cloth F Approved Approved Approved UTR
Designtex Beguiled by the Wild, 3043 | Not Tested Not Tested Not Tested UTR
Designtex Big Dot F Approved Approved Approved UTR
Designtex Big Texture G Approved Approved Approved UTR
Designtex Billiard Cloth Cc Approved Approved Approved UTR
Designtex Billiard Panel D Denied Denied Denied UTR
Designtex Billiard Wall E Denied Denied Denied UTR
Designtex Birdseye C Approved Approved Approved UTR
Designtex BitDrift H Approved Approved Approved UTR
Designtex Bixby Macro L Approved Approved Approved RR
Designtex Bloomer CcoM Approved Approved Approved UTR
Designtex Boucle Houndstooth F Not Tested Not Tested Not Tested UTR
Designtex Boucle Melange H Approved Approved Approved UTR
Designtex Brushed Flannel Cc Approved Approved Approved UTR
Designtex Building Blocks G Approved Approved Approved UTR
Designtex Burrard K Not Tested Not Tested Not Tested UTR
Designtex Burrard Ground Cloth G Approved Approved Approved UTR
Designtex C.S. Everywhere CcoM Not Tested Not Tested Not Tested UTR
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Designtex C.S. Gamut KP Wipeable CcoM Not Tested Not Tested Not Tested UTR

Designtex C.S. Horizon CcoM Not Tested Not Tested Not Tested UTR
Designtex C.S. Jumper KP Wipeable CcoM Not Tested Not Tested Not Tested UTR
Designtex C.S. Pennant Kp Wipeable CcoM Not Tested Not Tested Not Tested UTR
Designtex C.S. Standard KP Wipeable CcoM Not Tested Not Tested Not Tested UTR
Designtex C.S. Ticket CcoM Not Tested Not Tested Not Tested UTR
Designtex C0244 C.S. Plexus KP Wipeable CcoM Not Tested Not Tested Not Tested UTR
Designtex C0247 C.S. Concentric KP Wipeable CcoM Not Tested Not Tested Not Tested UTR
Designtex Cesta C Denied Denied Denied UTR
Designtex Chamonix Crypton D Not Tested Not Tested Not Tested UTR
Designtex Check J Not Tested Not Tested Not Tested UTR
Designtex Chenille Chevron K Approved Approved Approved RR

Designtex Chiyogami | Denied Denied Denied UTR
Designtex Chunky Tweed H Approved Approved Approved UTR
Designtex Circle Jacquard CcoM Approved Approved Approved UTR
Designtex Circulate CcoM Not Tested Not Tested Not Tested UTR
Designtex Clad Celliant E Approved Approved Approved UTR
Designtex Clerkenwell CcoM Not Tested Not Tested Not Tested UTR
Designtex Clew X D Denied Denied Denied UTR
Designtex Cloud Velvet D Approved Approved Approved UTR
Designtex Concentric L Approved Approved Approved UTR
Designtex Corded H Approved Approved Approved RR

Designtex Cozy Texture C Not Tested Not Tested Not Tested UTR
Designtex CrissCross X | Approved Approved Approved UTR
Designtex Crossweave C Approved Approved Approved UTR
Designtex Crosswind X F Approved Approved Approved UTR
Designtex Cubitt X | Approved Approved Approved UTR
Designtex Current X F Approved Approved Approved UTR
Designtex Curve F Not Tested Not Tested Not Tested UTR
Designtex Dapple X H Approved Approved Approved UTR
Designtex Decibel X D Denied Denied Denied UTR
Designtex Distressed Texture X G Approved Approved Approved UTR
Designtex Double Weave J Approved Approved Approved UTR
Designtex Everywhere Texture X E Approved Approved Approved UTR
Designtex Facet CcoM Not Tested Not Tested Not Tested UTR
Designtex Felt 2Mm J Denied Denied Denied UTR
Designtex Five Cities X J Approved Approved Approved UTR
Designtex Flow X J Approved Approved Approved UTR
Designtex FOMO F Approved Approved Approved UTR
Designtex Forestbound X E Approved Approved Approved UTR
Designtex Gale X E Approved Approved Approved UTR
Designtex Gamut B Approved Approved Approved UTR
Designtex Gather D Approved Approved Approved UTR
Designtex Geometric Il X CcoM Approved Approved Approved UTR
Designtex Glamp K Not Tested Not Tested Not Tested UTR
Designtex Glimmer E Approved Approved Approved UTR
Designtex Gravity X Cc Denied Denied Denied UTR
Designtex Grenoble Crypton D Not Tested Not Tested Not Tested UTR
Designtex Habitat H Approved Approved Approved UTR
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Designtex Handsome Plaid CcoM Approved Approved Approved UTR
Designtex Hashtag Cc Approved Approved Approved UTR
Designtex Hatchmark J Approved Approved Approved UTR
Designtex Heather G Approved Approved Approved UTR
Designtex Helsinki Crypton D Approved Approved Approved UTR
Designtex Hem Stitch E Approved Approved Approved UTR
Designtex Hillside H Approved Approved Approved UTR
Designtex Hint F Approved Approved Approved UTR
Designtex Holmes | Approved Approved Approved UTR
Designtex Hyde C Approved Approved Approved UTR
Designtex Imprint K Denied Denied Denied UTR
Designtex Ink H Approved Approved Approved UTR
Designtex Interlude H Approved Approved Approved UTR
Designtex Interplay K Denied Denied Denied UTR
Designtex lota D Approved Approved Approved UTR
Designtex Jumper H Approved Approved Approved UTR
Designtex Kabuto | Denied Denied Denied UTR
Designtex Keen G Approved Approved Approved UTR
Designtex Kin | Approved Approved Approved UTR
Designtex Kith D Approved Approved Approved UTR
Designtex Lake Placid Crypton D Approved Approved Approved UTR
Designtex Lambert J Denied Denied Denied UTR
Designtex Large Scale Geometric CcoM Approved Approved Approved UTR
Designtex Layer E Approved Approved Approved UTR
Designtex Leap E Approved Approved Approved UTR
Designtex Line Up F Not Tested Not Tested Not Tested UTR
Designtex Line Variations J Approved Approved Approved UTR
Designtex Linen Like E Approved Approved Approved UTR
Designtex Linnen E Approved Approved Approved UTR
Designtex Little Dot F Approved Approved Approved UTR
Designtex London Crypton D Not Tested Not Tested Not Tested UTR
Designtex Loop to Loop | Not Tested Not Tested Not Tested UTR
Designtex Lounge D Approved Approved Approved UTR
Designtex Lumi | Approved Approved Approved UTR
Designtex Luster F Not Tested Not Tested Not Tested UTR
Designtex Mackintosh D Approved Approved Approved UTR
Designtex Mateo F Not Tested Not Tested Not Tested UTR
Designtex Measure F Approved Approved Approved UTR
Designtex Melange D Approved Approved Approved UTR
Designtex Metallo D Approved Approved Approved UTR
Designtex Metta D Not Tested Not Tested Not Tested UTR
Designtex Mexico City Crypton D Approved Approved Approved UTR
Designtex Microgrid E Not Tested Not Tested Not Tested UTR
Designtex Mohair Plus CcoM Approved Approved Approved UTR
Designtex Montreal Crypton D Approved Approved Approved UTR
Designtex Moquette CcoM Approved Approved Approved UTR
Designtex Motley H Not Tested Not Tested Not Tested UTR
Designtex Mountainous J Not Tested Not Tested Not Tested UTR
Designtex Myddleton CcoM Not Tested Not Tested Not Tested UTR
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Designtex Nagano Crypton D Not Tested Not Tested Not Tested UTR
Designtex Nest F Not Tested Not Tested Not Tested UTR
Designtex Net M Approved Approved Approved UTR
Designtex Nook D Approved Approved Approved UTR
Designtex Nova CcoM Not Tested Not Tested Not Tested UTR
Designtex Ori K Denied Denied Denied UTR
Designtex Oslo Crypton E Not Tested Not Tested Not Tested UTR
Designtex Overtone B Not Tested Not Tested Not Tested UTR
Designtex Particle | Not Tested Not Tested Not Tested UTR
Designtex Pause E Approved Approved Approved UTR
Designtex Pennant J Approved Approved Approved UTR
Designtex Pennant Celliant M Approved Approved Approved UTR
Designtex Pentimento CcoM Not Tested Not Tested Not Tested UTR
Designtex Phenomena | Approved Approved Approved UTR
Designtex Picnic J Approved Approved Approved UTR
Designtex Piezo CcoM Not Tested Not Tested Not Tested UTR
Designtex Pika D Approved Approved Approved UTR
Designtex Pivot E Approved Approved Approved UTR
Designtex Pixel | Approved Approved Approved UTR
Designtex Pixel Cloud J Approved Approved Approved UTR
Designtex Plaid L Not Tested Not Tested Not Tested UTR
Designtex Plexus CcoM Approved Approved Approved UTR
Designtex Plus | Denied Denied Denied UTR
Designtex Plush Grid F Not Tested Not Tested Not Tested UTR
Designtex Prime C Denied Denied Denied UTR
Designtex Queue K Approved Approved Approved UTR
Designtex Raia L Approved Approved Approved UTR
Designtex Rainwater H Not Tested Not Tested Not Tested UTR
Designtex Rein C Denied Denied Denied UTR
Designtex Reppweave D Approved Approved Approved UTR
Designtex Rider E Approved Approved Approved UTR
Designtex Rise C Not Tested Not Tested Not Tested UTR
Designtex River Lea G Approved Approved Approved RR

Designtex Rocket B Approved Approved Approved UTR
Designtex Rome Crypton D Not Tested Not Tested Not Tested UTR
Designtex Rotary | Approved Approved Approved UTR
Designtex Roundel J Not Tested Not Tested Not Tested UTR
Designtex Sail | Approved Approved Approved UTR
Designtex Salsa F Not Tested Not Tested Not Tested UTR
Designtex Salt Lake Crypton D Not Tested Not Tested Not Tested UTR
Designtex Sapporo Crypton D Approved Approved Approved UTR
Designtex Senecal B Not Tested Not Tested Not Tested UTR
Designtex Sidetrack D Approved Approved Approved RR

Designtex Silicone Cheer K Not Tested Not Tested Not Tested UTR
Designtex Silicone Element E Approved Approved Approved UTR
Designtex Silicone Element Celliant J Approved Approved Approved UTR
Designtex Silicone Lane J Not Tested Not Tested Not Tested UTR
Designtex Silicone Level H Not Tested Not Tested Not Tested UTR
Designtex Silicone Nappa H Not Tested Not Tested Not Tested UTR
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Designtex Silicone Range H Not Tested Not Tested Not Tested UTR
Designtex Silicone Reveal H Not Tested Not Tested Not Tested UTR
Designtex Silicone Roundabout M Not Tested Not Tested Not Tested UTR
Designtex Silicone Skyline J Not Tested Not Tested Not Tested UTR
Designtex Singing In The Rain CcoM Denied Denied Denied UTR
Designtex Sketch G Approved Approved Approved UTR
Designtex Social Dance X J Approved Approved Approved UTR
Designtex Sorano C Approved Approved Approved UTR
Designtex Speckle Boucle F Approved Approved Approved UTR
Designtex Spin G Not Tested Not Tested Not Tested UTR
Designtex Spree G Approved Approved Approved UTR
Designtex Stamp M Not Tested Not Tested Not Tested UTR
Designtex Standard K Approved Approved Approved UTR
Designtex Starburst L Approved Approved Approved UTR
Designtex Stockholm Crypton E Approved Approved Approved UTR
Designtex Stratum J Approved Approved Approved UTR
Designtex Sunburst K Approved Approved Approved UTR
Designtex Tack Cloth | Approved Approved Approved UTR
Designtex Tailor H Approved Approved Approved UTR
Designtex Tangram G Not Tested Not Tested Not Tested UTR
Designtex Terra E Approved Approved Approved UTR
Designtex The Thames K Not Tested Not Tested Not Tested RR

Designtex Tilt | Approved Approved Approved UTR
Designtex Tiny Boucle F Approved Approved Approved UTR
Designtex Tiny Herringbone G Approved Approved Approved UTR
Designtex Tour Cc Approved Approved Approved UTR
Designtex Traveler F Not Tested Not Tested Not Tested UTR
Designtex Treeline | Approved Approved Approved UTR
Designtex Trim | Approved Approved Approved UTR
Designtex Trouvaille K Not Tested Not Tested Not Tested UTR
Designtex Trove Cc Approved Approved Approved UTR
Designtex Tweed Multi C Approved Approved Approved UTR
Designtex Tweedy Twill C Approved Approved Approved UTR
Designtex Ulster Cc Denied Denied Denied UTR
Designtex Ulster Upholstery Cc Approved Approved Approved UTR
Designtex Velocity D Denied Denied Denied UTR
Designtex Velvet Corduroy | Not Tested Approved Approved RR

Designtex Vero E Not Tested Not Tested Not Tested UTR
Designtex Vertex CcoM Not Tested Not Tested Not Tested UTR
Designtex w E Approved Approved Approved UTR
Designtex Wanderer D Not Tested Not Tested Not Tested UTR
Designtex Wannabe F Denied Denied Denied UTR
Designtex Wannabe Rib G Denied Denied Denied UTR
Designtex Wayside H Not Tested Not Tested Not Tested UTR
Designtex Wend D Approved Approved Approved UTR
Designtex Whim E Approved Approved Approved UTR
Designtex Wildflower CcoM Not Tested Not Tested Not Tested UTR
Designtex Woolish Cc Approved Approved Approved UTR
Designtex Wrap | Not Tested Not Tested Not Tested UTR
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DL Couch, Eykon, Trilkes Align Uph CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Arriero CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes Casablanca CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Crosswire CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Cruise CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Cyber CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Dante CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes Dash Uph CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Elevation CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Elle CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Essex CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Flection CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Fleming CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes Flourish CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Force CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Foster CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes Fresco CcoM Approved Approved Approved RR

DL Couch, Eykon, Trilkes Gibraltar CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Grant CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Haven CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Hero CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Jargon CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Kindred CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes King CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Lorraine CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Lynx CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Merit CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Nexus CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Opulence CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Panache CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Pivot Uph CcoM Denied Denied Denied UTR
DL Couch, Eykon, Trilkes Plush Life CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Quincy CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Ravenna CcoM Approved Approved Approved RR

DL Couch, Eykon, Trilkes Regal CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes Sketch Uph CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Steinbeck Writers Block CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Sullivan CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Sync CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Tilburg CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Timeless CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes Topology CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Trajectory CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Vega Uph CcoM Not Tested Not Tested Not Tested UTR
DL Couch, Eykon, Trilkes Venture CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Vitality CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Windsor CcoM Denied Denied Denied UTR
DL Couch, Eykon, Trilkes Zealous CcoM Approved Approved Approved UTR
DL Couch, Eykon, Trilkes Zurich CcoM Approved Approved Approved RR
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DMS Serena X Approved Approved Approved LEATHER
Douglass Berwick Tweed CcoM Approved Approved Approved UTR
Douglass Casablanca CcoM Approved Approved Approved UTR
Douglass Como CcoM Not Tested Not Tested Not Tested UTR
Douglass Hitch Neo CcoM Not Tested Not Tested Not Tested UTR
Douglass Relax CcoM Not Tested Not Tested Not Tested UTR
Douglass Vanguard CcoM Not Tested Not Tested Not Tested UTR
Duralee 15653 COoM Denied Denied Denied UTR
Edelman All Grain E1 Approved Approved Approved LEATHER
Edelman All Grain Noir coL Approved Approved Approved LEATHER
Edelman Big Foot coL Denied Denied Denied LEATHER
Edelman Brulee coL Approved Approved Approved LEATHER
Edelman Cashmere Calf coL Not Tested Not Tested Not Tested LEATHER
Edelman Cavallini coL Not Tested Not Tested Not Tested LEATHER
Edelman Dashing coL Not Tested Not Tested Not Tested LEATHER
Edelman Distressed Leather coL Approved Approved Approved LEATHER
Edelman Free Range coL Not Tested Not Tested Not Tested LEATHER
Edelman Helm by Ilse Crawford (Dream Cow) E1 Approved Approved Approved LEATHER
Edelman Luxe Calf coL Denied Denied Denied LEATHER
Edelman Metallic Dream Cow coL Approved Approved Approved LEATHER
Edelman Oath by Ilse Crawford (Luv-a-Bull) E3 Approved Approved Approved LEATHER
Edelman Olde English coL Approved Approved Approved LEATHER
Edelman Onix coL Approved Approved Approved LEATHER
Edelman Pin Seal coL Denied Denied Denied LEATHER
Edelman Poem by Ilse Crawford (Stella) E2 Approved Approved Approved LEATHER
Edelman Royal Hide E2 Approved Approved Approved LEATHER
Edelman Royal Suede coL Denied Denied Denied LEATHER
Edelman Shrunken Buffalo Bull coL Denied Denied Denied LEATHER
Edelman Supersoft coL Not Tested Not Tested Not Tested LEATHER
Edelman Whole Grain coL Denied Denied Denied LEATHER
Edelman Woven Leather coL Not Tested Not Tested Not Tested LEATHER
Elitis Flanelle CcoM Approved Approved Approved UTR
Elmo Leather Elmocoast / Neocoast W Approved Approved Approved LEATHER
Elmo Leather Elmonordic IV coL Not Tested Not Tested Not Tested LEATHER
Elmo Leather Elmorustrical VIII coL Not Tested Not Tested Not Tested LEATHER
Elmo Leather Elmosoft X Approved Approved Approved LEATHER
Elmo Leather Elmotique coL Approved Approved Approved LEATHER
Emblem Endurance Velvet COoM Not Tested Not Tested Not Tested UTR
Ennis Fabrics Turner CcoM Approved Approved Approved UTR
Enviroleather LDI Berkshire Gen 1 COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Berkshire Gen 4 COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI California Gen 1 COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI California Gen 4 CoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Cama COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Champagne CcoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Habitat COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Harmony CcoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Holistic COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Linen COoM Not Tested Not Tested Not Tested UTR
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Enviroleather LDI Montana Gen 1 COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Montana Gen 4 COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Purl COoM Not Tested Not Tested Not Tested UTR
Enviroleather LDI Wyoming CcoM Denied Denied Denied UTR
Erica Shamrock Below Deck COoM Not Tested Not Tested Not Tested UTR
Erica Shamrock Cinema COoM Not Tested Not Tested Not Tested RR
Erica Shamrock Gypsy CcoM Not Tested Not Tested Not Tested UTR
Erica Shamrock Mirage CcoM Not Tested Not Tested Not Tested UTR
Erica Shamrock Savannah COoM Not Tested Not Tested Not Tested UTR
Erica Shamrock Slacker CcoM Approved Approved Approved UTR
Fabricut 04250 VY CcoM Approved Approved Approved UTR
Fabricut Albany CcoM Not Tested Not Tested Not Tested UTR
Fabricut Atomic CcoM Approved Approved Approved UTR
Fabricut Bellagio CcoM Approved Approved Approved UTR
Fabricut Camp Fire CcoM Not Tested Not Tested Not Tested UTR
Fabricut Campbell CcoM Approved Approved Approved UTR
Fabricut Casanova CcoM Approved Approved Approved UTR
Fabricut Chief CcoM Approved Approved Approved UTR
Fabricut Copley CcoM Not Tested Not Tested Not Tested UTR
Fabricut Curio COoM Not Tested Not Tested Not Tested UTR
Fabricut Discovery CcoM Not Tested Not Tested Not Tested UTR
Fabricut Empire CcoM Approved Approved Approved UTR
Fabricut Fletcher CcoM Approved Approved Approved RR
Fabricut Ilion CcoM Approved Approved Approved UTR
Fabricut Kingston CcoM Not Tested Not Tested Not Tested RR
Fabricut Moxie Mohair COoM Not Tested Not Tested Not Tested UTR
Fabricut Norway CcoM Not Tested Not Tested Not Tested UTR
Fabricut Roosevelt COoM Not Tested Not Tested Not Tested UTR
Fabricut Russell CcoM Approved Approved Approved UTR
Fabricut Tundra CcoM Approved Approved Approved UTR
Fabricut Vertex CcoM Approved Approved Approved UTR
Febrik Drop CcoM Not Tested Not Tested Not Tested UTR
Febrik Gentle 2 COoM Not Tested Not Tested Not Tested UTR
Febrik Husk COoM Not Tested Not Tested Not Tested UTR
Febrik Mizmaze COoM Not Tested Not Tested Not Tested UTR
Febrik Mosaic 2 COoM Not Tested Not Tested Not Tested UTR
Febrik Razzle Dazzle COoM Not Tested Not Tested Not Tested UTR
Febrik Triangle CcoM Denied Denied Denied UTR
Febrik Uniform Melange CcoM Approved Approved Approved UTR
Fil Doux Alto COoM Not Tested Not Tested Not Tested UTR
Fil Doux Badu COoM Not Tested Not Tested Not Tested UTR
Fil Doux Charleston COoM Not Tested Not Tested Not Tested UTR
Fil Doux Elliot CcoM Approved Approved Approved UTR
Fil Doux Fort Greene COoM Not Tested Not Tested Not Tested UTR
Fil Doux Jefe CcoM Approved Approved Approved UTR
Fil Doux Mundano CcoM Approved Approved Approved UTR
Fil Doux Overcast COoM Not Tested Not Tested Not Tested UTR
Fil Doux Park Slope CcoM Not Tested Not Tested Not Tested UTR
Fil Doux Rangers coL Not Tested Not Tested Not Tested LEATHER
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Fil Doux Relax COoM Not Tested Not Tested Not Tested UTR
Fil Doux Saloon coL Not Tested Not Tested Not Tested LEATHER
Fil Doux Sedona CcoM Approved Approved Approved UTR
Fil Doux Splendor CcoM Not Tested Not Tested Not Tested UTR
Floor Thirteen Textiles London COoM Not Tested Not Tested Not Tested UTR
Gabriel Cyber CcoM Approved Approved Approved UTR
Gabriel Europost 2 CcoM Approved Approved Approved UTR
Gabriel Focus Melange CcoM Approved Approved Approved UTR
Gabriel Focus Royal CcoM Not Tested Not Tested Not Tested UTR
Gabriel Medley CcoM Not Tested Not Tested Not Tested UTR
Gabriel Noma CcoM Approved Approved Approved UTR
Gabriel Step Melange CcoM Approved Approved Approved UTR
Gabriel Swing CcoM Not Tested Not Tested Not Tested UTR
Gabriel Tailor COoM Not Tested Not Tested Not Tested UTR
Garrett Leather Avion coL Approved Approved Approved LEATHER
Garrett Leather Bellissimo coL Not Tested Not Tested Not Tested LEATHER
Garrett Leather Berkshire coL Approved Approved Approved LEATHER
Garrett Leather Cadence coL Approved Approved Approved LEATHER
Garrett Leather Caressa Y Approved Approved Approved LEATHER
Garrett Leather Chatham coL Approved Approved Approved LEATHER
Garrett Leather Distressed coL Approved Approved Approved LEATHER
Garrett Leather Flight coL Not Tested Not Tested Not Tested LEATHER
Garrett Leather Journey coL Denied Denied Denied LEATHER
Garrett Leather Kenya coL Not Tested Not Tested Not Tested LEATHER
Garrett Leather Mystique coL Denied Denied Denied LEATHER
Garrett Leather Native coL Denied Denied Denied LEATHER
Garrett Leather Newport Club coL Denied Denied Denied LEATHER
Garrett Leather Resilience coL Approved Approved Approved LEATHER
Garrett Leather Sierrasoft coL Approved Approved Approved LEATHER
Garrett Leather Torino coL Approved Approved Approved LEATHER
Garrett Leather Vintage coL Approved Approved Approved LEATHER
Geiger Antico CcoM Approved Approved Approved UTR
Geiger Bellano CcoM Approved Approved Approved UTR
Geiger Boucle CcoM Not Tested Not Tested Not Tested UTR
Geiger Bristol coL Not Tested Not Tested Not Tested LEATHER
Geiger Button-Up CcoM Approved Approved Approved UTR
Geiger Cambrai CcoM Approved Approved Approved UTR
Geiger Capri CcoM Not Tested Not Tested Not Tested UTR
Geiger Cheswick CcoM Approved Approved Approved UTR
Geiger Claremont CcoM Approved Approved Approved UTR
Geiger Classic Velvet CcoM Approved Approved Approved UTR
Geiger Corded Stripe CcoM Approved Approved Approved UTR
Geiger Envy CcoM Not Tested Not Tested Not Tested UTR
Geiger Epingle CcoM Approved Approved Approved UTR
Geiger Foothills CcoM Approved Approved Approved UTR
Geiger Granno CcoM Approved Approved Approved UTR
Geiger Graphton CcoM Denied Denied Denied UTR
Geiger Harlow CcoM Not Tested Not Tested Not Tested UTR
Geiger Ingenue CcoM Approved Approved Approved UTR
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Geiger lota CcoM Approved Approved Approved UTR
Geiger Iron Cloth CcoM Approved Approved Approved UTR
Geiger Kalista CcoM Approved Approved Approved UTR
Geiger Lona del Sol CcoM Not Tested Not Tested Not Tested UTR
Geiger Merge CcoM Approved Approved Approved RR
Geiger Milaner CcoM Denied Denied Denied UTR
Geiger Overture CcoM Approved Approved Approved UTR
Geiger Panno di Dolce CcoM Not Tested Not Tested Not Tested UTR
Geiger Pantile CcoM Approved Approved Approved UTR
Geiger Piccolo CcoM Not Tested Not Tested Not Tested UTR
Geiger Pick-Stitch Plaid CcoM Not Tested Not Tested Not Tested UTR
Geiger Pristina CcoM Approved Approved Approved UTR
Geiger Renata CcoM Approved Approved Approved UTR
Geiger Resca CcoM Approved Approved Approved UTR
Geiger Saille CcoM Not Tested Not Tested Not Tested UTR
Geiger Semplice coL Not Tested Not Tested Not Tested LEATHER
Geiger Sommar CcoM Approved Approved Approved UTR
Geiger Staple CcoM Approved Approved Approved UTR
Geiger Striscia CcoM Approved Approved Approved UTR
Geiger Tattersall Reverse CcoM Approved Approved Approved UTR
Geiger True Herringbone CcoM Approved Approved Approved UTR
Geiger Twill Plaid CcoM Approved Approved Approved UTR
Geiger Vaquero CcoM Not Tested Not Tested Not Tested UTR
Geiger Vavare CcoM Not Tested Not Tested Not Tested UTR
Geiger Vesture CcoM Not Tested Not Tested Not Tested UTR
Geiger Wool Epingle CcoM Not Tested Not Tested Not Tested UTR
Geiger Wool Tweed CcoM Approved Approved Approved UTR
Glant Textiles Couture Melange N.3 CcoM Not Tested Not Tested Not Tested UTR
Glant Textiles Lombardia Tweed CcoM Approved Approved Approved UTR
Great Plains Braided COoM Not Tested Not Tested Not Tested UTR
Great Plains Gridlock COoM Not Tested Not Tested Not Tested UTR
Great Plains Pillow Talk COoM Not Tested Not Tested Not Tested UTR
Green Hides Concrete coL Not Tested Not Tested Not Tested LEATHER
Green Hides Fabian coL Not Tested Not Tested Not Tested LEATHER
Green Hides Lena X Approved Approved Approved LEATHER
Green Hides Pista coL Not Tested Not Tested Not Tested LEATHER
Green Hides Ranch coL Not Tested Not Tested Not Tested LEATHER
Green Hides Sierra coL Approved Approved Approved LEATHER
Green Hides Tango coL Approved Approved Approved LEATHER
Green Hides Venezia coL Not Tested Not Tested Not Tested LEATHER
Green Hides Vulcano coL Not Tested Not Tested Not Tested LEATHER
Green Hides Wild coL Not Tested Not Tested Not Tested LEATHER
Green Hides Windsor coL Not Tested Not Tested Not Tested LEATHER
Guilford of Maine Frolic CcoM Approved Approved Approved UTR
Harts Crafty CcoM Denied Denied Denied UTR
Haworth Big Diagonale CcoM Approved Approved Approved UTR
Haworth Blanket CcoM Approved Approved Approved UTR
Haworth Diagonale CcoM Not Tested Not Tested Not Tested UTR
Haworth Gauge CcoM Not Tested Not Tested Not Tested UTR

1/1/2025

49



HBF Abito CcoM Approved Approved Approved UTR
HBF Afghan CcoM Not Tested Not Tested Not Tested UTR
HBF Against The Grain CcoM Approved Approved Approved UTR
HBF Against the Grain 130 CcoM Approved Approved Approved UTR
HBF Agate Stripe CcoM Not Tested Not Tested Not Tested UTR
HBF Air Mail CcoM Approved Approved Approved RR
HBF All Terrain CcoM Approved Approved Approved UTR
HBF Argyle Boucle CcoM Approved Approved Approved UTR
HBF Attache coL Approved Approved Approved LEATHER
HBF Aviator coL Approved Approved Approved LEATHER
HBF Beetle COoM Not Tested Not Tested Not Tested UTR
HBF Belgian Meadow CcoM Approved Approved Approved UTR
HBF Brushed Canvas CcoM Approved Approved Approved UTR
HBF Bumpy CcoM Approved Approved Approved UTR
HBF Bunny CcoM Approved Approved Approved UTR
HBF Butterfly CcoM Approved Approved Approved UTR
HBF Caddy Corner CcoM Denied Denied Denied UTR
HBF Checkmate CcoM Approved Approved Approved UTR
HBF Cherished Knit CcoM Approved Approved Approved UTR
HBF Chubby Baby CcoM Denied Denied Denied UTR
HBF Cloud COoM Not Tested Not Tested Not Tested UTR
HBF Cloverleaf CcoM Approved Approved Approved UTR
HBF Color Code COoM Not Tested Not Tested Not Tested UTR
HBF Comfort Zone CcoM Approved Approved Approved UTR
HBF Complex CcoM Not Tested Not Tested Not Tested UTR
HBF Crafted Cloud CcoM Approved Approved Approved UTR
HBF Crafted Felt CcoM Approved Approved Approved UTR
HBF Crew Cut CcoM Approved Approved Approved UTR
HBF Crosstweed CcoM Approved Approved Approved UTR
HBF Cuddle Up CcoM Not Tested Not Tested Not Tested UTR
HBF Curtain Wall CcoM Approved Approved Approved UTR
HBF Cutout COoM Not Tested Not Tested Not Tested UTR
HBF Dashing CcoM Approved Approved Approved UTR
HBF Denim Wash CcoM Approved Approved Approved UTR
HBF Dot Grid CcoM Approved Approved Approved UTR
HBF Dot Structure CcoM Approved Approved Approved UTR
HBF Double Stitch CcoM Approved Approved Approved UTR
HBF Dusted Fleck COoM Not Tested Not Tested Not Tested UTR
HBF Eccentric CcoM Approved Approved Approved UTR
HBF Enriched Boucle CcoM Approved Approved Approved UTR
HBF Equation CcoM Not Tested Not Tested Not Tested UTR
HBF Faux Real Il CcoM Approved Approved Approved UTR
HBF Flirt CcoM Approved Approved Approved UTR
HBF Folded Lines CcoM Approved Approved Approved UTR
HBF Foundation COoM Not Tested Not Tested Not Tested UTR
HBF Fourfold COoM Denied Denied Denied UTR
HBF Gather COoM Not Tested Not Tested Not Tested UTR
HBF Glint CcoM Approved Approved Approved UTR
HBF Goosebumps CcoM Not Tested Not Tested Not Tested UTR
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HBF Grateful Grid COoM Denied Denied Denied UTR
HBF Happy Camper CcoM Approved Approved Approved UTR
HBF Heartfelt CcoM Approved Approved Approved UTR
HBF High Rise CcoM Not Tested Not Tested Not Tested RR
HBF Hipster CcoM Not Tested Not Tested Not Tested UTR
HBF Honest CcoM Approved Approved Approved UTR
HBF Honest Square CcoM Not Tested Not Tested Not Tested UTR
HBF Intersection COoM Not Tested Not Tested Not Tested UTR
HBF Italian Wool CcoM Approved Approved Approved UTR
HBF Knitwork CcoM Approved Approved Approved UTR
HBF Landscape Blur CcoM Approved Approved Approved UTR
HBF Laugh Lines CcoM Approved Approved Approved RR
HBF Lava Rock CcoM Approved Approved Approved UTR
HBF Linkage CcoM Denied Denied Denied RR
HBF Look-see CcoM Approved Approved Approved UTR
HBF Madam Dottie CcoM Approved Approved Approved UTR
HBF Merci Boucle CcoM Approved Approved Approved UTR
HBF Mirage CcoM Denied Denied Denied UTR
HBF Modern Patina coL Approved Approved Approved LEATHER
HBF Moody Moss CcoM Approved Approved Approved UTR
HBF Moss COoM Not Tested Not Tested Not Tested UTR
HBF Moving Blanket CcoM Not Tested Not Tested Not Tested UTR
HBF Moving Forward CcoM Not Tested Not Tested Not Tested UTR
HBF Moving In CcoM Not Tested Not Tested Not Tested UTR
HBF Mr. Dimple CcoM Not Tested Not Tested Not Tested UTR
HBF Ms. Quilty CcoM Approved Approved Approved UTR
HBF Night Earth CcoM Approved Approved Approved UTR
HBF Notable Grain COoM Denied Denied Denied UTR
HBF Outdoor Check CcoM Approved Approved Approved UTR
HBF Parker COoM Not Tested Not Tested Not Tested UTR
HBF Pebbled CcoM Approved Approved Approved UTR
HBF Pepper Blend CcoM Approved Approved Approved UTR
HBF Picnic Plaid COoM Denied Denied Denied UTR
HBF Poodle CcoM Approved Approved Approved UTR
HBF Poppy CcoM Approved Approved Approved UTR
HBF Quill CcoM Approved Approved Approved UTR
HBF Quilted Comfort CcoM Approved Approved Approved UTR
HBF Roundabout CcoM Approved Approved Approved UTR
HBF Roy's Cords CcoM Approved Approved Approved RR
HBF Sable Island CcoM Approved Approved Approved UTR
HBF Scribble XU COoM Not Tested Not Tested Not Tested RR
HBF Scribble XS CcoM Approved Approved Approved UTR
HBF Sherpa CcoM Approved Approved Approved UTR
HBF Sideways CcoM Not Tested Not Tested Not Tested UTR
HBF Sideways 985 CcoM Approved Approved Approved UTR
HBF Sir Stripe-a-lot CcoM Denied Denied Denied RR
HBF Sister Solid 1003 CcoM Approved Approved Approved UTR
HBF Skim Coat COoM Not Tested Not Tested Not Tested UTR
HBF Smart COoM Not Tested Not Tested Not Tested UTR
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HBF Stardust CcoM Approved Approved Approved UTR
HBF Sweater Weather CcoM Approved Approved Approved UTR
HBF Tattoo Toile CcoM Approved Approved Approved UTR
HBF Tessellations CcoM Approved Approved Approved UTR
HBF Téte-a-Téte COoM Not Tested Not Tested Not Tested UTR
HBF Tickled Herring CcoM Approved Approved Approved UTR
HBF Twist CcoM Approved Approved Approved UTR
HBF Upbeat CcoM Approved Approved Approved UTR
HBF Upper Crust coL Approved Approved Approved LEATHER
HBF Upscale CcoM Approved Approved Approved UTR
HBF Upstart CcoM Approved Approved Approved UTR
HBF Uptick CcoM Approved Approved Approved UTR
HBF Uptown CcoM Approved Approved Approved UTR
HBF Velvet Mix CcoM Approved Approved Approved UTR
HBF Vivace Il coL Approved Approved Approved LEATHER
HBF Voyage coL Denied Denied Denied LEATHER
HBF Wabi Sabi 943 CcoM Approved Approved Approved UTR
HBF Walkabout CcoM Approved Approved Approved UTR
HBF Weekender COoM Denied Denied Denied UTR
HBF Well-Loved COoM Not Tested Not Tested Not Tested UTR
HBF Wild West coL Approved Approved Approved LEATHER
HBF Woodblock CcoM Approved Approved Approved UTR
HBF Woven Memory CcoM Approved Approved Approved UTR
HBF Zippy CcoM Approved Approved Approved UTR
Helvetia Delano coL Not Tested Not Tested Not Tested LEATHER
Helvetia Fundamental coL Approved Approved Approved LEATHER
Helvetia Hampton coL Approved Approved Approved LEATHER
Helvetia Passport coL Approved Approved Approved LEATHER
Helvetia Leather Basic coL Not Tested Not Tested Not Tested LEATHER
Herman Miller Dex CcoM Approved Approved Approved UTR
Herman Miller Hush COoM Not Tested Not Tested Not Tested UTR
Herman Miller Leather coL Approved Approved Approved LEATHER
Herman Miller Medley CcoM Approved Approved Approved UTR
Herman Miller Noble CcoM Approved Approved Approved UTR
Herman Miller Rhythm CcoM Not Tested Not Tested Not Tested UTR
Herman Miller Strata COoM Denied Denied Denied UTR
Herman Miller String Plaid CcoM Approved Approved Approved UTR
Holland & Sherry Andes CcoM Not Tested Not Tested Not Tested UTR
Holland & Sherry Prince of Wales CcoM Approved Approved Approved UTR
Holland & Sherry Rhapsody CcoM Not Tested Not Tested Not Tested UTR
Holland & Sherry Westminster Houndstooth CcoM Not Tested Not Tested Not Tested UTR
Holly Hunt Aqua Velvet Il CcoM Approved Approved Approved UTR
Holly Hunt Caledonian coL Approved Approved Approved LEATHER
Holly Hunt Croc coL Denied Denied Denied LEATHER
Holly Hunt Cuba coL Not Tested Not Tested Not Tested LEATHER
Holly Hunt Entwine CcoM Approved Approved Approved UTR
Holly Hunt Grande Boucle CcoM Approved Approved Approved UTR
Holly Hunt Great Linen CcoM Not Tested Not Tested Not Tested UTR
Holly Hunt Herringbone Tweed CcoM Approved Approved Approved UTR
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Holly Hunt Masquerade CcoM Approved Approved Approved UTR
Holly Hunt Ravenna CcoM Approved Approved Not Tested UTR
Holly Hunt Romeo coL Denied Denied Denied LEATHER
Holly Hunt Serenity coL Not Tested Not Tested Not Tested LEATHER
Holly Hunt Silk & Sexy CcoM Approved Approved Approved UTR
Holly Hunt Stingray coL Not Tested Not Tested Not Tested LEATHER
Holly Hunt Sunray Velvet CcoM Not Tested Not Tested Not Tested UTR
Holly Hunt Take Direction CcoM Not Tested Not Tested Not Tested UTR
Holly Hunt Venezia coL Denied Denied Denied UTR
Hon Inertia COoM Not Tested Not Tested Not Tested UTR
Innovations Barcelona CcoM Approved Approved Approved UTR
Innovations Old Santa Fe COoM Denied Denied Denied UTR
Innovations Rodeo COoM Denied Denied Denied UTR
Innovations Sierra COoM Denied Denied Denied UTR
Innovations Weathered Leather COoM Not Tested Not Tested Not Tested UTR
Integra Fabrics Elon CcoM Not Tested Not Tested Not Tested UTR
James Dunlop Textiles Alpine CcoM Approved Approved Approved UTR
James Dunlop Textiles Charter CcoM Approved Approved Approved UTR
James Dunlop Textiles Determination CcoM Not Tested Not Tested Not Tested UTR
James Dunlop Textiles Palermo CcoM Not Tested Not Tested Not Tested UTR
Jamie Stern Allure coL Not Tested Not Tested Not Tested LEATHER
Jamie Stern Antiquity coL Not Tested Not Tested Not Tested LEATHER
Jamie Stern Barcelona coL Not Tested Not Tested Not Tested LEATHER
Jamie Stern Caribbean Spice coL Not Tested Not Tested Not Tested LEATHER
Jamie Stern Milano coL Not Tested Not Tested Not Tested LEATHER
Jane Churchill Palma COoM Not Tested Not Tested Not Tested UTR
Janus et Cie Spinnaker CcoM Approved Approved Approved UTR
Jerry Pair Leather Cash Cow coL Not Tested Not Tested Not Tested LEATHER
Jerry Pair Leather In the Moo'd coL Denied Denied Denied LEATHER
JF Fabrics Passionate CcoM Approved Approved Approved UTR
Jim Thompson Khao Yai CcoM Not Tested Not Tested Not Tested UTR
Jiun Ho Pampas CcoM Approved Approved Approved UTR
Joseph Noble Foundation CcoM Not Tested Not Tested Not Tested UTR
Joseph Noble Hidalgo CcoM Approved Approved Approved UTR
Joseph Noble Light and Air CcoM Not Tested Not Tested Not Tested UTR
Joseph Noble Mariner CcoM Approved Approved Approved UTR
Joseph Noble New Purpose CcoM Not Tested Not Tested Not Tested UTR
Joseph Noble Plastic Rubber CcoM Denied Denied Denied UTR
Joseph Noble Soft CcoM Approved Approved Approved UTR
Justin David Boheme COoM Not Tested Not Tested Not Tested UTR
Justin David Bristol COoM Not Tested Not Tested Not Tested UTR
Justin David Etiquette CcoM Not Tested Not Tested Not Tested UTR
Justin David Jericho CoM Not Tested Not Tested Not Tested UTR
Justin David Prezza CcoM Approved Approved Approved UTR
Justin David Turlington CcoM Approved Approved Approved UTR
Justin David Venice CcoM Approved Approved Approved UTR
Kast Troy CcoM Not Tested Not Tested Not Tested UTR
Keilhauer Aria coL Not Tested Not Tested Not Tested LEATHER
Keilhauer Gaby coL Not Tested Not Tested Not Tested LEATHER
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Keilhauer Hatch COoM Not Tested Not Tested Not Tested UTR
Keilhauer Refresh COoM Not Tested Not Tested Not Tested UTR
Keilhauer Wynyard CcoM Denied Denied Denied UTR
Keleen Leather Karaoke Night coL Not Tested Not Tested Not Tested LEATHER
Keleen Leather Paparazzi coL Not Tested Not Tested Not Tested LEATHER
Keleen Leather Remote Ring coL Not Tested Not Tested Not Tested LEATHER
Keyston Bros Cheyenne CcoM Approved Approved Approved UTR
Keyston Bros Eliot CcoM Not Tested Not Tested Not Tested UTR
Keyston Bros Greenwich CcoM Approved Approved Approved UTR
Keyston Bros Heather CcoM Not Tested Not Tested Not Tested UTR
Keyston Bros Olympus CcoM Not Tested Not Tested Not Tested UTR
Keyston Bros Silvertex CcoM Approved Approved Approved UTR
Kimball Cali COoM Not Tested Not Tested Not Tested UTR
Kimball Soundbyte CcoM Denied Denied Denied UTR
Kimball Vessel COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Aegean | Approved Approved Approved UTR
Knoll Inc Alias Il COoM Denied Denied Denied UTR
Knoll Inc Alloy CcoM Denied Denied Denied UTR
Knoll Inc Alter Ego J Approved Approved Approved UTR
Knoll Inc Apollo CcoM Denied Denied Denied UTR
Knoll Inc Arena COoM Denied Denied Denied UTR
Knoll Inc Arrondissement K Not Tested Not Tested Not Tested UTR
Knoll Inc Asterisk Il COoM Denied Denied Denied UTR
Knoll Inc Atelier K Not Tested Not Tested Not Tested UTR
Knoll Inc Atlas | Not Tested Not Tested Not Tested UTR
Knoll Inc Attire E Approved Approved Approved UTR
Knoll Inc Aurora | Approved Approved Approved UTR
Knoll Inc Beacon COoM Denied Denied Denied UTR
Knoll Inc Biscayne M Approved Approved Approved UTR
Knoll Inc Boundary E Denied Denied Denied UTR
Knoll Inc Brigadoon D Approved Approved Approved UTR
Knoll Inc Buzz H Not Tested Not Tested Not Tested UTR
Knoll Inc Cameo | Approved Approved Approved UTR
Knoll Inc Catwalk L Approved Approved Approved UTR
Knoll Inc Chameleon E Approved Approved Approved UTR
Knoll Inc Charm | Approved Approved Approved UTR
Knoll Inc Chiseled COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Circa J Approved Approved Approved UTR
Knoll Inc Circle Point G Not Tested Not Tested Not Tested UTR
Knoll Inc Classic Boucle J Approved Approved Approved UTR
Knoll Inc Cleo | Approved Approved Approved UTR
Knoll Inc Code G Denied Denied Denied UTR
Knoll Inc Color Collage L Approved Approved Approved RR
Knoll Inc Color Field E Denied Denied Denied UTR
Knoll Inc Commuter Cloth D Approved Approved Approved UTR
Knoll Inc Contour COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Counter Point COoM Denied Denied Denied UTR
Knoll Inc Cozy Cord Cc Approved Approved Approved RR
Knoll Inc Crossroad D Approved Approved Approved UTR
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Knoll Inc Currents COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Dapper K Approved Approved Approved UTR
Knoll Inc Day Tripper E Approved Approved Approved UTR
Knoll Inc Delite Cc Approved Approved Approved UTR
Knoll Inc Diva E Approved Approved Approved UTR
Knoll Inc Dottie E Approved Approved Approved UTR
Knoll Inc Durand X | Approved Approved Approved UTR
Knoll Inc Eclat Weave J Approved Approved Approved UTR
Knoll Inc Edo COoM Denied Denied Denied UTR
Knoll Inc Element COoM Denied Denied Denied UTR
Knoll Inc Entwine COoM Denied Denied Denied UTR
Knoll Inc Facet COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Fancy Twill J Approved Approved Approved UTR
Knoll Inc Feeling Plaid CcoM Approved Approved Approved UTR
Knoll Inc Ferry E Approved Approved Approved UTR
Knoll Inc Firefly CcoM Approved Approved Approved UTR
Knoll Inc Floressence COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Flower Power J Not Tested Not Tested Not Tested UTR
Knoll Inc Greenwich X | Approved Approved Approved UTR
Knoll Inc Homage J Not Tested Not Tested Not Tested UTR
Knoll Inc Hourglass D Approved Approved Approved RR

Knoll Inc Hudson X J Approved Approved Approved UTR
Knoll Inc Hummingbird H Approved Approved Approved UTR
Knoll Inc Ikat Square CcoM Approved Approved Approved UTR
Knoll Inc Imprint | Approved Approved Approved UTR
Knoll Inc In Step CcoM Approved Approved Approved UTR
Knoll Inc Infinite C Approved Approved Approved UTR
Knoll Inc Instinct E Approved Approved Approved UTR
Knoll Inc Island X J Approved Approved Approved UTR
Knoll Inc It's Complicated K Approved Approved Approved UTR
Knoll Inc Journey E Approved Approved Approved UTR
Knoll Inc Keaton E Approved Approved Approved UTR
Knoll Inc Knoll Felt G Approved Approved Approved UTR
Knoll Inc Knoll Hopsack E Approved Approved Approved UTR
Knoll Inc Limani COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Little Devil E Approved Approved Approved UTR
Knoll Inc Looped In J Approved Approved Approved UTR
Knoll Inc Magnolia X | Approved Approved Approved UTR
Knoll Inc Micro COoM Denied Denied Denied UTR
Knoll Inc Midpoint L Approved Approved Approved UTR
Knoll Inc Nature Walk X | Approved Approved Approved UTR
Knoll Inc Off the Grid J Approved Approved Approved UTR
Knoll Inc Oh Lala CoM Denied Denied Denied UTR
Knoll Inc On Point X G Approved Approved Approved UTR
Knoll Inc Overture D Approved Approved Approved UTR
Knoll Inc Palisade X F Denied Denied Denied UTR
Knoll Inc Patchwork X | Approved Approved Approved UTR
Knoll Inc Pathway F Denied Denied Denied UTR
Knoll Inc Photon Il X COoM Denied Denied Denied UTR
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Knoll Inc Pivot COoM Denied Denied Denied UTR
Knoll Inc Placid H Not Tested Not Tested Not Tested UTR
Knoll Inc Plaid On E Not Tested Not Tested Not Tested UTR
Knoll Inc Plaidtastic X COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Prague X CcoM Denied Denied Denied UTR
Knoll Inc Prairie X D Approved Approved Approved UTR
Knoll Inc Premier X H Approved Approved Approved UTR
Knoll Inc Prestini E Approved Approved Approved UTR
Knoll Inc Puff D Approved Approved Approved UTR
Knoll Inc Pullman F Approved Approved Approved UTR
Knoll Inc Rebel H Approved Approved Approved UTR
Knoll Inc Reflect X COoM Denied Denied Denied UTR
Knoll Inc Repertoire X CcoM Denied Denied Denied UTR
Knoll Inc Retreat H Approved Approved Approved UTR
Knoll Inc Rivers COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Rivington CcoM Denied Denied Denied UTR
Knoll Inc Script X CcoM Denied Denied Denied UTR
Knoll Inc Seurat H Approved Approved Approved UTR
Knoll Inc Shadow Play E Approved Approved Approved UTR
Knoll Inc Sherman K Approved Approved Approved RR

Knoll Inc Smart X H Approved Approved Approved UTR
Knoll Inc Sonnet E Approved Approved Approved UTR
Knoll Inc Stretch Appeal CcoM Denied Denied Denied UTR
Knoll Inc Striae Stripe CcoM Approved Approved Approved UTR
Knoll Inc Stripe It CcoM Denied Denied Denied UTR
Knoll Inc Summit E Approved Approved Approved UTR
Knoll Inc Tempest H Approved Approved Approved UTR
Knoll Inc Texnet | Approved Approved Approved UTR
Knoll Inc Tight Rope X G Approved Approved Approved UTR
Knoll Inc Tinge X D Approved Approved Approved UTR
Knoll Inc Topos D Approved Approved Approved UTR
Knoll Inc Tranquil CcoM Denied Denied Denied UTR
Knoll Inc Twist Tie COoM Not Tested Not Tested Not Tested UTR
Knoll Inc Ultrasuede ® K Not Tested Not Tested Not Tested UTR
Knoll Inc Uni-Form D Approved Approved Approved UTR
Knoll Inc Utmost Il G Approved Approved Approved UTR
Knoll Inc Utopia E Approved Approved Approved UTR
Knoll Inc Vast D Not Tested Not Tested Not Tested UTR
Knoll Inc Venue E Approved Approved Approved UTR
Knoll Inc Versatility CcoM Denied Denied Denied UTR
Knoll Inc Vert K Approved Approved Approved UTR
Knoll Inc Vibe Il X E Not Tested Not Tested Not Tested UTR
Knoll Inc Vice Versa H Approved Approved Approved UTR
Knoll Inc Westwood X E Denied Denied Denied UTR
Knoll Inc Whip X H Approved Approved Approved UTR
Knoll Inc Wild Thing X D Approved Approved Approved UTR
Knoll Inc Wit X H Approved Approved Approved UTR
Knoll Inc Woodland II H Approved Approved Approved UTR
Knoll Inc Wow Factor G Not Tested Not Tested Not Tested UTR
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Knoll Luxe All Star COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Amore COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Arabella COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Arber COoM Denied Denied Denied UTR
Knoll Luxe Bavaria COoM Denied Denied Denied UTR
Knoll Luxe Bella CcoM Approved Approved Approved UTR
Knoll Luxe Chic CcoM Approved Approved Approved UTR
Knoll Luxe Cummings CcoM Denied Denied Denied UTR
Knoll Luxe Doyenne CcoM Approved Approved Approved UTR
Knoll Luxe Hampshire CcoM Not Tested Not Tested Not Tested RR
Knoll Luxe Hastings CcoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Jaipur CcoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Jasmine COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe North Island COoM Denied Denied Denied UTR
Knoll Luxe Olema COoM Denied Denied Denied UTR
Knoll Luxe Prince Hairy CcoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Sandis COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Tara COoM Denied Denied Denied UTR
Knoll Luxe Tosca COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Tudor COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Whitman COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe World Piece COoM Not Tested Not Tested Not Tested UTR
Knoll Luxe Zimba COoM Not Tested Not Tested Not Tested UTR
Kravet 32018 COoM Not Tested Not Tested Not Tested UTR
Kravet 35060 COoM Not Tested Not Tested Not Tested UTR
Kravet 35182 COoM Not Tested Not Tested Not Tested UTR
Kravet 35310 COoM Not Tested Not Tested Not Tested UTR
Kravet 35479 COoM Not Tested Not Tested Not Tested UTR
Kravet 35706 CcoM Approved Approved Approved UTR
Kravet 36111 COoM Not Tested Not Tested Not Tested UTR
Kravet 36885 COoM Not Tested Not Tested Not Tested UTR
Kravet 33305-11 CcoM Approved Approved Approved UTR
Kravet 35226-850 CcoM Approved Approved Approved UTR
Kravet 35537-5 COoM Not Tested Not Tested Not Tested UTR
Kravet 35709-1511 COoM Denied Denied Denied UTR
Kravet 35935-51 COoM Not Tested Not Tested Not Tested UTR
Kravet Artisanal COoM Denied Denied Denied UTR
Kravet Boone COoM Not Tested Not Tested Not Tested UTR
Kravet Clancy coL Not Tested Not Tested Not Tested LEATHER
Kravet Claudie CcoM Approved Approved Approved UTR
Kravet Daytripper CcoM Not Tested Not Tested Not Tested UTR
Kravet Duncan CcoM Approved Approved Approved UTR
Kravet Gabala CoM Not Tested Not Tested Not Tested UTR
Kravet Galleon COoM Not Tested Not Tested Not Tested UTR
Kravet Jefferson Wool CcoM Approved Approved Approved UTR
Kravet Mimbres coL Not Tested Not Tested Not Tested LEATHER
Kravet Pave the Way CcoM Not Tested Not Tested Not Tested UTR
Kravet Reform COoM Not Tested Not Tested Not Tested UTR
Kravet Regal Velvet CcoM Not Tested Not Tested Not Tested UTR
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Kravet Reva CcoM Approved Approved Approved UTR
Kravet Ryerson CcoM Not Tested Not Tested Not Tested UTR
Kravet Skye Wool CcoM Not Tested Not Tested Not Tested UTR
Kravet Venetian COoM Not Tested Not Tested Not Tested UTR
Kravet Victory CcoM Not Tested Not Tested Not Tested UTR
Krueger International Eider Down CcoM Not Tested Not Tested Not Tested UTR
Kvadrat Aaren COoM Not Tested Not Tested Not Tested UTR
Kvadrat Alle | Not Tested Not Tested Not Tested UTR
Kvadrat Ame F Approved Approved Approved UTR
Kvadrat Apparel K Not Tested Not Tested Not Tested UTR
Kvadrat Ara | Not Tested Not Tested Not Tested UTR
Kvadrat Arda COoM Not Tested Not Tested Not Tested UTR
Kvadrat Atlas H Not Tested Not Tested Not Tested UTR
Kvadrat Atom M Not Tested Not Tested Not Tested UTR
Kvadrat Atrium Outdoor H Not Tested Not Tested Not Tested UTR
Kvadrat Autumn B Not Tested Not Tested Not Tested UTR
Kvadrat Azure Outdoor G Approved Approved Approved UTR
Kvadrat Balder 3 K Approved Approved Approved UTR
Kvadrat Broken Twill Weave C Approved Approved Approved UTR
Kvadrat Byram CcoM Approved Approved Approved UTR
Kvadrat Canvas 2 D Approved Approved Approved UTR
Kvadrat Casino CcoM Approved Approved Approved UTR
Kvadrat Clara 2 F Approved Approved Approved UTR
Kvadrat Coda 2 J Approved Approved Approved UTR
Kvadrat Divina 3 H Approved Approved Approved UTR
Kvadrat Divina MD H Approved Approved Approved UTR
Kvadrat Divina Melange 3 F Approved Approved Approved UTR
Kvadrat Einer COoM Not Tested Not Tested Not Tested UTR
Kvadrat Elle | Not Tested Not Tested Not Tested UTR
Kvadrat Encircle G Not Tested Not Tested Not Tested UTR
Kvadrat Field G Approved Approved Approved UTR
Kvadrat Fiord 2 H Approved Approved Approved UTR
Kvadrat Floyd H Not Tested Not Tested Not Tested UTR
Kvadrat Guest B Not Tested Not Tested Not Tested UTR
Kvadrat Haku F Not Tested Not Tested Not Tested UTR
Kvadrat Hallingdal 65 F Approved Approved Approved UTR
Kvadrat Harald 3 | Denied Denied Denied UTR
Kvadrat Hero 2 C Approved Approved Approved UTR
Kvadrat Hero Heather C Approved Approved Approved UTR
Kvadrat Jaali H Approved Approved Approved UTR
Kvadrat Koko CcoM Approved Approved Approved UTR
Kvadrat Melange Nap D Approved Approved Approved UTR
Kvadrat Memory 2 H Approved Approved Approved UTR
Kvadrat Naveli G Not Tested Not Tested Not Tested UTR
Kvadrat Patio Outdoor G Not Tested Not Tested Not Tested UTR
Kvadrat Planum COoM Not Tested Not Tested Not Tested UTR
Kvadrat Plecto COoM Not Tested Not Tested Not Tested UTR
Kvadrat Raas | Approved Approved Approved UTR
Kvadrat Reflect D Denied Denied Denied UTR
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Kvadrat Remix D Approved Approved Approved UTR
Kvadrat Remix (113) CoM Denied Denied Denied UTR
Kvadrat Revive H Not Tested Not Tested Not Tested UTR
Kvadrat Re-wool G Denied Denied Denied UTR
Kvadrat Ria CcoM Approved Approved Approved UTR
Kvadrat Sabi H Not Tested Not Tested Not Tested UTR
Kvadrat Safire COoM Not Tested Not Tested Not Tested UTR
Kvadrat Savanna H Not Tested Not Tested Not Tested UTR
Kvadrat Sequence CcoM Not Tested Not Tested Not Tested UTR
Kvadrat Serpentine K Approved Approved Approved UTR
Kvadrat Sisu L Not Tested Not Tested Not Tested UTR
Kvadrat Sonar 3 M Approved Approved Approved UTR
Kvadrat Sone F Approved Approved Approved UTR
Kvadrat Sport C Approved Approved Approved UTR
Kvadrat Sprinkles CcoM Not Tested Not Tested Not Tested UTR
Kvadrat Steelcut 3 H Approved Approved Approved UTR
Kvadrat Steelcut Beat D Not Tested Not Tested Not Tested UTR
Kvadrat Steelcut Quartet H Approved Approved Approved UTR
Kvadrat Steelcut Trio 3 E Approved Approved Approved UTR
Kvadrat Still H Not Tested Not Tested Not Tested UTR
Kvadrat Sunniva 3 | Approved Approved Approved UTR
Kvadrat Suunta G Not Tested Not Tested Not Tested UTR
Kvadrat Tero Outdoor K Approved Approved Approved UTR
Kvadrat Tonica 2 G Approved Approved Approved UTR
Kvadrat Tonus 4 G Approved Approved Approved UTR
Kvadrat Twill Weave H Approved Approved Approved UTR
Kvadrat Vanir H Approved Approved Approved UTR
Kvadrat Vidar 4 H Not Tested Not Tested Not Tested UTR
Lark Fontaine Little COoM Not Tested Not Tested Not Tested UTR
Larsen Textiles Hieroglyph CcoM Not Tested Not Tested Not Tested UTR
Larsen Textiles Inscription CcoM Not Tested Not Tested Not Tested UTR
Lebatex Mantal COoM Not Tested Not Tested Not Tested UTR
Lee Industries Winthrop CcoM Approved Approved Approved UTR
Lee Jofa Ultra Suede CcoM Approved Approved Approved UTR
LoomSource Abaca COoM Not Tested Not Tested Not Tested UTR
LoomSource Abruzzo COoM Not Tested Not Tested Not Tested UTR
LoomSource Airwave COoM Denied Denied Denied UTR
LoomSource Akimbo COoM Not Tested Not Tested Not Tested RR

LoomSource Alias COoM Not Tested Not Tested Not Tested UTR
LoomSource All-Star CcoM Approved Approved Approved UTR
LoomSource Amble CcoM Approved Approved Approved UTR
LoomSource Arlo CcoM Approved Approved Approved UTR
LoomSource Artful CoM Not Tested Not Tested Not Tested UTR
LoomSource Ayano CV CcoM Approved Approved Approved UTR
LoomSource Beso CcoM Approved Approved Approved RR

LoomSource Bezel CcoM Approved Approved Approved UTR
LoomSource Boho COoM Not Tested Not Tested Not Tested UTR
LoomSource Bookends CcoM Approved Approved Approved RR

LoomSource Boundless FR COoM Not Tested Not Tested Not Tested UTR
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LoomSource Brooklyn CcoM Approved Approved Approved RR

LoomSource Calliope CcoM Approved Approved Approved UTR
LoomSource Casita COoM Not Tested Not Tested Not Tested UTR
LoomSource Circuit COoM Not Tested Not Tested Not Tested RR

LoomSource Coatbridge CcoM Not Tested Not Tested Not Tested UTR
LoomSource Covet CcoM Approved Approved Approved UTR
LoomSource Crackle COoM Not Tested Not Tested Not Tested UTR
LoomSource Crafted CcoM Approved Approved Approved RR

LoomSource Credo COoM Not Tested Not Tested Not Tested UTR
LoomSource Crown Jewel CcoM Approved Approved Approved UTR
LoomSource Dhurrie COoM Not Tested Not Tested Not Tested UTR
LoomSource Enamour CcoM Approved Approved Approved RR

LoomSource Enhance COoM Not Tested Not Tested Not Tested UTR
LoomSource Enzo COoM Not Tested Not Tested Not Tested UTR
LoomSource Fable COoM Not Tested Not Tested Not Tested RR

LoomSource Felted Circles COoM Not Tested Not Tested Not Tested UTR
LoomSource Fete COoM Not Tested Not Tested Not Tested UTR
LoomSource Fizz COoM Not Tested Not Tested Not Tested UTR
LoomSource Foster COoM Not Tested Not Tested Not Tested RR

LoomSource Foundry CcoM Approved Approved Approved UTR
LoomSource Gallant CcoM Approved Approved Approved UTR
LoomSource Geneva COoM Not Tested Not Tested Not Tested UTR
LoomSource Gimme CcoM Approved Approved Approved UTR
LoomSource Grandeur Uph CcoM Not Tested Not Tested Not Tested UTR
LoomSource Ikat COoM Denied Denied Denied UTR
LoomSource Karmic CcoM Approved Approved Approved UTR
LoomSource Kinship CcoM Not Tested Not Tested Not Tested UTR
LoomSource Kosa COoM Not Tested Not Tested Not Tested UTR
LoomSource Legacy Velvet CcoM Not Tested Not Tested Not Tested UTR
LoomSource Lolly CcoM Not Tested Not Tested Not Tested UTR
LoomSource Lugano CcoM Not Tested Not Tested Not Tested UTR
LoomSource Luxique CcoM Not Tested Not Tested Not Tested UTR
LoomSource Lyra CcoM Not Tested Not Tested Not Tested RR

LoomSource Maddox COoM Not Tested Not Tested Not Tested UTR
LoomSource Mix Collage CcoM Approved Approved Approved RR

LoomSource Mixed Media CcoM Approved Approved Approved UTR
LoomSource Nashville CV COoM Not Tested Not Tested Not Tested UTR
LoomSource Oomph CcoM Approved Approved Approved UTR
LoomSource Picaro CcoM Approved Approved Approved UTR
LoomSource Plush Life CcoM Approved Approved Approved UTR
LoomSource Pronto CcoM Approved Approved Approved RR

LoomSource Ravi COoM Not Tested Not Tested Not Tested UTR
LoomSource Reedwork CV CcoM Approved Approved Approved UTR
LoomSource Remark COoM Not Tested Not Tested Not Tested UTR
LoomSource Riata COoM Not Tested Not Tested Not Tested UTR
LoomSource Rocca COoM Not Tested Not Tested Not Tested UTR
LoomSource Rustic COoM Not Tested Not Tested Not Tested UTR
LoomSource Salon CcoM Approved Approved Approved UTR
LoomSource Secco CcoM Approved Approved Approved UTR
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LoomSource Sera CcoM Approved Approved Approved UTR
LoomSource Shelter CcoM Approved Approved Approved UTR
LoomSource Silk Rain CcoM Approved Approved Approved UTR
LoomSource Smitten CcoM Approved Approved Approved UTR
LoomSource Soho CcoM Approved Approved Approved UTR
LoomSource Soutache CcoM Approved Approved Approved RR

LoomSource Spindle CcoM Approved Approved Approved UTR
LoomSource Suspense CcoM Not Tested Not Tested Not Tested RR

LoomSource Swirlscape C Not Tested Not Tested Not Tested UTR
LoomSource Swivel CcoM Approved Approved Approved RR

LoomSource Theo CcoM Approved Approved Approved UTR
LoomSource Twiggy CcoM Not Tested Not Tested Not Tested UTR
LoomSource Twinkling CcoM Denied Denied Denied UTR
LoomSource Vara CcoM Approved Approved Approved UTR
LoomSource Vivant COoM Not Tested Not Tested Not Tested UTR
LoomSource Wonderland FR CcoM Approved Approved Approved UTR
LoomSource Woolie COoM Not Tested Not Tested Not Tested UTR
Luna Textiles Aspect B Not Tested Not Tested Not Tested UTR
Luna Textiles Blueprint D Approved Approved Approved UTR
Luna Textiles Boink F Approved Approved Approved UTR
Luna Textiles Boomerang H Not Tested Not Tested Not Tested UTR
Luna Textiles Bungalow E Approved Approved Approved UTR
Luna Textiles Cloud G Approved Approved Approved UTR
Luna Textiles Cozy CcoM Not Tested Not Tested Not Tested UTR
Luna Textiles Dash E Approved Approved Approved UTR
Luna Textiles Demi D Approved Approved Approved UTR
Luna Textiles Dimension Mohair COoM Not Tested Not Tested Not Tested UTR
Luna Textiles Ellwood D Approved Approved Approved UTR
Luna Textiles Entenza E Approved Approved Approved UTR
Luna Textiles Facet COoM Denied Denied Denied UTR
Luna Textiles Framework B Approved Approved Approved UTR
Luna Textiles Hardcopy C Not Tested Not Tested Not Tested UTR
Luna Textiles Hush D Not Tested Not Tested Not Tested UTR
Luna Textiles Lana F Approved Approved Approved UTR
Luna Textiles Layer E Approved Approved Approved UTR
Luna Textiles Llinen E Approved Approved Approved UTR
Luna Textiles Loggia G Approved Approved Approved UTR
Luna Textiles Mason G Approved Approved Approved UTR
Luna Textiles Memphis F Not Tested Not Tested Not Tested UTR
Luna Textiles Metro B Approved Approved Approved UTR
Luna Textiles Micro Bubbly J Approved Approved Approved UTR
Luna Textiles Mobile COoM Not Tested Not Tested Not Tested UTR
Luna Textiles Motif J Denied Denied Denied UTR
Luna Textiles Mouline G Approved Approved Approved UTR
Luna Textiles Nifty Cc Not Tested Not Tested Not Tested UTR
Luna Textiles Optik E Approved Approved Approved UTR
Luna Textiles Propeller G Approved Approved Approved UTR
Luna Textiles Raya E Not Tested Not Tested Not Tested UTR
Luna Textiles Split Signal F Not Tested Not Tested Not Tested RR
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Luna Textiles Stacking Chairs J Not Tested Not Tested Not Tested UTR
Luna Textiles Switchback E Not Tested Not Tested Not Tested UTR
Luna Textiles Three-D E Approved Approved Approved UTR
Luna Textiles Token E Approved Approved Approved UTR
Luna Textiles Trapeze B Not Tested Not Tested Not Tested UTR
Luna Textiles Triad C Approved Approved Approved UTR
Luna Textiles Urban Grid J Denied Denied Denied UTR
Luna Textiles Wide Wale H Not Tested Not Tested Not Tested UTR
Luna Textiles Woohl B Approved Approved Approved UTR
Luum Actuate D Denied Denied Denied UTR
Luum Adage G Approved Approved Approved UTR
Luum Amalgam G Approved Approved Approved UTR
Luum Ample F Approved Approved Approved UTR
Luum Angulo L Approved Approved Approved UTR
Luum Arc Angle M Approved Approved Approved UTR
Luum Barberpole Basket | Not Tested Not Tested Not Tested UTR
Luum Biotope D Not Tested Not Tested Not Tested UTR
Luum Bitstream Cc Denied Denied Denied UTR
Luum Color Fuse J Not Tested Not Tested Not Tested UTR
Luum Complect C Approved Approved Approved UTR
Luum Complement D Approved Approved Approved UTR
Luum Construct | Approved Approved Approved UTR
Luum Contrast Slub H Approved Approved Approved UTR
Luum Cross Dye D Approved Approved Approved UTR
Luum Crossgrain D Approved Approved Approved UTR
Luum Cult Classic G Approved Approved Approved UTR
Luum Datastorm | Approved Approved Approved UTR
Luum Decoy D Approved Approved Approved UTR
Luum Demi Boucle E Not Tested Not Tested Not Tested UTR
Luum Digi Tweed D Approved Approved Approved UTR
Luum Doyenne F Approved Approved Approved UTR
Luum Duo Chrome H Approved Approved Approved UTR
Luum Ecotone D Approved Approved Approved UTR
Luum Elastic Wool G Approved Approved Approved UTR
Luum Emergent K Denied Denied Denied UTR
Luum Ephemera | Approved Approved Approved UTR
Luum Equilux L Approved Approved Approved UTR
Luum Everyday Boucle H Approved Approved Approved UTR
Luum Fine Grain D Approved Approved Approved UTR
Luum Fleece J Approved Approved Approved UTR
Luum Flex Wool G Approved Approved Approved UTR
Luum Formwork E Approved Approved Approved UTR
Luum Fortis coL Not Tested Not Tested Not Tested LEATHER
Luum Full Wool | Approved Approved Approved UTR
Luum Fundamentals Cc Approved Approved Approved UTR
Luum Geoglyph J Approved Approved Approved UTR
Luum Graph Speck H Not Tested Not Tested Not Tested UTR
Luum Graviton Cc Not Tested Not Tested Not Tested UTR
Luum Grid State F Approved Approved Approved UTR
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Luum Haptic H Approved Approved Approved UTR
Luum Heather Felt J Approved Approved Approved UTR
Luum Heather Tech Cc Approved Approved Approved UTR
Luum Herringbone Hybrid K Not Tested Not Tested Not Tested UTR
Luum High Frequency E Approved Approved Approved UTR
Luum Homage | Approved Approved Approved UTR
Luum Hyped Up K Approved Approved Approved UTR
Luum India COoM Denied Denied Denied UTR
Luum Interstice G Approved Approved Approved UTR
Luum Intone E Approved Approved Approved UTR
Luum Intraweb H Not Tested Not Tested Not Tested UTR
Luum Knurl H Approved Approved Approved UTR
Luum Limitless Loop M Not Tested Not Tested Not Tested UTR
Luum Macrotweed H Approved Approved Approved UTR
Luum Magnify Cc Not Tested Not Tested Not Tested UTR
Luum Makah COoM Denied Denied Denied UTR
Luum Marl Cloth E Approved Approved Approved UTR
Luum Megacheck C Not Tested Not Tested Not Tested UTR
Luum Megapixel | Not Tested Not Tested Not Tested UTR
Luum Melange Check J Not Tested Not Tested Not Tested UTR
Luum Merus coL Approved Approved Approved LEATHER
Luum Meta Texture G Approved Approved Approved UTR
Luum Miami D Approved Approved Approved UTR
Luum Milieu E Approved Approved Approved UTR
Luum Mitered CcoM Approved Approved Approved UTR
Luum Modulus F Approved Approved Approved UTR
Luum Monotex G Approved Approved Approved UTR
Luum Navigate CcoM Approved Approved Approved UTR
Luum Oeuvre | Approved Approved Approved UTR
Luum Outpress H Not Tested Not Tested Not Tested UTR
Luum Particulate G Not Tested Not Tested Not Tested UTR
Luum Pebble Melange H Not Tested Not Tested Not Tested UTR
Luum Pela coL Approved Approved Approved LEATHER
Luum Percept D Approved Approved Approved UTR
Luum Perilune F Not Tested Not Tested Not Tested UTR
Luum Photogram | Approved Approved Approved UTR
Luum Point Set G Approved Approved Approved UTR
Luum Refraction | Approved Approved Approved UTR
Luum Rubric M Not Tested Not Tested Not Tested UTR
Luum Scale Factor L Approved Approved Approved UTR
Luum Schema CcoM Approved Approved Approved UTR
Luum Second Nature CcoM Approved Approved Approved UTR
Luum Sgraffito J Not Tested Not Tested Not Tested UTR
Luum Situ D Approved Approved Approved UTR
Luum Soft Static K Approved Approved Approved UTR
Luum Spectral Array H Not Tested Not Tested Not Tested UTR
Luum Stimuli D Not Tested Not Tested Not Tested UTR
Luum Structured Stripe L Approved Approved Approved UTR
Luum Super Shearling J Not Tested Not Tested Not Tested UTR
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Luum Superspun E Approved Approved Approved UTR
Luum Synaptic G Not Tested Not Tested Not Tested UTR
Luum Texture Map D Approved Approved Approved UTR
Luum Tilt Shift Redux G Denied Denied Denied UTR
Luum Top Coat J Approved Approved Approved UTR
Luum Touch Tone F Not Tested Not Tested Not Tested UTR
Luum Twisted Tweed F Approved Approved Approved UTR
Luum Ultra Durable E Not Tested Not Tested Not Tested UTR
Luum Vector G Approved Approved Approved UTR
Luum Velvet Underground F Approved Approved Approved UTR
Luum Wavefield H Not Tested Not Tested Not Tested UTR
Luum Welded | Not Tested Not Tested Not Tested UTR
Luum Wool Fleck H Approved Approved Approved UTR
Luum Wooly Wooly H Approved Approved Approved UTR
Magitex Décor Casablanca CcoM Approved Approved Approved UTR
Magnolia Kelly CcoM Denied Denied Denied UTR
Maharam A Band Apart CcoM Approved Approved Approved UTR
Maharam Agency CcoM Approved Approved Approved UTR
Maharam Alpaca Epingle CcoM Denied Denied Denied UTR
Maharam Alpaca Velvet CcoM Approved Approved Approved UTR
Maharam Ample J Approved Approved Approved UTR
Maharam Amulet by Sonnhild Kestler CcoM Approved Approved Approved UTR
Maharam Anagram K Approved Approved Approved RR
Maharam Analog | Not Tested Not Tested Not Tested UTR
Maharam Angles by Paul Smith CcoM Approved Approved Approved UTR
Maharam Apex K Approved Approved Approved RR
Maharam Apt H Approved Approved Approved UTR
Maharam Arabesque CcoM Approved Approved Approved UTR
Maharam Arcade K Approved Approved Approved UTR
Maharam Arlo E Approved Approved Approved UTR
Maharam Article E Denied Denied Denied UTR
Maharam Assembled Check COoM Not Tested Not Tested Not Tested UTR
Maharam Balm coL Not Tested Not Tested Not Tested LEATHER
Maharam Bander CcoM Approved Approved Approved UTR
Maharam Bask coL Denied Denied Denied LEATHER
Maharam Bavaria COoM Not Tested Not Tested Not Tested UTR
Maharam Bavaria Stripe CcoM Not Tested Not Tested Not Tested UTR
Maharam Beck E Approved Approved Approved UTR
Maharam Beryl G Approved Approved Approved UTR
Maharam Bespoke Stripe CcoM Approved Approved Approved UTR
Maharam Beyond CcoM Not Tested Not Tested Not Tested UTR
Maharam Big Stripe CcoM Not Tested Not Tested Not Tested RR
Maharam Bind K Denied Denied Denied UTR
Maharam Blended Stripe CcoM Approved Approved Approved UTR
Maharam Bluff F Approved Approved Approved UTR
Maharam Borders COoM Not Tested Not Tested Not Tested UTR
Maharam Boundary H Not Tested Not Tested Not Tested UTR
Maharam Bright Angle K Not Tested Not Tested Not Tested UTR
Maharam Bright Cube L Approved Approved Approved UTR
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Maharam Bright Grid K Denied Denied Denied UTR
Maharam Brim X K Approved Approved Approved UTR
Maharam Brindle X E Approved Approved Approved UTR
Maharam Brio X H Approved Approved Approved UTR
Maharam Broadcast E Not Tested Not Tested Not Tested RR
Maharam Brush coL Not Tested Not Tested Not Tested LEATHER
Maharam Brushed Cashmere COoM Not Tested Not Tested Not Tested UTR
Maharam Buffer X H Approved Approved Approved UTR
Maharam Campana H Approved Approved Approved UTR
Maharam Canopy | Not Tested Not Tested Not Tested UTR
Maharam Caper F Approved Approved Approved UTR
Maharam Cashmere Ripple CcoM Not Tested Not Tested Not Tested UTR
Maharam Chasm X G Not Tested Not Tested Not Tested UTR
Maharam Checker CcoM Approved Approved Approved UTR
Maharam Checker Split CcoM Approved Approved Approved UTR
Maharam Chime X F Not Tested Not Tested Not Tested UTR
Maharam Chroma COoM Not Tested Not Tested Not Tested UTR
Maharam Circles by Alexander Girard CcoM Not Tested Not Tested Not Tested UTR
Maharam Circles by Charles and Ray Eames CcoM Approved Approved Approved UTR
Maharam Coach Cloth CcoM Approved Approved Approved UTR
Maharam Coin X F Approved Approved Approved UTR
Maharam Colorfield by Hella Jongerius CcoM Approved Approved Approved UTR
Maharam Compound X G Denied Denied Denied UTR
Maharam Concord Stripe L Not Tested Not Tested Not Tested UTR
Maharam Conduit X F Approved Approved Approved UTR
Maharam Confetti L Approved Approved Approved UTR
Maharam Connect D Not Tested Not Tested Not Tested RR
Maharam Cosset X H Approved Approved Approved UTR
Maharam Cotton Velvet COoM Denied Denied Denied UTR
Maharam Cove L Approved Approved Approved UTR
Maharam Croft COoM Denied Denied Denied UTR
Maharam Cursive X M Approved Approved Approved UTR
Maharam Cycle X F Approved Approved Approved UTR
Maharam Darning Sampler by Scholten & Baijings CcoM Denied Denied Denied UTR
Maharam Darning Sampler Large by Scholten & Baijings L Approved Approved Approved UTR
Maharam Darning Sampler Plaid by Scholten & Baijings CcoM Approved Approved Approved UTR
Maharam Deconstructed Rose COoM Not Tested Not Tested Not Tested UTR
Maharam Depth | Not Tested Not Tested Not Tested UTR
Maharam Distill G Not Tested Not Tested Not Tested UTR
Maharam Dot Pattern by C & R Eames CcoM Approved Approved Approved UTR
Maharam Dots by Paul Smith CcoM Approved Approved Approved UTR
Maharam Double Triangles CcoM Approved Approved Approved UTR
Maharam Draft coL Not Tested Not Tested Not Tested LEATHER
Maharam Drape X K Approved Approved Approved RR
Maharam Eave F Not Tested Not Tested Not Tested UTR
Maharam Eden COoM Not Tested Not Tested Not Tested UTR
Maharam Edges CcoM Approved Approved Approved UTR
Maharam Ellipsis X H Not Tested Not Tested Not Tested UTR
Maharam Elm D Approved Approved Approved UTR

1/1/2025

65



Maharam Emit F Denied Denied Denied UTR
Maharam Enmesh G Not Tested Not Tested Not Tested UTR
Maharam Epingle Stripe By Paul Smith CcoM Not Tested Not Tested Not Tested UTR
Maharam Equate G Approved Approved Approved UTR
Maharam Etch by Hella Jongerius CcoM Approved Approved Approved UTR
Maharam Exaggerated Plaid Brae CcoM Not Tested Not Tested Not Tested UTR
Maharam Exaggerated Plaid Firth CcoM Not Tested Not Tested Not Tested UTR
Maharam Exaggerated Plaid Glen CcoM Not Tested Not Tested Not Tested UTR
Maharam Facets by Alexander Giard CcoM Approved Approved Approved UTR
Maharam Factor G Approved Approved Approved UTR
Maharam Fathom G Approved Approved Approved UTR
Maharam Feature | Not Tested Not Tested Not Tested UTR
Maharam Felix | Approved Approved Approved UTR
Maharam Festoon L Approved Approved Approved UTR
Maharam Firma H Approved Approved Approved UTR
Maharam Flint | Approved Approved Approved UTR
Maharam Flock E Denied Denied Denied UTR
Maharam Fluent Crypton H Approved Approved Approved UTR
Maharam Flurry M Approved Approved Approved UTR
Maharam Fluted Silk M Denied Denied Denied UTR
Maharam Flutter COoM Denied Denied Denied UTR
Maharam Fold by Konstantin Grcic | Not Tested Not Tested Not Tested UTR
Maharam Foliage CcoM Approved Approved Approved UTR
Maharam Fore COoM Denied Denied Denied UTR
Maharam Frequency G Approved Approved Approved UTR
Maharam Fruit by Hella Jongerius CcoM Denied Denied Denied UTR
Maharam Gale | Approved Approved Approved UTR
Maharam Gemma G Approved Approved Approved UTR
Maharam Gemma Multi G Approved Approved Approved UTR
Maharam Geometri CcoM Approved Approved Approved UTR
Maharam Gild G Not Tested Not Tested Not Tested UTR
Maharam Ginkgo J Not Tested Not Tested Not Tested UTR
Maharam Glaze by Hella Jongerius CcoM Approved Approved Approved UTR
Maharam Glen E Approved Approved Approved UTR
Maharam Grove | Approved Approved Approved UTR
Maharam Gust G Approved Approved Approved UTR
Maharam Hearth J Approved Approved Approved UTR
Maharam Herringbone Stripe CcoM Approved Approved Approved UTR
Maharam Hewn J Denied Denied Denied UTR
Maharam Houndstooth CcoM Approved Approved Approved UTR
Maharam Hours COoM Not Tested Not Tested Not Tested UTR
Maharam Huddle COoM Denied Denied Denied UTR
Maharam Hue coL Approved Approved Approved LEATHER
Maharam Idle COoM Denied Denied Denied UTR
Maharam Imbue K Approved Approved Approved UTR
Maharam Industry CcoM Approved Approved Approved UTR
Maharam Inlay CcoM Approved Approved Approved UTR
Maharam Instill F Approved Approved Approved UTR
Maharam Isa | Not Tested Not Tested Not Tested UTR
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Maharam Jacobs Coat CcoM Approved Approved Approved UTR
Maharam Jasper G Approved Approved Approved UTR
Maharam Keen X F Denied Denied Denied UTR
Maharam Ladder Stripe CcoM Not Tested Not Tested Not Tested UTR
Maharam Lanalux COoM Not Tested Not Tested Not Tested UTR
Maharam Lariat X C Approved Approved Approved UTR
Maharam Layers Garden CcoM Not Tested Not Tested Not Tested UTR
Maharam Layers Garden Double CcoM Not Tested Not Tested Not Tested UTR
Maharam Layers Park CcoM Approved Approved Approved UTR
Maharam Layers Park Double CcoM Not Tested Not Tested Not Tested UTR
Maharam Layers Vineyard Large CcoM Approved Approved Approved UTR
Maharam Layers Vineyard Small CcoM Approved Approved Approved UTR
Maharam League E Not Tested Not Tested Not Tested UTR
Maharam Lean X H Approved Approved Approved UTR
Maharam Ledger X F Not Tested Not Tested Not Tested UTR
Maharam Lens X H Not Tested Not Tested Not Tested UTR
Maharam Levity G Approved Approved Approved UTR
Maharam Lift by Konstantin Grcic K Denied Denied Denied RR
Maharam Limn K Approved Approved Approved RR
Maharam Linden H Approved Approved Approved UTR
Maharam Loam coL Approved Approved Approved LEATHER
Maharam Loop X G Approved Approved Approved UTR
Maharam Luce G Approved Approved Approved UTR
Maharam Lumen E Denied Denied Denied UTR
Maharam Manner D Approved Approved Approved UTR
Maharam Mantle E Approved Approved Approved UTR
Maharam Massive Paisley CcoM Not Tested Not Tested Not Tested UTR
Maharam Mechanism J Not Tested Not Tested Not Tested UTR
Maharam Medium E Approved Approved Approved UTR
Maharam Mela by Sonnhild Kestler CcoM Approved Approved Approved UTR
Maharam Melange Tweed CcoM Denied Denied Denied UTR
Maharam Meld C Approved Approved Approved UTR
Maharam Meld, 011 Stark COoM Denied Denied Denied UTR
Maharam Merit D Approved Approved Approved UTR
Maharam Mesh K Approved Approved Approved UTR
Maharam Messenger Cc Approved Approved Approved UTR
Maharam Messenger, 058 Snow CcoM Denied Denied Denied UTR
Maharam Metaphor B Approved Approved Approved UTR
Maharam Metered Stripe CcoM Approved Approved Approved UTR
Maharam Method B Approved Approved Approved UTR
Maharam Metric D Approved Approved Approved UTR
Maharam Mexidot J Approved Approved Approved RR
Maharam Micro X E Not Tested Not Tested Not Tested UTR
Maharam Middair COoM Not Tested Not Tested Not Tested UTR
Maharam Mikado CcoM Approved Approved Approved UTR
Maharam Millerstripe CcoM Approved Approved Approved UTR
Maharam Mingled Plaid CcoM Approved Approved Approved UTR
Maharam Minicheck CcoM Approved Approved Approved UTR
Maharam Mister X L Approved Approved Approved UTR
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Maharam Mode Cc Approved Approved Approved UTR
Maharam Mohair Supreme CcoM Approved Approved Approved UTR
Maharam Monk's Wool COoM Denied Denied Denied UTR
Maharam Monsoon by Sonnhild Kestler CcoM Not Tested Not Tested Not Tested RR
Maharam Multiply X F Approved Approved Approved RR
Maharam Murmur X D Denied Denied Denied UTR
Maharam Muse X C Approved Approved Approved UTR
Maharam Names CcoM Approved Approved Approved UTR
Maharam Nestle L Approved Approved Approved UTR
Maharam Nico D Approved Approved Approved UTR
Maharam Nimble X G Approved Approved Approved UTR
Maharam Note E Approved Approved Approved UTR
Maharam Optik CcoM Approved Approved Approved UTR
Maharam Ottoman Stripe CcoM Approved Approved Approved UTR
Maharam Overlapping Stripe CcoM Approved Approved Approved RR
Maharam Oxbow | Approved Approved Approved UTR
Maharam Pace coL Approved Approved Approved LEATHER
Maharam Paisley Brocade CcoM Denied Denied Denied UTR
Maharam Pallet D Approved Approved Approved UTR
Maharam Parallel E Denied Denied Denied UTR
Maharam Parquet | Not Tested Not Tested Not Tested UTR
Maharam Passel COoM Denied Denied Denied UTR
Maharam Pebble Wool COoM Denied Denied Denied UTR
Maharam Pebble Wool Multi COoM Denied Denied Denied UTR
Maharam Pepitas J Approved Approved Approved UTR
Maharam Pepper X F Not Tested Not Tested Not Tested UTR
Maharam Perspective CcoM Not Tested Not Tested Not Tested UTR
Maharam Petra | Denied Denied Denied UTR
Maharam Pitch X F Not Tested Not Tested Not Tested UTR
Maharam Platform E Not Tested Not Tested Not Tested UTR
Maharam Plume L Denied Denied Denied UTR
Maharam Point by Paul Smith CcoM Approved Approved Approved RR
Maharam Press coL Not Tested Not Tested Not Tested LEATHER
Maharam Pressed Linen COoM Denied Denied Denied UTR
Maharam Pressed Plaid CcoM Approved Approved Approved UTR
Maharam Prism COoM Not Tested Not Tested Not Tested UTR
Maharam Prompt X F Approved Approved Approved UTR
Maharam Prone coL Not Tested Not Tested Not Tested LEATHER
Maharam Province | Approved Approved Approved UTR
Maharam Quatrefoil CcoM Approved Approved Approved UTR
Maharam Quay F Not Tested Not Tested Not Tested UTR
Maharam Quell CcoM Approved Approved Approved UTR
Maharam Rail X | Not Tested Not Tested Not Tested UTR
Maharam Raise coL Not Tested Not Tested Not Tested LEATHER
Maharam Range J Not Tested Not Tested Not Tested UTR
Maharam Ratio by Scholten & Baijings CcoM Not Tested Not Tested Not Tested UTR
Maharam Ravel J Not Tested Not Tested Not Tested UTR
Maharam Reef CcoM Approved Approved Approved RR
Maharam Regatta X J Approved Approved Approved UTR

1/1/2025

68



Maharam Relay K Approved Approved Approved UTR
Maharam Repeat Classic CcoM Not Tested Not Tested Not Tested RR
Maharam Repeat Classic Print CcoM Not Tested Not Tested Not Tested RR
Maharam Repeat Classic Stripe CcoM Approved Approved Approved RR
Maharam Repeat Dot CcoM Not Tested Not Tested Not Tested UTR
Maharam Repeat Dot Ring CcoM Approved Approved Approved UTR
Maharam Rill X H Approved Approved Approved UTR
Maharam Roam CcoM Approved Approved Approved UTR
Maharam Roman K Not Tested Not Tested Not Tested UTR
Maharam Route G Approved Approved Approved UTR
Maharam Rowan G Not Tested Not Tested Not Tested UTR
Maharam Runner X | Approved Approved Approved RR
Maharam Scape CcoM Approved Approved Approved UTR
Maharam Scuba X F Not Tested Not Tested Not Tested UTR
Maharam Scute X G Approved Approved Approved UTR
Maharam Scuttle X | Not Tested Not Tested Not Tested UTR
Maharam Seal coL Not Tested Not Tested Not Tested LEATHER
Maharam Segmented Stripe CcoM Approved Approved Approved RR
Maharam Sendal G Approved Approved Approved UTR
Maharam Sequential Stripe CcoM Not Tested Not Tested Not Tested UTR
Maharam Serried X | Approved Approved Approved UTR
Maharam Shadow X G Approved Approved Approved UTR
Maharam Shake K Approved Approved Approved RR
Maharam Shift CcoM Approved Approved Approved UTR
Maharam Sift L Approved Approved Approved UTR
Maharam Silk Canvas L Denied Denied Denied UTR
Maharam Site F Not Tested Not Tested Not Tested UTR
Maharam Small Dot Pattern COoM Denied Denied Denied UTR
Maharam Songbird CcoM Approved Approved Approved UTR
Maharam Sort X F Approved Approved Approved UTR
Maharam Source coL Not Tested Not Tested Not Tested LEATHER
Maharam Spare L Denied Denied Denied UTR
Maharam Spiral E Denied Denied Denied UTR
Maharam Stark coL Denied Denied Denied LEATHER
Maharam Stature X F Not Tested Not Tested Not Tested UTR
Maharam Steep coL Denied Denied Denied LEATHER
Maharam Stepped Plaid CcoM Not Tested Not Tested Not Tested UTR
Maharam Stow coL Approved Approved Approved LEATHER
Maharam Stripes by Paul Smith CcoM Approved Approved Approved UTR
Maharam Structure F Not Tested Not Tested Not Tested UTR
Maharam Strum X G Approved Approved Approved UTR
Maharam Study X CcoM Approved Approved Approved UTR
Maharam Sudden X CoM Denied Denied Denied UTR
Maharam Sundry K Approved Approved Approved RR
Maharam Superweave CcoM Not Tested Not Tested Not Tested UTR
Maharam Swathe J Denied Denied Denied UTR
Maharam Switch, Amplify X G Approved Approved Approved UTR
Maharam Switch, Asteroid X G Denied Denied Denied UTR
Maharam Switch, Edge X G Denied Denied Denied UTR
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Maharam Switch, Titanium G Denied Denied Denied UTR
Maharam Switch, Universe G Approved Approved Approved UTR
Maharam Taper CcoM Approved Approved Approved UTR
Maharam Tek-Wall Aspect CcoM Denied Denied Denied UTR
Maharam Tek-Wall Crest COoM Denied Denied Denied UTR
Maharam Tek-Wall Placid COoM Denied Denied Denied UTR
Maharam Tek-Wall Ridge CcoM Denied Denied Denied UTR
Maharam Tek-Wall Tint COoM Denied Denied Denied UTR
Maharam Tempera | Denied Denied Denied RR
Maharam Tempo F Approved Approved Approved UTR
Maharam Terra K Approved Approved Approved UTR
Maharam Tessera J Not Tested Not Tested Not Tested UTR
Maharam The Firm COoM Not Tested Not Tested Not Tested UTR
Maharam Tinge coL Denied Denied Denied LEATHER
Maharam Toostripe CcoM Approved Approved Approved UTR
Maharam Tracery J Approved Approved Approved UTR
Maharam Tress COoM Denied Denied Denied UTR
Maharam Trestle | Not Tested Not Tested Not Tested UTR
Maharam Trigon L Not Tested Not Tested Not Tested UTR
Maharam Trundle E Not Tested Not Tested Not Tested UTR
Maharam Tuft coL Denied Denied Denied LEATHER
Maharam Turret E Not Tested Not Tested Not Tested UTR
Maharam Unisol CcoM Approved Approved Approved UTR
Maharam Valley | Not Tested Not Tested Not Tested UTR
Maharam Valor K Approved Approved Approved UTR
Maharam Veer F Approved Approved Approved UTR
Maharam Velvet Stripe CcoM Approved Approved Approved UTR
Maharam Washi COoM Not Tested Not Tested Not Tested UTR
Maharam Wend G Approved Approved Approved UTR
Maharam Wide Corduroy CcoM Denied Denied Denied UTR
Maharam Willow G Approved Approved Approved UTR
Maharam Wool Check CcoM Approved Approved Approved UTR
Maharam Wool Striae CcoM Approved Approved Approved UTR
Maharam Wool Velvet COoM Not Tested Not Tested Not Tested UTR
Maharam Cumulus E Not Tested Not Tested Not Tested UTR
Maharam Flex H Not Tested Not Tested Not Tested UTR
Maharam Hive G Not Tested Not Tested Not Tested UTR
Maharam Passage H Not Tested Not Tested Not Tested UTR
Maharam Ribbed Weave H Not Tested Not Tested Not Tested UTR
Majilite Baby Cane CcoM Not Tested Not Tested Not Tested UTR
Majilite Burnished Metal CcoM Not Tested Not Tested Not Tested UTR
Majilite Courier CcoM Denied Denied Denied UTR
Majilite Finesse CcoM Not Tested Not Tested Not Tested UTR
Majilite Nuance CcoM Denied Denied Denied UTR
Man of Parts Aberdeen Avenue COoM Not Tested Not Tested Not Tested UTR
Martin Brattrub Distressed Leather coL Approved Approved Approved LEATHER
Martin Brattrub Harmonia coL Approved Approved Approved LEATHER
Martin Brattrub Masquerade CcoM Denied Denied Denied UTR
Maxwell Fabric Light Year CcoM Not Tested Not Tested Not Tested UTR
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Maxwell Fabric Topography CcoM Not Tested Not Tested Not Tested UTR
Mayer Fabrics Abbey D Approved Approved Approved UTR
Mayer Fabrics Acuco | Approved Approved Approved UTR
Mayer Fabrics Adler B Not Tested Not Tested Not Tested RR

Mayer Fabrics Ankara E Approved Approved Approved UTR
Mayer Fabrics Antique C Not Tested Not Tested Not Tested UTR
Mayer Fabrics Apollo Silicone G Not Tested Not Tested Not Tested UTR
Mayer Fabrics Bali B Approved Approved Approved UTR
Mayer Fabrics Beaux C Not Tested Not Tested Not Tested UTR
Mayer Fabrics Belize F Not Tested Not Tested Not Tested UTR
Mayer Fabrics Belmont E Not Tested Not Tested Not Tested UTR
Mayer Fabrics Botany F Approved Approved Approved UTR
Mayer Fabrics Caressa FR Cc Approved Approved Approved UTR
Mayer Fabrics Caspian D Not Tested Not Tested Not Tested UTR
Mayer Fabrics Channel Cc Not Tested Not Tested Not Tested UTR
Mayer Fabrics Comalapa | Approved Approved Approved UTR
Mayer Fabrics Cosmopolitan C Approved Approved Approved UTR
Mayer Fabrics Cross Check B Approved Approved Approved UTR
Mayer Fabrics Delano B Approved Approved Approved UTR
Mayer Fabrics Delmar B Not Tested Not Tested Not Tested UTR
Mayer Fabrics Editor D Not Tested Not Tested Not Tested UTR
Mayer Fabrics Empire Silicone CcoM Not Tested Not Tested Not Tested UTR
Mayer Fabrics Ephesus | Approved Approved Approved UTR
Mayer Fabrics Essence Cc Not Tested Not Tested Not Tested UTR
Mayer Fabrics Fanfare | Approved Approved Approved UTR
Mayer Fabrics Fedora B Approved Approved Approved UTR
Mayer Fabrics Florentino B Not Tested Not Tested Not Tested UTR
Mayer Fabrics Form D Not Tested Not Tested Not Tested UTR
Mayer Fabrics Fractal L Not Tested Not Tested Not Tested UTR
Mayer Fabrics Function C Approved Approved Approved UTR
Mayer Fabrics Galveston Cc Approved Approved Approved UTR
Mayer Fabrics Gatsby C Not Tested Not Tested Not Tested UTR
Mayer Fabrics Gem B Denied Denied Denied UTR
Mayer Fabrics Havana B Approved Approved Approved UTR
Mayer Fabrics Haven Cc Approved Approved Approved UTR
Mayer Fabrics Hexagon D Approved Approved Approved UTR
Mayer Fabrics Icon Cc Not Tested Not Tested Not Tested UTR
Mayer Fabrics Imprint B Approved Approved Approved UTR
Mayer Fabrics Kensington C Approved Approved Approved UTR
Mayer Fabrics Key Largo B Approved Approved Approved UTR
Mayer Fabrics Kinsey B Approved Approved Approved UTR
Mayer Fabrics Lachlan D Not Tested Not Tested Not Tested UTR
Mayer Fabrics Lancaster B Not Tested Not Tested Not Tested UTR
Mayer Fabrics Lavish D Approved Approved Approved UTR
Mayer Fabrics Legacy Cc Not Tested Not Tested Not Tested UTR
Mayer Fabrics Longhorn D Approved Approved Approved UTR
Mayer Fabrics Ludlow B Approved Approved Approved UTR
Mayer Fabrics Marmara E Approved Approved Approved UTR
Mayer Fabrics Matka Cc Approved Approved Approved UTR
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Mayer Fabrics Milagro K Approved Approved Approved UTR
Mayer Fabrics Mingle Cc Approved Approved Approved UTR
Mayer Fabrics Mira Cc Not Tested Not Tested Not Tested UTR
Mayer Fabrics Mode Cc Not Tested Not Tested Not Tested UTR
Mayer Fabrics Molecule G Not Tested Not Tested Not Tested UTR
Mayer Fabrics Neo C Approved Approved Approved UTR
Mayer Fabrics Nimble C Not Tested Not Tested Not Tested UTR
Mayer Fabrics Nirvana J Approved Approved Approved UTR
Mayer Fabrics Noble B Not Tested Not Tested Not Tested UTR
Mayer Fabrics Nomad D Not Tested Not Tested Not Tested UTR
Mayer Fabrics Odessa D Approved Approved Approved UTR
Mayer Fabrics Omega C Not Tested Not Tested Not Tested UTR
Mayer Fabrics Palermo D Approved Approved Approved UTR
Mayer Fabrics Plaza D Approved Approved Approved UTR
Mayer Fabrics Porter B Not Tested Not Tested Not Tested UTR
Mayer Fabrics Puno G Approved Approved Approved RR

Mayer Fabrics Ranchero A Approved Approved Approved UTR
Mayer Fabrics Retro J Not Tested Not Tested Not Tested UTR
Mayer Fabrics Ritzi C Approved Approved Approved UTR
Mayer Fabrics Sanctuary B Not Tested Not Tested Not Tested UTR
Mayer Fabrics Score D Approved Approved Approved UTR
Mayer Fabrics Scout Cc Approved Approved Approved UTR
Mayer Fabrics Seville B Not Tested Not Tested Not Tested UTR
Mayer Fabrics Silverweave D Approved Approved Approved UTR
Mayer Fabrics Sketch C Approved Approved Approved UTR
Mayer Fabrics Splendor D Not Tested Not Tested Not Tested UTR
Mayer Fabrics Spokes L Approved Approved Approved UTR
Mayer Fabrics Static F Not Tested Not Tested Not Tested UTR
Mayer Fabrics Sydney B Approved Approved Approved UTR
Mayer Fabrics Theory B Approved Approved Approved UTR
Mayer Fabrics Utopia Cc Approved Approved Approved UTR
Mayer Fabrics Vector J Approved Approved Approved UTR
Mayer Fabrics Wool Boucle | Not Tested Not Tested Not Tested UTR
Mayer Fabrics Zen F Approved Approved Approved UTR
Mayer Fabrics Zip B Not Tested Not Tested Not Tested UTR
Mokum Canvas CcoM Approved Approved Approved UTR
Mokum Grande Boucle CcoM Approved Approved Approved UTR
Mokum Reef CcoM Approved Approved Approved UTR
Momentum 3D Grid CcoM Approved Approved Approved UTR
Momentum Abeam H Not Tested Not Tested Not Tested UTR
Momentum Ace C Approved Approved Approved UTR
Momentum Acoustic K Approved Approved Approved UTR
Momentum Agora Il E Not Tested Not Tested Not Tested UTR
Momentum Aldo COoM Denied Denied Denied UTR
Momentum Almanac K Approved Approved Approved UTR
Momentum Amenity Il K Denied Denied Denied UTR
Momentum Amuse F Approved Approved Approved UTR
Momentum Anthology G Not Tested Not Tested Not Tested UTR
Momentum Archer J Approved Approved Approved UTR
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Momentum Ascend CcoM Approved Approved Approved UTR
Momentum Audubon L Approved Approved Approved UTR
Momentum Bandwidth Il X | Denied Denied Denied UTR
Momentum Bangle Cc Approved Approved Approved UTR
Momentum Banter X L Denied Denied Denied RR

Momentum Beeline Epu X E Not Tested Not Tested Not Tested UTR
Momentum Beep G Approved Approved Approved RR

Momentum Beta E Approved Approved Approved UTR
Momentum Blossoms Time | Approved Approved Approved UTR
Momentum Bobby D Approved Approved Approved UTR
Momentum Boheme G Approved Approved Approved UTR
Momentum Boom Il E Not Tested Not Tested Not Tested UTR
Momentum Borders L Denied Denied Denied UTR
Momentum Bravo Il X F Not Tested Not Tested Not Tested UTR
Momentum Brink | Approved Approved Approved UTR
Momentum Brisk X K Denied Denied Denied UTR
Momentum Build F Approved Approved Approved UTR
Momentum Camber X J Denied Denied Denied UTR
Momentum Canter EPU X E Denied Denied Denied UTR
Momentum Caravan E Not Tested Not Tested Not Tested UTR
Momentum Carlo L Denied Denied Denied UTR
Momentum Carson CV B Not Tested Not Tested Not Tested UTR
Momentum Cashmere Il X F Not Tested Not Tested Not Tested UTR
Momentum Central H Approved Approved Approved UTR
Momentum Centric J Approved Approved Approved UTR
Momentum Channel H Approved Approved Approved RR

Momentum Chekhov G Approved Approved Approved UTR
Momentum Chipper X CcoM Denied Denied Denied UTR
Momentum Chromatic L Approved Approved Approved UTR
Momentum Civil X | Approved Approved Approved UTR
Momentum Clang E Approved Approved Approved UTR
Momentum Coda G Approved Approved Approved UTR
Momentum Collect F Approved Approved Approved UTR
Momentum Colorwheel J Denied Denied Denied UTR
Momentum Cover Cloth F Approved Approved Approved UTR
Momentum Crossing Colors CcoM Approved Approved Approved UTR
Momentum Crosswise F Approved Approved Approved UTR
Momentum Cube J Approved Approved Approved UTR
Momentum Current D Approved Approved Approved UTR
Momentum Curtain Call D Denied Denied Denied UTR
Momentum Dart D Approved Approved Approved UTR
Momentum Deka B Approved Approved Approved UTR
Momentum Dexter EPU E Approved Approved Approved UTR
Momentum Docket L Approved Approved Approved UTR
Momentum Domain | Approved Approved Approved UTR
Momentum Drawing Lines M Approved Approved Approved UTR
Momentum Drift X K Denied Denied Denied UTR
Momentum Ebb X COoM Denied Denied Denied RR

Momentum Edison K Approved Approved Approved UTR
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Momentum Encore Cc Denied Denied Denied UTR
Momentum Endurance Epu E Approved Approved Approved UTR
Momentum Eon EPU E Approved Approved Approved UTR
Momentum Epic Cc Approved Approved Approved UTR
Momentum Essay J Denied Denied Denied UTR
Momentum Etude | Approved Approved Approved UTR
Momentum Evo CV D Not Tested Not Tested Not Tested UTR
Momentum Explore K Denied Denied Denied UTR
Momentum Expo C Denied Denied Denied UTR
Momentum Expression J Approved Approved Approved RR

Momentum Eyes In Reflection CcoM Not Tested Not Tested Not Tested UTR
Momentum Faux Felt F Approved Approved Approved UTR
Momentum Faux Mo G Approved Approved Approved UTR
Momentum Feltro B Approved Approved Approved UTR
Momentum Fidget CV | Not Tested Not Tested Not Tested UTR
Momentum Fletcher G Approved Approved Approved UTR
Momentum Flitter | Not Tested Not Tested Not Tested UTR
Momentum Float D Approved Approved Approved UTR
Momentum Flock F Approved Approved Approved UTR
Momentum Flux K Approved Approved Approved UTR
Momentum Fold L Approved Approved Approved UTR
Momentum Follow CV G Not Tested Not Tested Not Tested UTR
Momentum Foray F Approved Approved Approved UTR
Momentum Foundation | Not Tested Not Tested Not Tested UTR
Momentum Free F Approved Approved Approved UTR
Momentum Fuse Cc Approved Approved Approved UTR
Momentum Glide H Approved Approved Approved UTR
Momentum Glint Cc Denied Denied Denied UTR
Momentum Graph C Approved Approved Approved UTR
Momentum Grid C Approved Approved Approved UTR
Momentum Groove EPU E Approved Approved Approved UTR
Momentum Guideline CcoM Approved Approved Approved RR

Momentum Guild C Approved Approved Approved UTR
Momentum Guru B Approved Approved Approved UTR
Momentum Habit D Not Tested Not Tested Not Tested UTR
Momentum Halo J Approved Approved Approved UTR
Momentum Hearsay K Approved Approved Approved UTR
Momentum Hitch H Approved Approved Approved UTR
Momentum Hobnob F Approved Approved Approved UTR
Momentum Hop J Approved Approved Approved UTR
Momentum Hue D Approved Approved Approved UTR
Momentum Hyde CV E Not Tested Not Tested Not Tested UTR
Momentum Infinity C-Zero B Approved Approved Approved UTR
Momentum Infusion | Not Tested Not Tested Not Tested UTR
Momentum Insight Cc Approved Approved Approved UTR
Momentum Interim M Approved Approved Approved UTR
Momentum lota | Denied Denied Denied UTR
Momentum Jot D Approved Approved Approved UTR
Momentum Journal L Denied Denied Denied UTR
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Momentum Keeper CV E Not Tested Not Tested Not Tested UTR
Momentum Keynote F Approved Approved Approved UTR
Momentum Kinect Cc Denied Denied Denied UTR
Momentum Kit F Approved Approved Approved UTR
Momentum Knack D Denied Denied Denied UTR
Momentum Lark E Approved Approved Approved UTR
Momentum Lasanna CV H Not Tested Not Tested Not Tested UTR
Momentum Lasso CV H Not Tested Not Tested Not Tested UTR
Momentum Lateral G Approved Approved Approved UTR
Momentum Ledge G Approved Approved Approved UTR
Momentum Leno J Approved Approved Approved UTR
Momentum Lens D Approved Approved Approved UTR
Momentum Lina CcoM Approved Approved Approved UTR
Momentum Linen CV E Approved Approved Approved UTR
Momentum Lineup E Approved Approved Approved UTR
Momentum Lucio CcoM Approved Approved Approved UTR
Momentum Mandala L Approved Approved Approved UTR
Momentum Mapping Ideas K Approved Approved Approved UTR
Momentum Marathon C-Zero B Approved Approved Approved UTR
Momentum Meander Cc Denied Denied Denied UTR
Momentum Mello B Approved Approved Approved UTR
Momentum Mezzanine | Not Tested Not Tested Not Tested UTR
Momentum Mikro H Not Tested Not Tested Not Tested UTR
Momentum Millennium C-Zero D Approved Approved Approved UTR
Momentum Mixer EPU E Not Tested Not Tested Not Tested UTR
Momentum Mogul Epu E Approved Approved Approved UTR
Momentum Native EPU F Not Tested Not Tested Not Tested UTR
Momentum Nestle Cc Not Tested Not Tested Not Tested UTR
Momentum Nifty E Approved Approved Approved UTR
Momentum Nimble L Denied Denied Denied UTR
Momentum Nubble F Approved Approved Approved UTR
Momentum Oath G Approved Approved Approved UTR
Momentum Odyssey C-Zero D Approved Approved Approved UTR
Momentum Origin A Approved Approved Approved UTR
Momentum Otto E Approved Approved Approved UTR
Momentum Pact Cc Denied Denied Denied UTR
Momentum Painting Strokes L Approved Approved Approved UTR
Momentum Panorama CcoM Approved Approved Approved RR

Momentum Parachute G Not Tested Not Tested Not Tested UTR
Momentum Paradiso CcoM Approved Approved Approved UTR
Momentum Pax J Approved Approved Approved UTR
Momentum Perk Cc Approved Approved Approved UTR
Momentum Photon J Approved Approved Approved UTR
Momentum Phrase | Denied Denied Denied UTR
Momentum Pierre M Approved Approved Approved UTR
Momentum Pip E Approved Approved Approved UTR
Momentum Piper F Not Tested Not Tested Not Tested UTR
Momentum Places Spaces Faces L Approved Approved Approved UTR
Momentum Plan F Approved Approved Approved UTR
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Momentum Platform H Approved Approved Approved UTR
Momentum Polka | Not Tested Not Tested Not Tested UTR
Momentum Pop Up CcoM Not Tested Not Tested Not Tested UTR
Momentum Printwork EPU E Approved Approved Approved UTR
Momentum Propel J Approved Approved Approved UTR
Momentum Proverb D Denied Denied Denied UTR
Momentum Quince X L Denied Denied Denied UTR
Momentum Rein Il X E Approved Approved Approved UTR
Momentum Revolve L Approved Approved Approved UTR
Momentum Ring J Approved Approved Approved UTR
Momentum Rise E Approved Approved Approved UTR
Momentum Ronda J Not Tested Not Tested Not Tested UTR
Momentum Roster K Approved Approved Approved RR

Momentum Row X F Not Tested Not Tested Not Tested RR

Momentum Score | Not Tested Not Tested Not Tested UTR
Momentum Script C Denied Denied Denied UTR
Momentum Shire G Approved Approved Approved UTR
Momentum Shuttle G Not Tested Not Tested Not Tested UTR
Momentum Sidestep X J Approved Approved Approved UTR
Momentum Silica H Approved Approved Approved UTR
Momentum Silica Andy X J Approved Approved Approved UTR
Momentum Silica Arc | Approved Approved Approved UTR
Momentum Silica Bauble J Approved Approved Approved UTR
Momentum Silica Blend G Approved Approved Approved UTR
Momentum Silica Bracket X | Approved Approved Approved UTR
Momentum Silica Bubbler J Approved Approved Approved UTR
Momentum Silica Checker X | Approved Approved Approved UTR
Momentum Silica Compass X J Approved Approved Approved UTR
Momentum Silica Cusp X J Approved Approved Approved UTR
Momentum Silica Deflect X J Not Tested Not Tested Not Tested UTR
Momentum Silica Effloresce X K Approved Approved Approved UTR
Momentum Silica Etc. X | Approved Approved Approved UTR
Momentum Silica Etch H Approved Approved Approved UTR
Momentum Silica Fiona X J Approved Approved Approved UTR
Momentum Silica Flick X | Approved Approved Approved UTR
Momentum Silica Fresco X J Approved Approved Approved UTR
Momentum Silica Fritz X J Approved Approved Approved UTR
Momentum Silica Gidget J Approved Approved Approved UTR
Momentum Silica Hiatus X J Approved Approved Approved UTR
Momentum Silica Hoop J Approved Approved Approved UTR
Momentum Silica Jig X | Approved Approved Approved UTR
Momentum Silica Kip | Approved Approved Approved UTR
Momentum Silica Leather H Approved Approved Approved UTR
Momentum Silica Likely X J Approved Approved Approved UTR
Momentum Silica Reach X | Approved Approved Approved UTR
Momentum Silica Roam X J Approved Approved Approved UTR
Momentum Silica Scout X J Approved Approved Approved UTR
Momentum Silica Spoke K Not Tested Not Tested Not Tested UTR
Momentum Silica Strata H Approved Approved Approved UTR
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Momentum Silica Stride H Approved Approved Approved UTR
Momentum Silica Suede G Approved Approved Approved UTR
Momentum Silica Tech X H Approved Approved Approved UTR
Momentum Silica Thatch J Approved Approved Approved UTR
Momentum Silica Triad X H Approved Approved Approved UTR
Momentum Silica Waltz X J Approved Approved Approved UTR
Momentum Silica Wifi L Approved Approved Approved UTR
Momentum Site Line CcoM Approved Approved Approved UTR
Momentum Sketching Air K Approved Approved Approved UTR
Momentum Skip D Denied Denied Denied UTR
Momentum Small Talk K Approved Approved Approved UTR
Momentum Smart Soft C Approved Approved Approved UTR
Momentum Solace E Approved Approved Approved UTR
Momentum Solitaire F Not Tested Not Tested Not Tested UTR
Momentum Speakeasy CV F Not Tested Not Tested Not Tested UTR
Momentum Sport F Approved Approved Approved UTR
Momentum Story X K Denied Denied Denied UTR
Momentum Stroll E Approved Approved Approved UTR
Momentum Strut E Approved Approved Approved UTR
Momentum Sunny H Approved Approved Approved UTR
Momentum Synergy F Approved Approved Approved UTR
Momentum Syntax D Approved Approved Approved UTR
Momentum Tack E Approved Approved Approved UTR
Momentum Tactic L Not Tested Not Tested Not Tested UTR
Momentum Tanner D Not Tested Not Tested Not Tested UTR
Momentum Tech Weave CcoM Approved Approved Approved UTR
Momentum Tenor Cc Denied Denied Denied UTR
Momentum Tesla K Approved Approved Approved UTR
Momentum Tilt J Approved Approved Approved UTR
Momentum Toggle D Approved Approved Approved UTR
Momentum Tradition C-Zero B Approved Approved Approved UTR
Momentum Trefoil | Approved Approved Approved UTR
Momentum Tribeca CV E Approved Approved Approved UTR
Momentum Trilogy G Approved Approved Approved UTR
Momentum Trivia X K Denied Denied Denied UTR
Momentum Twill EPU E Approved Approved Approved UTR
Momentum Universe Cc Denied Denied Denied UTR
Momentum Vanguard CV E Approved Approved Approved UTR
Momentum Vanish G Not Tested Not Tested Not Tested UTR
Momentum Velocity X F Approved Approved Approved UTR
Momentum Via D Approved Approved Approved UTR
Momentum Waver H Approved Approved Approved UTR
Momentum Weaving Palettes J Approved Approved Approved UTR
Momentum Well Well Well M Approved Approved Approved UTR
Momentum Whim X | Denied Denied Denied RR

Momentum Whisp G Approved Approved Approved UTR
Momentum Whit EPU X E Approved Approved Approved UTR
Momentum Why Why Why CcoM Not Tested Not Tested Not Tested RR

Momentum Widget Cc Approved Approved Approved UTR
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Momentum Witzel CV E Not Tested Not Tested Not Tested UTR
Momentum Yarnplay CV F Not Tested Not Tested Not Tested UTR
Momentum Zipped | Approved Approved Approved UTR
Moore and Giles Brighton coL Denied Denied Denied LEATHER
Moore and Giles Brompton coL Approved Approved Approved LEATHER
Moore and Giles Burnham coL Denied Denied Denied LEATHER
Moore and Giles Carlyle coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Eden coL Approved Approved Approved LEATHER
Moore and Giles Haven coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Holland coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Mont Blanc coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Notting Hill coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Papillon coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Parliament coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Potomac coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Sundance coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Tiburon coL Not Tested Not Tested Not Tested LEATHER
Moore and Giles Tribeca coL Approved Approved Approved LEATHER
Morbern Allante CcoM Approved Approved Approved UTR
Morbern Allante Free CcoM Approved Approved Approved UTR
Nobilis Maddee COoM Not Tested Not Tested Not Tested UTR
Odaka Textiles Bella CcoM Approved Approved Approved UTR
Odaka Textiles Juliette CcoM Approved Approved Approved UTR
Odaka Textiles Morgan CcoM Not Tested Not Tested Not Tested UTR
Odaka Textiles Remington CcoM Not Tested Not Tested Not Tested UTR
Odaka Textiles Viora CcoM Approved Approved Approved UTR
Optima Leathers Fargo coL Approved Approved Approved LEATHER
Optima Leathers Royalton coL Not Tested Not Tested Not Tested LEATHER
Opuzen Antik CcoM Approved Approved Approved UTR
Opuzen Atlantic CcoM Approved Approved Approved UTR
Opuzen Contessa Castilla CcoM Approved Approved Approved UTR
Opuzen Crosby Velvet CcoM Approved Approved Approved UTR
Opuzen Crushed Velvet CcoM Not Tested Not Tested Not Tested UTR
Opuzen Jive CcoM Approved Approved Approved UTR
Opuzen Lafayette Velvet CcoM Not Tested Not Tested Not Tested UTR
Opuzen Marshall CcoM Approved Approved Approved UTR
Opuzen Memoir CcoM Approved Approved Approved UTR
Opuzen Minetta CcoM Approved Approved Approved UTR
Opuzen Morton CcoM Approved Approved Approved UTR
Opuzen Quatro CcoM Not Tested Not Tested Not Tested UTR
Opuzen Rivalry CcoM Not Tested Not Tested Not Tested UTR
Opuzen Savona CcoM Not Tested Not Tested Not Tested UTR
Opuzen Skintex SF Contempo CcoM Approved Approved Approved UTR
Opuzen Solola CcoM Not Tested Not Tested Not Tested UTR
Opuzen Thompson Velvet CcoM Not Tested Not Tested Not Tested UTR
Opuzen Travertine on Savona CcoM Not Tested Not Tested Not Tested UTR
Opuzen Vermillion CcoM Approved Approved Approved UTR
Osborne & Little Cascade COoM Not Tested Not Tested Not Tested UTR
Outdura Geo CcoM Approved Approved Approved UTR




P Kaufmann C Dustin COoM Denied Denied Denied UTR
P Kaufmann PAL DPO MP Painted V CcoM Approved Approved Approved UTR
P Kaufmann PKC Rockport CcoM Approved Approved Approved UTR
P Kaufmann UV Sweater CcoM Approved Approved Approved UTR
Pallas Abstract Chevron COoM Denied Denied Denied UTR
Pallas Adele COoM Not Tested Not Tested Not Tested UTR
Pallas Alea CcoM Approved Approved Approved UTR
Pallas Algorithm CcoM Not Tested Not Tested Not Tested UTR
Pallas Amari COoM Not Tested Not Tested Not Tested UTR
Pallas Ample CcoM Approved Approved Approved UTR
Pallas Aphrodite CcoM Approved Approved Approved UTR
Pallas Arc COoM Not Tested Not Tested Not Tested UTR
Pallas Archetype CcoM Not Tested Not Tested Not Tested UTR
Pallas Arjuna CcoM Approved Approved Approved UTR
Pallas Artemis COoM Not Tested Not Tested Not Tested UTR
Pallas Asha COoM Not Tested Not Tested Not Tested UTR
Pallas Asymmetric CcoM Approved Approved Approved UTR
Pallas Athalie CcoM Approved Approved Approved UTR
Pallas Aurora COoM Not Tested Not Tested Not Tested UTR
Pallas Awe COoM Not Tested Not Tested Not Tested UTR
Pallas Ballad CcoM Approved Approved Approved UTR
Pallas Basaltes COoM Not Tested Not Tested Not Tested UTR
Pallas Bedford COoM Not Tested Not Tested Not Tested UTR
Pallas Bonnaroo COoM Not Tested Not Tested Not Tested UTR
Pallas Boulevard COoM Not Tested Not Tested Not Tested UTR
Pallas Bounce CcoM Approved Approved Approved UTR
Pallas Brio CcoM Approved Approved Approved UTR
Pallas Brogue CcoM Not Tested Not Tested Not Tested UTR
Pallas Burnish COoM Not Tested Not Tested Not Tested UTR
Pallas Busy Bee CcoM Not Tested Not Tested Not Tested UTR
Pallas Carmin COoM Not Tested Not Tested Not Tested UTR
Pallas Chakra COoM Not Tested Not Tested Not Tested UTR
Pallas Chitra COoM Not Tested Not Tested Not Tested UTR
Pallas Chroma COoM Not Tested Not Tested Not Tested UTR
Pallas Coco COoM Not Tested Not Tested Not Tested UTR
Pallas Composition CcoM Not Tested Not Tested Not Tested UTR
Pallas Construct CcoM Approved Approved Approved UTR
Pallas Curio COoM Not Tested Not Tested Not Tested UTR
Pallas Cybele CcoM Not Tested Not Tested Not Tested UTR
Pallas Deeply Rooted CcoM Not Tested Not Tested Not Tested UTR
Pallas Deflect COoM Not Tested Not Tested Not Tested UTR
Pallas Deflection CcoM Approved Approved Approved UTR
Pallas Deja Vu CcoM Approved Approved Approved UTR
Pallas Demeter COoM Denied Denied Denied UTR
Pallas Donegal Plain CcoM Not Tested Not Tested Not Tested UTR
Pallas Dot Dot Dot COoM Denied Denied Denied UTR
Pallas Dove COoM Not Tested Not Tested Not Tested UTR
Pallas Essence CcoM Approved Approved Approved UTR
Pallas Etch CcoM Approved Approved Approved UTR
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Pallas Ethos CcoM Approved Approved Approved UTR
Pallas Flame COoM Not Tested Not Tested Not Tested UTR
Pallas Flexing Muscles CcoM Not Tested Not Tested Not Tested UTR
Pallas Flow CcoM Approved Approved Approved UTR
Pallas Formula COoM Not Tested Not Tested Not Tested UTR
Pallas Fracture COoM Not Tested Not Tested Not Tested UTR
Pallas French Crepe CcoM Denied Denied Denied UTR
Pallas Friendship Bracelet CcoM Not Tested Not Tested Not Tested UTR
Pallas Frieze COoM Not Tested Not Tested Not Tested UTR
Pallas Gather COoM Not Tested Not Tested Not Tested UTR
Pallas Gene Pool COoM Not Tested Not Tested Not Tested UTR
Pallas Glam CcoM Approved Approved Approved UTR
Pallas Glitz CcoM Approved Approved Approved UTR
Pallas Graph CcoM Not Tested Not Tested Not Tested UTR
Pallas Ground Breaking CcoM Not Tested Not Tested Not Tested UTR
Pallas H20 COoM Denied Denied Denied UTR
Pallas Halftone COoM Not Tested Not Tested Not Tested UTR
Pallas Hand-Woven COoM Denied Denied Denied UTR
Pallas Harmony CcoM Approved Approved Approved UTR
Pallas Haven CcoM Approved Approved Approved UTR
Pallas Heritage CcoM Not Tested Not Tested Not Tested UTR
Pallas Highway Patrol CcoM Denied Denied Denied UTR
Pallas Hitch COoM Denied Denied Denied UTR
Pallas Holy Cow CcoM Not Tested Not Tested Not Tested UTR
Pallas Holy Cow Too CcoM Approved Approved Approved UTR
Pallas Hopscotch CcoM Denied Denied Denied UTR
Pallas Hyperion CcoM Not Tested Not Tested Not Tested UTR
Pallas Icon CcoM Approved Approved Approved UTR
Pallas Infinite Helix COoM Not Tested Not Tested Not Tested UTR
Pallas Inlay CcoM Not Tested Not Tested Not Tested UTR
Pallas Interlace COoM Denied Denied Denied UTR
Pallas Jaunt CcoM Approved Approved Approved UTR
Pallas Jet Set COoM Not Tested Not Tested Not Tested UTR
Pallas Juggernaut CcoM Approved Approved Approved UTR
Pallas Kwaart COoM Not Tested Not Tested Not Tested UTR
Pallas Lattice COoM Denied Denied Denied UTR
Pallas Line COoM Not Tested Not Tested Not Tested UTR
Pallas Lore COoM Not Tested Not Tested Not Tested UTR
Pallas Louver COoM Denied Denied Denied UTR
Pallas Lull COoM Not Tested Not Tested Not Tested UTR
Pallas Lumiere COoM Not Tested Not Tested Not Tested UTR
Pallas Lyric CcoM Approved Approved Approved UTR
Pallas Magique CcoM Not Tested Not Tested Not Tested UTR
Pallas Majolica CcoM Not Tested Not Tested Not Tested UTR
Pallas Marbles COoM Not Tested Not Tested Not Tested UTR
Pallas Marrakesh Express CcoM Not Tested Not Tested Not Tested UTR
Pallas Melody Maker CcoM Not Tested Not Tested Not Tested UTR
Pallas Metaphor CcoM Not Tested Not Tested Not Tested UTR
Pallas Milano COoM Not Tested Not Tested Not Tested UTR
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Pallas Mix CcoM Approved Approved Approved UTR
Pallas Mod COoM Denied Denied Denied UTR
Pallas Modern Blaze COoM Not Tested Not Tested Not Tested UTR
Pallas Mosaic COoM Not Tested Not Tested Not Tested UTR
Pallas Motto COoM Not Tested Not Tested Not Tested UTR
Pallas Nap CcoM Not Tested Not Tested Not Tested UTR
Pallas Nappa CcoM Not Tested Not Tested Not Tested UTR
Pallas Neo CcoM Approved Approved Approved UTR
Pallas Nomad CcoM Approved Approved Approved UTR
Pallas Ode COoM Not Tested Not Tested Not Tested UTR
Pallas Off Track COoM Not Tested Not Tested Not Tested UTR
Pallas Ooh La Lana CcoM Approved Approved Approved UTR
Pallas Origin CcoM Not Tested Not Tested Not Tested UTR
Pallas Painted Stripe CcoM Denied Denied Denied UTR
Pallas Panache CcoM Approved Approved Approved UTR
Pallas Patina COoM Not Tested Not Tested Not Tested UTR
Pallas Perception CcoM Not Tested Not Tested Not Tested UTR
Pallas Petals COoM Not Tested Not Tested Not Tested UTR
Pallas Phenomena COoM Not Tested Not Tested Not Tested UTR
Pallas Ping Pong CcoM Denied Denied Denied UTR
Pallas Point COoM Not Tested Not Tested Not Tested UTR
Pallas Polka Dotty CcoM Denied Denied Denied UTR
Pallas Popcorn CcoM Approved Approved Approved UTR
Pallas Posh CcoM Approved Approved Approved UTR
Pallas Promenade COoM Not Tested Not Tested Not Tested UTR
Pallas Prose COoM Not Tested Not Tested Not Tested UTR
Pallas Ravenna COoM Not Tested Not Tested Not Tested UTR
Pallas Reel To Reel COoM Not Tested Not Tested Not Tested UTR
Pallas Revel COoM Not Tested Not Tested Not Tested UTR
Pallas Reverb COoM Not Tested Not Tested Not Tested UTR
Pallas Reverie COoM Not Tested Not Tested Not Tested UTR
Pallas Rooftops CcoM Not Tested Not Tested Not Tested UTR
Pallas Round COoM Denied Denied Denied UTR
Pallas Rove COoM Not Tested Not Tested Not Tested UTR
Pallas Running Stitch CcoM Not Tested Not Tested Not Tested UTR
Pallas Sandstone COoM Not Tested Not Tested Not Tested UTR
Pallas Seeking Truth CcoM Not Tested Not Tested Not Tested UTR
Pallas Selvedge CcoM Not Tested Not Tested Not Tested UTR
Pallas Sheepish CcoM Not Tested Not Tested Not Tested UTR
Pallas Sherlock COoM Not Tested Not Tested Not Tested UTR
Pallas Simile COoM Not Tested Not Tested Not Tested UTR
Pallas Sisal CcoM Approved Approved Approved UTR
Pallas Solid Footing CcoM Not Tested Not Tested Not Tested UTR
Pallas Spontaneous CcoM Denied Denied Denied UTR
Pallas Spun CcoM Not Tested Not Tested Not Tested UTR
Pallas Stamped Out CcoM Not Tested Not Tested Not Tested UTR
Pallas Stereo Stripe CcoM Not Tested Not Tested Not Tested UTR
Pallas Stipple CcoM Not Tested Not Tested Not Tested UTR
Pallas Stitch CcoM Approved Approved Approved UTR
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Pallas Suji Stripe CcoM Not Tested Not Tested Not Tested UTR
Pallas Surface COoM Not Tested Not Tested Not Tested UTR
Pallas Sway CcoM Approved Approved Approved UTR
Pallas Tartan COoM Not Tested Not Tested Not Tested UTR
Pallas Tech CcoM Approved Approved Approved UTR
Pallas Terra COoM Not Tested Not Tested Not Tested UTR
Pallas The Burbs COoM Not Tested Not Tested Not Tested UTR
Pallas Threads CcoM Approved Approved Approved UTR
Pallas Tilt COoM Not Tested Not Tested Not Tested UTR
Pallas Top Color CcoM Denied Denied Denied UTR
Pallas Trek CcoM Approved Approved Approved UTR
Pallas Trellis COoM Not Tested Not Tested Not Tested UTR
Pallas Tulips CcoM Not Tested Not Tested Not Tested UTR
Pallas Turtle Neck COoM Denied Denied Denied UTR
Pallas Twine COoM Not Tested Not Tested Not Tested UTR
Pallas Unraveled COoM Not Tested Not Tested Not Tested UTR
Pallas Unspun CcoM Not Tested Not Tested Not Tested UTR
Pallas Urbanized COoM Not Tested Not Tested Not Tested UTR
Pallas Utopia CcoM Not Tested Not Tested Not Tested UTR
Pallas Vertices CcoM Approved Approved Approved UTR
Pallas Vespa CcoM Not Tested Not Tested Not Tested UTR
Pallas Vignette CcoM Not Tested Not Tested Not Tested UTR
Pallas Wander COoM Not Tested Not Tested Not Tested UTR
Pallas Whim COoM Denied Denied Denied UTR
Pallas Wonder Wheel COoM Denied Denied Denied UTR
Pallas Work Horse COoM Denied Denied Denied UTR
Panaz Sheema CcoM Approved Approved Approved UTR
Panaz Vyflex Plus CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Almost CcoM Denied Denied Denied UTR
Paul Brayton Almost Calf CcoM Denied Denied Denied UTR
Paul Brayton Almost Cambridge CcoM Denied Denied Denied UTR
Paul Brayton Almost Classic CcoM Denied Denied Denied UTR
Paul Brayton Almost Glove CcoM Denied Denied Denied UTR
Paul Brayton Almost Madison CcoM Denied Denied Denied UTR
Paul Brayton Almost Nappa CcoM Denied Denied Denied UTR
Paul Brayton Almost Natural CcoM Denied Denied Denied UTR
Paul Brayton Almost Ostrich CcoM Denied Denied Denied UTR
Paul Brayton Almost Pearl CcoM Denied Denied Denied UTR
Paul Brayton Almost Textura CcoM Denied Denied Denied UTR
Paul Brayton Almost Vogue CcoM Denied Denied Denied UTR
Paul Brayton Alpine CcoM Denied Denied Denied UTR
Paul Brayton Anchor CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Bayside CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Beckett CcoM Denied Denied Denied UTR
Paul Brayton Boho CcoM Approved Approved Approved UTR
Paul Brayton Cameron CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Cirrus CcoM Approved Approved Approved UTR
Paul Brayton Copen coL Approved Approved Approved LEATHER
Paul Brayton Estate Tweed CcoM Approved Approved Approved UTR
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Paul Brayton Ginseng CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Harmony CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Jilly Twill CcoM Approved Approved Approved UTR
Paul Brayton Meridian CcoM Approved Approved Approved UTR
Paul Brayton Molly CcoM Approved Approved Approved UTR
Paul Brayton Natural CcoM Denied Denied Denied UTR
Paul Brayton Prizm CcoM Approved Approved Approved UTR
Paul Brayton Tolstoy CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Tulip CcoM Approved Approved Approved UTR
Paul Brayton Ultraleather Pacific Pro CcoM Approved Approved Approved UTR
Paul Brayton Walden CcoM Not Tested Not Tested Not Tested UTR
Paul Brayton Woodland CcoM Approved Approved Approved UTR
Perennials Breakwater CcoM Approved Approved Approved UTR
Perennials Fairhaven COoM Not Tested Not Tested Not Tested UTR
Perennials Garden Row COoM Not Tested Not Tested Not Tested UTR
Perennials Homespun CcoM Approved Approved Approved UTR
Perennials Rough ‘N Tumble CcoM Approved Approved Approved UTR
Perennials Slubby CcoM Not Tested Not Tested Not Tested UTR
Perennials Snazzy CcoM Denied Denied Denied UTR
Perennials Touchy Feely CcoM Not Tested Not Tested Not Tested UTR
Perennials Wild & Wooly CcoM Approved Approved Approved UTR
Pindler Ravenwood COoM Not Tested Not Tested Not Tested UTR
Pindler & Pindler 5879 Tribal CcoM Approved Approved Approved UTR
Pindler & Pindler 6049 Eagle Rock CcoM Approved Approved Approved UTR
Pindler & Pindler 6140 Lange CcoM Approved Approved Approved UTR
Pindler & Pindler 6371 Jacques CcoM Approved Approved Approved UTR
Pindler & Pindler 6763 Outline CcoM Approved Approved Approved UTR
Pindler & Pindler Frasure CcoM Approved Approved Approved UTR
Pindler & Pindler Jacques CcoM Approved Approved Approved UTR
Pollack After Hours COoM Not Tested Not Tested Not Tested UTR
Pollack Alloy CcoM Denied Denied Denied UTR
Pollack Amsterdam COoM Not Tested Not Tested Not Tested UTR
Pollack Analog CcoM Not Tested Not Tested Not Tested UTR
Pollack Andalusia CcoM Approved Approved Approved UTR
Pollack Antwerp CcoM Approved Approved Approved UTR
Pollack Apollo CcoM Approved Approved Approved UTR
Pollack Art School COoM Not Tested Not Tested Not Tested UTR
Pollack Beachcomber CcoM Approved Approved Approved UTR
Pollack Best Mate COoM Not Tested Not Tested Not Tested UTR
Pollack Birdie COoM Not Tested Not Tested Not Tested UTR
Pollack Bon Vivant COoM Not Tested Not Tested Not Tested UTR
Pollack Boucle All Day CcoM Approved Approved Approved UTR
Pollack Boxing Day CcoM Not Tested Not Tested Not Tested UTR
Pollack Brussels CcoM Approved Approved Approved UTR
Pollack Budapest CcoM Approved Approved Approved UTR
Pollack Bundled Up CcoM Not Tested Not Tested Not Tested UTR
Pollack Burnish COoM Not Tested Not Tested Not Tested UTR
Pollack Cairo CcoM Approved Approved Approved UTR
Pollack Cambridge CcoM Not Tested Not Tested Not Tested UTR
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Pollack Celestial CcoM Approved Approved Approved UTR
Pollack Chattanooga CcoM Approved Approved Approved UTR
Pollack Checkmate CcoM Approved Approved Approved UTR
Pollack Cheyenne CcoM Not Tested Not Tested Not Tested UTR
Pollack Chicago CcoM Not Tested Not Tested Not Tested UTR
Pollack Cloister COoM Not Tested Not Tested Not Tested UTR
Pollack Cobble Hill CcoM Approved Approved Approved UTR
Pollack Color Field COoM Denied Denied Denied UTR
Pollack Color Riot CcoM Approved Approved Approved UTR
Pollack Columnist COoM Denied Denied Denied UTR
Pollack Copenhagen CcoM Approved Approved Approved UTR
Pollack Cowboy CcoM Not Tested Not Tested Not Tested UTR
Pollack Cowgirl CcoM Approved Approved Approved UTR
Pollack Crossing Guard CcoM Not Tested Not Tested Not Tested UTR
Pollack Curtain Call CcoM Approved Approved Approved UTR
Pollack Dandy CcoM Not Tested Not Tested Not Tested UTR
Pollack Do Si Do COoM Not Tested Not Tested Not Tested UTR
Pollack Dream Catcher COoM Not Tested Not Tested Not Tested UTR
Pollack Ebru COoM Not Tested Not Tested Not Tested UTR
Pollack Edinburgh CcoM Approved Approved Approved UTR
Pollack Eindhoven COoM Not Tested Not Tested Not Tested UTR
Pollack Embellushed Plush COoM Denied Denied Denied UTR
Pollack Emerge CcoM Not Tested Not Tested Not Tested UTR
Pollack Engagement CcoM Not Tested Not Tested Not Tested UTR
Pollack Fantasy Land CcoM Not Tested Not Tested Not Tested UTR
Pollack Fine China COoM Not Tested Not Tested Not Tested UTR
Pollack Flag Day CcoM Approved Approved Approved UTR
Pollack Flaxen Field COoM Not Tested Not Tested Not Tested UTR
Pollack Forager CcoM Approved Approved Approved UTR
Pollack Fort Adams COoM Denied Denied Denied UTR
Pollack Foundation CcoM Approved Approved Approved UTR
Pollack Gemini CcoM Approved Approved Approved UTR
Pollack Geography CcoM Approved Approved Approved UTR
Pollack Geology CcoM Approved Approved Approved UTR
Pollack Glasglow CcoM Approved Approved Approved UTR
Pollack Goa COoM Not Tested Not Tested Not Tested UTR
Pollack He Loves Me COoM Not Tested Not Tested Not Tested UTR
Pollack Heavy Metal CcoM Not Tested Not Tested Not Tested UTR
Pollack Helsinki CcoM Approved Approved Approved UTR
Pollack Hide Away CcoM Not Tested Not Tested Not Tested UTR
Pollack Hong Kong CcoM Approved Approved Approved UTR
Pollack Honolulu COoM Not Tested Not Tested Not Tested UTR
Pollack Icon CoM Not Tested Not Tested Not Tested UTR
Pollack Jockey CcoM Approved Approved Approved UTR
Pollack Kinetic CcoM Approved Approved Approved UTR
Pollack King Minos CcoM Not Tested Not Tested Not Tested UTR
Pollack Kite Flyer CcoM Not Tested Not Tested Not Tested UTR
Pollack Lambswool Plaid COoM Not Tested Not Tested Not Tested UTR
Pollack Lana e Seta CcoM Approved Approved Approved UTR
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Pollack Latitude COoM Not Tested Not Tested Not Tested UTR
Pollack Leathersmith COoM Not Tested Not Tested Not Tested UTR
Pollack Lollipop CcoM Not Tested Not Tested Not Tested UTR
Pollack London COoM Not Tested Not Tested Not Tested UTR
Pollack Lure COoM Denied Denied Denied UTR
Pollack Manchester CcoM Approved Approved Approved UTR
Pollack Material Girl CcoM Approved Approved Approved UTR
Pollack Medici Mohair COoM Not Tested Not Tested Not Tested UTR
Pollack Meeting Point CcoM Approved Approved Approved UTR
Pollack Memphis CcoM Approved Approved Approved UTR
Pollack Metalsmith COoM Not Tested Not Tested Not Tested UTR
Pollack Milestone COoM Not Tested Not Tested Not Tested UTR
Pollack Mineral CcoM Approved Approved Approved UTR
Pollack Mojave Stripe CcoM Not Tested Not Tested Not Tested UTR
Pollack Moscow CcoM Approved Approved Approved UTR
Pollack Mr. Softie COoM Not Tested Not Tested Not Tested UTR
Pollack Never Felt Better CcoM Approved Approved Approved UTR
Pollack New Orleans COoM Not Tested Not Tested Not Tested UTR
Pollack Off The Grid COoM Not Tested Not Tested Not Tested UTR
Pollack Painter COoM Not Tested Not Tested Not Tested UTR
Pollack Palermo CcoM Approved Approved Approved UTR
Pollack Pebble Beach COoM Not Tested Not Tested Not Tested UTR
Pollack Pebble check COoM Not Tested Not Tested Not Tested UTR
Pollack Persueded COoM Denied Denied Denied UTR
Pollack Peruvian Stripe CcoM Approved Approved Approved UTR
Pollack Pigment CcoM Not Tested Not Tested Not Tested UTR
Pollack Pop CcoM Not Tested Not Tested Not Tested UTR
Pollack Pop Art CcoM Approved Approved Approved UTR
Pollack Prague CcoM Approved Approved Approved UTR
Pollack Psychic CcoM Approved Approved Approved UTR
Pollack Rad Plaid COoM Denied Denied Denied UTR
Pollack Re-flex CcoM Approved Approved Approved UTR
Pollack Remix COoM Not Tested Not Tested Not Tested UTR
Pollack Reverb COoM Not Tested Not Tested Not Tested UTR
Pollack Rise and Shine COoM Not Tested Not Tested Not Tested UTR
Pollack Rodeo COoM Not Tested Not Tested Not Tested UTR
Pollack Running Stitch CcoM Approved Approved Approved UTR
Pollack Rushmore CcoM Approved Approved Approved UTR
Pollack Saddle COoM Not Tested Not Tested Not Tested UTR
Pollack Sadie CcoM Approved Approved Approved UTR
Pollack Safari COoM Not Tested Not Tested Not Tested UTR
Pollack Satisfaction COoM Not Tested Not Tested Not Tested UTR
Pollack Sedan Plush CoM Not Tested Not Tested Not Tested UTR
Pollack Shearling CcoM Approved Approved Approved UTR
Pollack Shepherd CcoM Approved Approved Approved UTR
Pollack Solo COoM Not Tested Not Tested Not Tested UTR
Pollack Speedster CcoM Not Tested Not Tested Not Tested UTR
Pollack Stitchery CcoM Denied Denied Denied UTR
Pollack Swept Away CcoM Not Tested Not Tested Not Tested UTR
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Pollack Teddy CcoM Not Tested Not Tested Not Tested UTR
Pollack Text Message CcoM Approved Approved Approved UTR
Pollack Tipping Point CcoM Denied Denied Denied UTR
Pollack Tjanting Stripe CcoM Not Tested Not Tested Not Tested UTR
Pollack To Dye For CcoM Approved Approved Approved UTR
Pollack Tokyo CcoM Not Tested Not Tested Not Tested UTR
Pollack Topography CcoM Approved Approved Approved UTR
Pollack Tripoli CcoM Not Tested Not Tested Not Tested UTR
Pollack Tweedle CcoM Approved Approved Approved UTR
Pollack Tweedy Pie CcoM Approved Approved Approved UTR
Pollack Twist CcoM Approved Approved Approved UTR
Pollack Vancouver CcoM Approved Approved Approved UTR
Pollack Vieques CcoM Not Tested Not Tested Not Tested UTR
Pollack Watercolor COoM Not Tested Not Tested Not Tested UTR
Pollack Well Rested CcoM Approved Approved Approved UTR
Pollack West Coast CcoM Approved Approved Approved UTR
Pollack Wild West COoM Not Tested Not Tested Not Tested UTR
Pollack Xela COoM Not Tested Not Tested Not Tested UTR
Pollack Yacht Club CcoM Approved Approved Approved UTR
Pollack Yelek CcoM Approved Approved Approved UTR
Pollack Zinnia CcoM Approved Approved Approved UTR
Posh Textiles Atlantis COoM Not Tested Not Tested Not Tested UTR
Posh Textiles Ellis CcoM Approved Approved Approved UTR
Posh Textiles Juno CcoM Approved Approved Approved UTR
Posh Textiles Omni COoM Not Tested Not Tested Not Tested UTR
Posh Textiles Sansa CcoM Approved Approved Approved UTR
Posh Textiles Sonnet CcoM Approved Approved Approved UTR
Posh Textiles Springfield CcoM Not Tested Not Tested Not Tested UTR
Reid Witlin LTD Ever After COoM Not Tested Not Tested Not Tested UTR
Reid Witlin LTD Faux Fur Coat CcoM Approved Approved Approved UTR
Reid Witlin LTD Feels Textured COoM Not Tested Not Tested Not Tested UTR
Reid Witlin LTD Grate COoM Not Tested Not Tested Not Tested UTR
Reid Witlin LTD Hush CcoM Approved Approved Approved UTR
Robert Allen 42253 COoM Not Tested Not Tested Not Tested UTR
Robert Allen Aubrey Solid CcoM Not Tested Not Tested Not Tested UTR
Robert Allen Bold Rings CcoM Denied Denied Denied UTR
Robert Allen Hinge CcoM Not Tested Not Tested Not Tested UTR
Robert Allen Intercept CcoM Not Tested Not Tested Not Tested UTR
Robert Allen Nanoform COoM Not Tested Not Tested Not Tested UTR
Robert Allen Rooftop Revery CcoM Not Tested Not Tested Not Tested UTR
Rohi Sera CcoM Approved Approved Approved UTR
Romo Ansel Marl COoM Not Tested Not Tested Not Tested UTR
Romo Calvia CoM Denied Denied Denied UTR
Romo Habanera COoM Denied Denied Denied UTR
Romo Hammersmith COoM Not Tested Not Tested Not Tested UTR
Romo Linara CcoM Approved Approved Approved UTR
Romo Marka Dew COoM Denied Denied Denied UTR
Romo Marlow COoM Denied Denied Denied UTR
Romo Niumi COoM Denied Denied Denied UTR
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Romo Osumi COoM Denied Denied Denied UTR
Romo Santo COoM Not Tested Not Tested Not Tested UTR
S. Harris Platonic CcoM Approved Approved Approved UTR
Sahco Assam COoM Not Tested Not Tested Not Tested UTR
Sahco Avalon 2 COoM Not Tested Not Tested Not Tested UTR
Sahco Cuba COoM Not Tested Not Tested Not Tested UTR
Sahco Flint CcoM Approved Approved Approved UTR
Sahco Sosa CcoM Approved Approved Approved UTR
Samelson Chatelain Valencia COoM Not Tested Not Tested Not Tested UTR
Savel Inc. Grenelle COoM Not Tested Not Tested Not Tested UTR
Scalamandre Luxurious COoM Not Tested Not Tested Not Tested UTR
Schumacher Hospitality Dorothy CcoM Not Tested Not Tested Not Tested UTR
Schumacher Hospitality Egola CcoM Not Tested Not Tested Not Tested UTR
SCI Vivid COoM Not Tested Not Tested Not Tested UTR
Scott Fabrics Altered CcoM Approved Approved Approved UTR
Scott Fabrics Fuzzy CcoM Approved Approved Approved UTR
Scott Fabrics Seesaw CcoM Approved Approved Approved UTR
Silver State Textiles Cast COoM Denied Denied Denied UTR
Sina Pearson Anywhere CcoM Approved Approved Approved UTR
Sina Pearson Aquavit 536 CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Archipelago CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Blurred Plaid COoM Not Tested Not Tested Not Tested UTR
Sina Pearson Breeze CcoM Approved Approved Approved UTR
Sina Pearson Chant CcoM Approved Approved Approved UTR
Sina Pearson Classique CcoM Denied Denied Denied UTR
Sina Pearson Clip 544 CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Comfort COoM Denied Denied Denied UTR
Sina Pearson Confetti CcoM Approved Approved Approved UTR
Sina Pearson Delano CcoM Approved Approved Approved UTR
Sina Pearson Destinations CcoM Approved Approved Approved UTR
Sina Pearson Domani CcoM Approved Approved Approved UTR
Sina Pearson Everywhere CcoM Denied Denied Denied UTR
Sina Pearson Everywhere Epu CcoM Approved Approved Approved UTR
Sina Pearson Felt CcoM Approved Approved Approved UTR
Sina Pearson Felt Melange CcoM Approved Approved Approved UTR
Sina Pearson Flicker CcoM Approved Approved Approved UTR
Sina Pearson Fling 497 CcoM Approved Approved Approved UTR
Sina Pearson Folklore CcoM Approved Approved Approved UTR
Sina Pearson Forest Floor CcoM Approved Approved Approved UTR
Sina Pearson Gradient 492 COoM Denied Denied Denied UTR
Sina Pearson Hacienda Il CcoM Approved Approved Approved UTR
Sina Pearson Happiness CcoM Approved Approved Approved UTR
Sina Pearson Honeycomb CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Icon 494 CcoM Approved Approved Approved UTR
Sina Pearson Imperial Mohair CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Just Add Plaid CcoM Approved Approved Approved UTR
Sina Pearson Landmark CcoM Approved Approved Approved UTR
Sina Pearson Landscape CcoM Approved Approved Approved UTR
Sina Pearson Lapland CcoM Approved Approved Approved UTR
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Sina Pearson Layers 408 CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Light 522 CcoM Approved Approved Approved UTR
Sina Pearson Lina CcoM Approved Approved Approved UTR
Sina Pearson Ling CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Loupe CcoM Approved Approved Approved UTR
Sina Pearson Marathon CcoM Approved Approved Approved UTR
Sina Pearson Melange 427 CcoM Approved Approved Approved UTR
Sina Pearson Mensa COoM Not Tested Not Tested Not Tested UTR
Sina Pearson Mica Il COoM Not Tested Not Tested Not Tested UTR
Sina Pearson Mix 477 CcoM Approved Approved Approved UTR
Sina Pearson Mossy 474 CcoM Approved Approved Approved UTR
Sina Pearson Northern Lights CcoM Not Tested Not Tested Not Tested UTR
Sina Pearson Ovals 542 COoM Not Tested Not Tested Not Tested UTR
Sina Pearson Palette CcoM Approved Approved Approved UTR
Sina Pearson Plaza CcoM Approved Approved Approved UTR
Sina Pearson Pod COoM Not Tested Not Tested Not Tested UTR
Sina Pearson Prato CcoM Approved Approved Approved UTR
Sina Pearson Raindrops 552 CcoM Approved Approved Approved UTR
Sina Pearson Rattan CcoM Approved Approved Approved UTR
Sina Pearson Reindeer CcoM Approved Approved Approved UTR
Sina Pearson Rustic COoM Not Tested Not Tested Not Tested UTR
Sina Pearson Sartorial CcoM Approved Approved Approved UTR
Sina Pearson Seacoast CcoM Approved Approved Approved UTR
Sina Pearson Shadow CcoM Approved Approved Approved UTR
Sina Pearson Sunbeam CcoM Approved Approved Approved UTR
Sina Pearson Sweater COoM Not Tested Not Tested Not Tested UTR
Sina Pearson Tracks CcoM Approved Approved Approved UTR
Sina Pearson Triangles CcoM Denied Denied Denied UTR
Sina Pearson Turkish Delight CcoM Approved Approved Approved UTR
Sina Pearson Tweedy CcoM Approved Approved Approved UTR
Sina Pearson Wish 485 CcoM Approved Approved Approved UTR
Sina Pearson Wool Boucle 512 CcoM Approved Approved Approved UTR
Sina Pearson Wool Multi CcoM Approved Approved Approved UTR
Sina Pearson Wool Structure 511 CcoM Approved Approved Approved UTR
Sina Pearson Wool Weave CcoM Approved Approved Approved UTR
Sina Pearson Woven Felt CcoM Approved Approved Approved UTR
SLS Burlington coL Not Tested Not Tested Not Tested LEATHER
Source One Steinbeck COoM Not Tested Not Tested Not Tested UTR
Spinneybeck Acqua coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Andes coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Antique coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Cervo coL Denied Denied Denied LEATHER
Spinneybeck Copenhagen coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Distressed coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Ducale Velour coL Approved Approved Approved LEATHER
Spinneybeck Embossed Tipped coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Espana coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Forte coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Hand Tipped coL Denied Denied Denied LEATHER
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Spinneybeck Lucca coL Denied Denied Denied LEATHER
Spinneybeck Lucente coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Portofino coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Riva coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Rugata coL Denied Denied Denied LEATHER
Spinneybeck Sabrina coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Saddle coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Velluto coL Approved Approved Approved LEATHER
Spinneybeck Velluto Pelle coL Approved Approved Approved LEATHER
Spinneybeck Vicenza coL Not Tested Not Tested Not Tested LEATHER
Spinneybeck Volo coL Approved Approved Approved LEATHER
Spradling Caliber CcoM Approved Approved Approved UTR
Spradling Dolce CcoM Approved Approved Approved UTR
Spradling Hitch CcoM Denied Denied Denied UTR
Spradling Modena CcoM Approved Approved Approved UTR
Spradling Modena Eco CcoM Not Tested Not Tested Not Tested UTR
Spradling Silvertex CcoM Approved Approved Approved UTR
Spradling Valencia CcoM Not Tested Not Tested Not Tested UTR
Spradling Whisper Neo CcoM Approved Approved Approved UTR
Standard Textile Manchester CcoM Approved Approved Approved UTR
Standard Textile Venice CcoM Approved Approved Approved UTR
Steelcase Bo Peep CcoM Approved Approved Approved UTR
Steelcase Silk COoM Not Tested Not Tested Not Tested UTR
Steelcase Stand In CcoM Approved Approved Approved UTR
Stratford Hall Breuer COoM Denied Denied Denied UTR
Stratford Hall Cork COoM Not Tested Not Tested Not Tested UTR
Stratford Hall Tartan COoM Not Tested Not Tested Not Tested UTR
Studio Art City coL Not Tested Not Tested Not Tested LEATHER
Studioart Polis coL Approved Approved Approved LEATHER
Style Library Abbott CcoM Denied Denied Denied UTR
Style Library Otomis Plains CcoM Not Tested Not Tested Not Tested UTR
Sunbrella Demo COoM Not Tested Not Tested Not Tested UTR
Sunbrella Platform COoM Not Tested Not Tested Not Tested UTR
Sunbury Design Barton CcoM Denied Denied Denied UTR
Swavelle Canal CcoM Approved Approved Approved UTR
Swavelle Hospitality Akaka CcoM Denied Denied Denied UTR
Swavelle Hospitality Skintex SF Basita CcoM Not Tested Not Tested Not Tested UTR
Swavelle Hospitality Skintex SF Memoir CcoM Approved Approved Approved UTR
Swavelle Hospitality Velvet Touch CcoM Approved Approved Approved UTR
Swavelle Hospitality Wavecrest CcoM Approved Approved Approved UTR
Symmetry Resources Reckon CcoM Not Tested Not Tested Not Tested UTR
Symmetry Resources Windsor CcoM Not Tested Not Tested Not Tested UTR
Textile Mania Network CoM Not Tested Not Tested Not Tested UTR
Textile Mania Orbit COoM Not Tested Not Tested Not Tested UTR
Textile Mania Relativity CcoM Approved Approved Approved UTR
Textile Mania Satellite CcoM Approved Approved Approved UTR
Textile Mania Stealth CcoM Approved Approved Approved UTR
The Romo Group Laser Metallic CcoM Not Tested Not Tested Not Tested UTR
The Romo Group Palma CcoM Not Tested Not Tested Not Tested UTR
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The Romo Group Perez Cirrus CcoM Not Tested Not Tested Not Tested UTR
The Romo Group Wire Reversible CcoM Not Tested Not Tested Not Tested UTR
Thibaut Cadence COoM Not Tested Not Tested Not Tested UTR
Three Sheep and A Mill Padovano CcoM Approved Approved Approved UTR
Three Sheep and A Mill Triad CcoM Not Tested Not Tested Not Tested UTR
Tiger Leather Angst coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Aurora coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Belmont coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Boho coL Approved Approved Approved LEATHER
Tiger Leather Cityscape coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Empire coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Esquire coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Gehry coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Highlands coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Lodge coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Renaissance coL Not Tested Not Tested Not Tested LEATHER
Tiger Leather Sierra coL Not Tested Not Tested Not Tested LEATHER
Ultrafabrics Brisa X D Approved Approved Approved UTR
Ultrafabrics Brisa Distressed X E Approved Approved Approved UTR
Ultrafabrics Brisa Forecast H Approved Approved Approved UTR
Ultrafabrics Coast H Not Tested Not Tested Not Tested UTR
Ultrafabrics Eco Tech X G Approved Approved Approved UTR
Ultrafabrics Impasto D Not Tested Not Tested Not Tested UTR
Ultrafabrics Lino D Not Tested Not Tested Not Tested UTR
Ultrafabrics Montage C Not Tested Not Tested Not Tested UTR
Ultrafabrics Pearlized X G Approved Approved Approved UTR
Ultrafabrics Promessa X D Denied Denied Denied UTR
Ultrafabrics Pumice X H Approved Approved Approved UTR
Ultrafabrics Tottori X G Approved Approved Approved UTR
Ultrafabrics Ultraleather X D Approved Approved Approved UTR
Ultrafabrics Volar Bio X H Not Tested Approved Approved UTR
Ultrafabrics Wired X G Approved Approved Approved UTR
Unika Vaev Almost Tweed CcoM Approved Approved Approved UTR
Unika Vaev Atelier CcoM Approved Approved Approved UTR
Unika Vaev Band CcoM Approved Approved Approved UTR
Unika Vaev Bubbly CcoM Approved Approved Approved UTR
Unika Vaev Buzz COoM Denied Denied Denied UTR
Unika Vaev Calibre CcoM Approved Approved Approved UTR
Unika Vaev Cocoon CcoM Approved Approved Approved UTR
Unika Vaev Esprit CcoM Not Tested Not Tested Not Tested UTR
Unika Vaev Feeling Plaid CcoM Approved Approved Approved UTR
Unika Vaev Fusion CcoM Approved Approved Approved UTR
Unika Vaev Genre CoM Not Tested Not Tested Not Tested UTR
Unika Vaev Guild COoM Not Tested Not Tested Not Tested UTR
Unika Vaev Herringbone CcoM Approved Approved Approved UTR
Unika Vaev Jazzy CcoM Not Tested Not Tested Not Tested UTR
Unika Vaev Luxe COoM Not Tested Not Tested Not Tested UTR
Unika Vaev Nubbly CcoM Approved Approved Approved UTR
Unika Vaev Origin CcoM Not Tested Not Tested Not Tested UTR
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Unika Vaev Persuede CcoM Approved Approved Approved UTR
Unika Vaev Ploegwool CcoM Not Tested Not Tested Not Tested UTR
Unika Vaev Ragtime CcoM Approved Approved Approved UTR
Unika Vaev Step CcoM Denied Denied Denied UTR
Unika Vaev Suede Plush COoM Not Tested Not Tested Not Tested UTR
Unika Vaev Tonic COoM Denied Denied Denied UTR
Unika Vaev Zone CcoM Approved Approved Approved UTR
Unika Vaev Zoom COoM Not Tested Not Tested Not Tested UTR
United Fabrics Bloomfield CcoM Approved Approved Approved RR
United Fabrics Cabana COoM Not Tested Not Tested Not Tested UTR
United Fabrics Calm CcoM Approved Approved Approved UTR
United Fabrics Cast COoM Not Tested Not Tested Not Tested UTR
United Fabrics Curie CcoM Approved Approved Approved UTR
United Fabrics Daphne CcoM Approved Approved Approved RR
United Fabrics Denali CcoM Approved Approved Approved UTR
United Fabrics Equinox CcoM Not Tested Not Tested Not Tested UTR
United Fabrics Escapade CcoM Approved Approved Approved UTR
United Fabrics Hester COoM Not Tested Not Tested Not Tested UTR
United Fabrics Impasto CcoM Not Tested Not Tested Not Tested UTR
United Fabrics Libra CcoM Approved Approved Approved UTR
United Fabrics Miles CcoM Approved Approved Approved UTR
United Fabrics Panache CcoM Approved Approved Approved UTR
United Fabrics Rover CcoM Approved Approved Approved UTR
United Fabrics Spangle CcoM Not Tested Not Tested Not Tested UTR
United Fabrics Spirit US CcoM Not Tested Not Tested Not Tested UTR
United Fabrics Toggle CcoM Approved Approved Approved UTR
United Fabrics Velma COoM Not Tested Not Tested Not Tested UTR
United Fabrics Voyage CcoM Not Tested Not Tested Not Tested UTR
United Fabrics Whisper CcoM Approved Approved Approved UTR
Valley Forge Bohannon CcoM Not Tested Not Tested Not Tested UTR
Valley Forge Carousel Lights CcoM Not Tested Not Tested Not Tested UTR
Valley Forge Destan CcoM Approved Approved Approved UTR
Valley Forge Gastel CcoM Not Tested Not Tested Not Tested UTR
Valley Forge Mascot CcoM Not Tested Not Tested Not Tested UTR
Valley Forge Sonali Texture CcoM Not Tested Not Tested Not Tested UTR
Valley Forge Vault CcoM Approved Approved Approved UTR
Valley Forge Winset CcoM Not Tested Not Tested Not Tested UTR
Valley Forge Wisent 3 CcoM Not Tested Not Tested Not Tested UTR
Vescom Dalma COoM Not Tested Not Tested Not Tested UTR
Vescom Furka Plus CcoM Approved Approved Approved UTR
Vescom Lani CcoM Approved Approved Approved UTR
Vescom Malta CcoM Approved Approved Approved UTR
Vescom Ponza CcoM Approved Approved Approved UTR
Vescom Rolla COoM Not Tested Not Tested Not Tested UTR
Vescom Wolin CcoM Approved Approved Approved UTR
Villa Nova Marka Flint COoM Not Tested Not Tested Not Tested UTR
Vitra Leather coL Not Tested Not Tested Not Tested LEATHER
Weitzner Academy CcoM Not Tested Not Tested Not Tested UTR
Weitzner Hana CcoM Approved Approved Approved UTR




Weitzner Trapeze CcoM Not Tested Not Tested Not Tested UTR
Weitzner Travis COoM Not Tested Not Tested Not Tested UTR
Woeller Tuscon COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Adrien COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Aldrich COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Alrich CcoM Approved Approved Approved UTR
Wolf Gordon Amagansett CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Anni CcoM Approved Approved Approved UTR
Wolf Gordon Ansonia COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Artemis COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Arthur COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Aubrac COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Aurora COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Axel 2 COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Barnaby CcoM Approved Approved Approved UTR
Wolf Gordon Barras CcoM Approved Approved Approved UTR
Wolf Gordon Barrington CcoM Approved Approved Approved UTR
Wolf Gordon Basis COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Baxter CcoM Approved Approved Approved UTR
Wolf Gordon Belize CcoM Approved Approved Approved UTR
Wolf Gordon Biella CcoM Approved Approved Approved UTR
Wolf Gordon Blocks COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Brea CcoM Approved Approved Approved UTR
Wolf Gordon Brio COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Broadmoor COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Cabana COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Canyon Suede CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Caracu COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Carmel COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Chianina COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon City Line CcoM Denied Denied Denied UTR
Wolf Gordon Claude CcoM Approved Approved Approved UTR
Wolf Gordon Cloud COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Cordova COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Cork COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Corrente COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Crosby CcoM Approved Approved Approved UTR
Wolf Gordon Crosswalk CcoM Approved Approved Approved UTR
Wolf Gordon Deltana CcoM Approved Approved Approved UTR
Wolf Gordon Divan CcoM Approved Approved Approved UTR
Wolf Gordon Dorset CcoM Approved Approved Approved UTR
Wolf Gordon East Village CcoM Approved Approved Approved UTR
Wolf Gordon East Village CcoM Approved Approved Approved UTR
Wolf Gordon Eden COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Elena COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Elowen COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Erba COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Esme CcoM Approved Approved Approved UTR
Wolf Gordon Float CcoM Approved Approved Approved UTR
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Wolf Gordon Fraser CcoM Approved Approved Approved UTR
Wolf Gordon Gabrielle CcoM Approved Approved Approved UTR
Wolf Gordon Gamma COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Graffito COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Hallstatt COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Harbor COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Hazel CcoM Approved Approved Approved UTR
Wolf Gordon Hestan COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon High Line CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Honey CcoM Approved Approved Approved UTR
Wolf Gordon Infinite Neutral / Mirage CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Inverness COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Jekyll & Hyde I CcoM Approved Approved Approved UTR
Wolf Gordon Kinetic COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Lark COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Lerida COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Lincoln Center CcoM Approved Approved Approved UTR
Wolf Gordon Loggia CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Lokori CcoM Approved Approved Approved UTR
Wolf Gordon Lune CcoM Approved Approved Approved UTR
Wolf Gordon Marl CcoM Approved Approved Approved UTR
Wolf Gordon Marlowe CcoM Approved Approved Approved UTR
Wolf Gordon Mass COoM Denied Denied Denied UTR
Wolf Gordon Maxton COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Maya CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Medici CcoM Approved Approved Approved UTR
Wolf Gordon Melody CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Merrion CcoM Approved Approved Approved UTR
Wolf Gordon Mesh CcoM Approved Approved Approved UTR
Wolf Gordon Nakata CcoM Approved Approved Approved UTR
Wolf Gordon Nightingale CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Normandy CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Nova COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Orbit COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Overpass CcoM Denied Denied Denied UTR
Wolf Gordon Oxford CcoM Approved Approved Approved UTR
Wolf Gordon Pelle CcoM Approved Approved Approved UTR
Wolf Gordon Phase COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Piave CcoM Approved Approved Approved UTR
Wolf Gordon Plexus CcoM Approved Approved Approved UTR
Wolf Gordon Plumage CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Portola CcoM Approved Approved Approved UTR
Wolf Gordon Raio CoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Raphael CcoM Approved Approved Approved UTR
Wolf Gordon Rappel CcoM Denied Denied Denied UTR
Wolf Gordon Ritual COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Roslyn CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Roy CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Score COoM Denied Denied Denied UTR
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Wolf Gordon Screen CcoM Approved Approved Approved UTR
Wolf Gordon Shelby CcoM Approved Approved Approved UTR
Wolf Gordon Sitka COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Skye CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Slide CcoM Approved Approved Approved UTR
Wolf Gordon Soleil COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Spectra CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Square Not CcoM Approved Approved Approved UTR
Wolf Gordon Stable CcoM Approved Approved Approved UTR
Wolf Gordon Static COoM Denied Denied Denied UTR
Wolf Gordon Stella CcoM Approved Approved Approved UTR
Wolf Gordon Stroma CcoM Approved Approved Approved UTR
Wolf Gordon Tallinn CcoM Approved Approved Approved UTR
Wolf Gordon Tangram CcoM Approved Approved Approved UTR
Wolf Gordon Tudor City CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Turn CcoM Approved Approved Approved UTR
Wolf Gordon Vaquero CcoM Denied Denied Denied UTR
Wolf Gordon Velveteen CcoM Approved Approved Approved UTR
Wolf Gordon Vera COoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Victoria CcoM Approved Approved Approved UTR
Wolf Gordon Watson CcoM Approved Approved Approved UTR
Wolf Gordon Waverly Place CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Westwood CcoM Approved Approved Approved UTR
Wolf Gordon Whistler CcoM Approved Approved Approved UTR
Wolf Gordon Zig Zag CcoM Not Tested Not Tested Not Tested UTR
Wolf Gordon Zigrino CcoM Not Tested Not Tested Not Tested UTR
Yoma Darya CcoM Approved Approved Approved UTR
Zinc Textile Pougy CcoM Approved Approved Approved UTR
Zinc Textile Zamna CcoM Approved Approved Approved UTR
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